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Widespread orthorhombic fluctuations in the (Sr, Na)Fe2 As2 family of superconductors
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We report comprehensive pair distribution function measurements of the hole-doped iron-based superconductor system Sr 1−x Nax Fe2 As2 . Structural refinements performed as a function of temperature and length scale
reveal orthorhombic distortions of the instantaneous local structure across a large region of the phase diagram
possessing average tetragonal symmetry, indicative of fluctuating nematicity. These nematic fluctuations are
present up to high doping levels (x  0.48, near optimal superconductivity) and high temperatures (above
room temperature for x = 0, decreasing to 150 K for x = 0.48), with a typical length scale of 1–3 nm. This
work highlights the ubiquity of nematic fluctuations in a representative iron-based superconductor and provides
important details about the evolution of these fluctuations across the phase diagram.
DOI: 10.1103/PhysRevB.98.180505

A defining characteristic of the layered iron-based superconductors (FeSCs) is the presence of an electronic nematic
phase in proximity to superconductivity [1–3]. In analogy to
nematic phases in liquid crystals, nematic order in FeSCs lowers the C4 rotational symmetry present in the system at high
temperature to C2 at low temperature. This symmetry breaking manifests itself through anisotropic electronic properties
[4–6], a tetragonal-to-orthorhombic structural phase transition
[7], the formation of stripe-type magnetic order [8], and a
splitting of d orbitals in the electronic band structure [9]. The
nematic order present in the parent compounds of most FeSCs
can be suppressed by chemical substitution and/or pressure,
with the highest superconducting Tc typically appearing near
the point of complete suppression of the nematic phase. Consequently, nematicity is believed to be intimately related to the
still elusive superconducting mechanism in FeSCs [1,10–16].
Research efforts into nematicity have recently expanded
their focus to include not only the nematic phase itself, but
also nematic fluctuations present outside the region of static
nematicity. The hope is that such fluctuations may reveal
important details about the origin of nematicity and ultimately
superconductivity. Signatures of high-temperature nematicity
above the static nematic phase have in fact been observed
in numerous iron pnictide and chalcogenide systems with a
variety of experimental probes [17–28], indicating that an
effort to characterize these nematic fluctuations systematically
within and between phase diagrams of representative FeSCs
holds great promise.
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According to current understanding [6], nematic order
drives the orthorhombic phase transition; hence, nematic fluctuations will likewise cause fluctuating orthorhombic distortions of the lattice. For simplicity, we shall use the terms
“nematic fluctuations” and “orthorhombic fluctuations” interchangeably. The pair distribution function (PDF) method of
analyzing x-ray and neutron scattering data [29] has recently
been shown to be an effective probe of nematic fluctuations
in the Sr 1−x Nax Fe2 As2 system, a representative hole-doped
FeSC family [30]. This technique involves Fourier transforming the total scattering data into real space to obtain the
pairwise atomic correlations. Because both Bragg and diffuse
scattering are included in the Fourier transform, the PDF
pattern is sensitive to the local atomic structure, even if it
differs from the average crystallographic structure. As such,
the PDF technique is an ideal probe of short-range structural
distortions such as those associated with nematic fluctuations. The PDF analysis in Ref. [30] revealed short-range
orthorhombic distortions on a length scale of ∼2 nm well into
the high-temperature tetragonal phase for two underdoped
samples and in the magnetic C4 phase that appears in this
and similar hole-doped iron pnictides [31–34]. The ability
to investigate the length scale of these nematic fluctuations
makes the PDF approach particularly valuable.
Here, we extend the previous PDF work to a much larger
region of the Sr 1−x Nax Fe2 As2 phase diagram. We studied
several compositions ranging from the parent compound with
x = 0 to a nearly optimally doped compound with x = 0.48,
for which the long-range orthorhombic structural transition
is completely absent. The main result is our observation of
local orthorhombic distortions with a typical length scale of

180505-1

©2018 American Physical Society

BENJAMIN A. FRANDSEN et al.

PHYSICAL REVIEW B 98, 180505(R) (2018)

FIG. 1. Phase diagram and structure of Sr 1−x Nax Fe2 As2 . (a)
Temperature vs composition phase diagram of Sr 1−x Nax Fe2 As2 ,
showing the paramagnetic tetragonal (P/T), antiferromagnetic orthorhombic (AF/O), antiferromagnetic tetragonal (AF/T), and superconducting (SC) phases, along with a large region of nematic
fluctuations shaded in yellow. Solid lines denote true phase transitions, the dashed line above the yellow region represents an estimated
onset temperature of nematic fluctuations, and the dotted line that
closes the yellow region is an attempt at a reasonable extrapolation
beyond the region of the phase diagram for which we have data.
(b) Crystal structure of Sr 1−x Nax Fe2 As2 in the orthorhombic setting.
Gold, green, and purple spheres represent iron, arsenic, and strontium/sodium atoms, respectively. The arrows show the stripe-type
magnetic order.

1–3 nm in all measured compounds up to remarkably high
temperatures, with a maximum of approximately 500 K for
x = 0 and a gradual decline to ∼150 K for x = 0.48. The
magnitude and length scale of the local orthorhombicity likewise decrease monotonically with x. Taken together, these
measurements map out in great detail a large region of
fluctuating, short-range nematicity in the Sr 1−x Nax Fe2 As2
phase diagram [see Fig. 1(a)], with significant nematic fluctuations remaining even near the optimally doped region.
These results further establish the widespread presence of
significant nematic fluctuations in FeSCs and provide important information about their length and temperature scales in
Sr 1−x Nax Fe2 As2 .

We studied powder specimens of Sr 1−x Nax Fe2 As2 with
x = 0, 0.12, 0.27, 0.29, 0.34, 0.45, and 0.48. As seen in
the phase diagram, the samples with x  0.29 undergo a
tetragonal-to-orthorhombic structural phase transition at Ts
and remain orthorhombic for all lower temperatures, whereas
the x = 0.34 sample exhibits reentrant tetragonal symmetry
below Tr < Ts . The sample with x = 0.45 lies beyond the
C4 dome and undergoes a single orthorhombic transition
at Ts , and the x = 0.48 sample retains average tetragonal
symmetry at all temperatures and exhibits no magnetic order.
All structural and magnetic transitions are first order. A superconducting ground state exists for compositions with x  0.2.
Detailed characterization of these samples can be found in
Ref. [33]. For reference, Fig. 1(b) displays the crystal structure
in the orthorhombic setting and the corresponding stripetype magnetic order. The orthorhombic distortion causes a to
become larger than b.
The samples with x = 0, 0.29, 0.34, 0.45, and 0.48 were
measured on the NOMAD beamline [35] at the Spallation
Neutron Source (SNS) of Oak Ridge National Laboratory
(ORNL). PDF data were generated from the total scattering
−1
data with Qmax = 36 Å using the ADDIE software suite
[36]. Additional samples with x = 0, 0.12, and 0.27 were
measured on the XPD beamline of the National Synchrotron
Light Source II (NSLS-II) at Brookhaven National Laboratory
(BNL). The data were reduced using the XPDFSUITE software
−1
[37] with Qmax = 25 Å . On both beamlines, data were
collected on dense temperature grids between ∼5 and 300 K,
with typical temperature steps of 10–15 K on NOMAD and
6 K on XPD. Structural refinements were performed using the
PDFGUI program [38] and the DIFFPY-CMI suite [39]. We note
that neither beamline employs an energy analysis of the scattered particles. As such, the PDF patterns contain meaningful
information from inelastically scattered particles within some
effective energy window, which is estimated to be tens of meV
on NOMAD and effectively infinite on XPD. The neutron data
collected on NOMAD therefore probe structural correlations
on timescales of approximately 10−13 s or longer, and the
x-ray data represent the true instantaneous structure. In the
present work, there seems to be little discernible difference
between the two.
We first present our analysis of the neutron PDF data. To
determine the atomic structure as a function of both length
scale and temperature, we performed an extensive series of
fits for each composition measured. For a given temperature,
we refined the Fmmm orthorhombic structural model against a
sliding 20-Å data window ranging from [1.5–21.5 Å] to [30.5–
50.5 Å] in 1-Å steps, resulting in 30 fits per temperature.
The results of each refinement represent the best-fit atomic
structure on the length scale set by the data window. This
was then repeated for each temperature at which PDF data
were collected. Additional details about the refinements are
included in the Supplemental Material [40].
The output of this fitting procedure is a comprehensive set
of structural parameters as a function of length scale, temperature, and chemical composition, providing a rich and detailed
view of the local structure across the Sr 1−x Nax Fe2 As2 phase
diagram. The structural parameter most relevant to nematic
fluctuations is the orthorhombicity, δ = (a − b)/(a + b). In
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FIG. 2. Refined orthorhombicity δ extracted from fits to neutron
PDF data. (a) Results for a long fitting range of 30.5–50.5 Å, showing
the expected behavior for the average structure determined from
Rietveld refinements. (b) Results compiled from shorter-range fits
(1.5–21.5 Å, 2.5–22.5 Å, 3.5–23.5 Å) showing enhanced orthorhombicity up to significantly higher temperatures than observed in the
long-range structure.

Fig. 2(a), we display the refined orthorhombicity as a function
of temperature for fits conducted over a long fitting range
of 30.5–50.5 Å. All samples show an abrupt development
of nonzero orthorhombicity at the expected structural phase
transition temperature, except for the sample with x = 0.48
which lies beyond the C2 region and does not transition to
an average orthorhombic structure at any temperature. The
refined values of the orthorhombicity agree quantitatively
with the average crystallographic structure determined from
traditional Rietveld analysis in Ref. [33], indicating that the
PDF data on a length scale of 30.5–50.5 Å show no detectable
difference from the average structure.
The refinements conducted over shorter fitting ranges
yield strikingly different results. Figure 2(b) displays the orthorhombicity averaged over the three shortest fitting ranges.
Compared to the long-range structure, the orthorhombicity of
each sample is enhanced at low temperature and persists to
much higher temperatures far in excess of the transition temperature. Particularly notable is the x = 0.48 sample, which
shows significant orthorhombicity up to ∼150 K, even though
the average crystallographic structure remains tetragonal at
all temperatures. These results demonstrate that the instanta-
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neous local structure of Sr 1−x Nax Fe2 As2 remains orthorhombically distorted well into the high-temperature paramagnetic
tetragonal phase, even for superconducting samples wholly
outside the doping region undergoing a long-range C2 transition.
As discussed in Ref. [30], we expect these short-range
orthorhombic distortions to be fluctuating dynamically on a
timescale between 10−13 and 10−7 s; hence, we refer to them
as nematic fluctuations. The upper bound of this time window
is based on the absence of any observed symmetry breaking
outside the C2 phase in nuclear magnetic resonance measurements of Sr 1−x Nax Fe2 As2 [32], while the lower bound comes
from the estimated effective energy window of 10 meV for
the neutron PDF measurements. For the samples with x = 0,
0.12, and 0.27 measured with x rays, the timescale is truly
instantaneous. The dynamic and short-ranged nature of these
nematic fluctuations renders them undetectable by techniques
lacking sensitivity to nanometer-scale structure on a timescale
of 10−13 –10−7 s.
To determine how the local structure evolves into the
average structure, we present in Fig. 3 false color plots of
δ from our comprehensive T - and r-dependent refinements.
Temperature is displayed on the vertical axes, the midpoint
of each fitting range on the horizontal axes. The brightness
of the plots scales with the orthorhombicity, as indicated by
the color bar. All five plots use a shared color bar to provide
a better indication of the overall evolution of the magnitude
of the orthorhombic distortion. The horizontal white lines
demarcate the tetragonal and orthorhombic phases observed
in the average structure.
Focusing initially on the plot for x = 0, we observe a
bright block of intensity for all values of rmid below the
white line marking Ts = 205 K, consistent with a long-range
orthorhombic distortion of the crystal structure. Above Ts ,
however, nonzero orthorhombicity exists only on the low-r
side of the plot, gradually decreasing to zero beyond rmid ≈
30 Å (the dashed white curves are guides to the eye). This
is a clear demonstration of the short-range nature of the
local orthorhombic distortion at high temperature, indicating
a length scale of approximately 3 nm. Figure 3(b) shows
qualitatively similar behavior for the x = 0.29 sample, albeit
with overall lower values of δ and a somewhat shorter length
scale for the local distortion at high T .
The results for x = 0.34, shown in Fig. 3(c), are notable
due to the reentrant C4 phase that sets in below 70 K. As
a result, the average structure is orthorhombic only between
∼100 and 70 K, seen as the narrow strip of intensity between
the two horizontal white lines. On the high-r side of the plot,
no intensity exists outside this temperature region, in accordance with expectations for the tetragonal average structure.
Contrastingly, the low-r region of the plot shows significant
intensity at all temperatures. This demonstrates that the local
structure remains orthorhombically distorted in the entirety
of the magnetic C4 phase and well into the paramagnetic C4
phase at higher temperature, fully consistent with the results
reported previously [30].
Finally, we consider the color maps for x = 0.45 and
0.48, shown in Figs. 3(d) and 3(e), respectively. Both show
significant local orthorhombicity on a ∼15-Å length scale in
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FIG. 3. False color plots of the refined orthorhombicity determined from neutron PDF analysis of samples of Sr 1−x Nax Fe2 As2 with x = 0
(a), 0.29 (b), 0.34 (c), 0.45 (d), and 0.48 (e). The horizontal axis represents the midpoint of the fitting window (see main text), the vertical axis
temperature. White horizontal lines indicate structural phase transitions that occur in the average structure for each compound. The dashed
white curves are guides to the eye that loosely define regions of nonzero local orthorhombicity inside the paramagnetic tetragonal phase, a
manifestation of nematic fluctuations. Linear interpolation has been used between neighboring T and rmid points.

the nominally tetragonal phase, reaching up to ∼250 K for
x = 0.45 and 150 K for x = 0.48. The orthorhombic length
scale in both compounds increases slightly as the temperature is lowered. For x = 0.45, the orthorhombicity below
∼75 K remains nonzero but small for long r. No significant
orthorhombicity exists at long r for x = 0.48, as expected
since it is known to remain in the tetragonal phase at all
temperatures.
The x-ray PDF data collected for the samples with x = 0,
0.12, and 0.27 were analyzed similarly. The results for x = 0
are in good agreement with the neutron data collected on the
same sample, and the results for x = 0.12 and 0.27 interpolate
well between x = 0 and the higher dopings. We found that
the refined values of the orthorhombicity are systematically
slightly lower for the x-ray data than for the neutron data,
which may be due to differences in the real-space resolution
between the two types of experiment. However, the r- and
T -dependent trends in the x-ray data are robust and fully
consistent with those in the neutron data.
Our PDF analysis establishes the presence of significant
nematic fluctuations in the high-temperature tetragonal phase
of Sr 1−x Nax Fe2 As2 up to doping levels of at least x = 0.48,
close to the region of optimal superconductivity. We can
extract overall trends in these nematic fluctuations across the
phase diagram by considering the doping dependence of the
PDF results. In Fig. 4(a), we show the magnitude of the local
orthorhombicity in the paramagnetic tetragonal phase for each
composition measured. The values of δ shown were extracted
from the short-range fits to the PDF patterns collected at
temperatures of approximately 1.2Ts (for x = 0.48, we chose

the cryostat base temperature of 2 K). Blue circles originate
from neutron data, orange squares from x-ray data. Ignoring
the previously mentioned offset of the x-ray results slightly
below the neutron results, the orthorhombicity clearly tends
to decrease with increasing doping level x, consistent with
the reduction of the orthorhombic distortion in the average
structure as x increases. In Fig. 4(b), we display the typical
orthorhombic length scale at 1.2Ts for each composition, determined as the midpoint of the shortest fitting range for which
the orthorhombicity refines to zero within the parameter
uncertainty. A similar decreasing trend is observed. Finally,
Fig. 4(c) illustrates the approximate onset temperature of
the short-range orthorhombic distortion (i.e., the temperature
at which it becomes observable in the PDF analysis) as a
function of x. The onset temperature is remarkably high for
all compositions measured, typically greater than twice the
long-range C2 transition temperature. For x = 0.45 and 0.48,
the onset temperature was determined from the data directly,
since measurements were conducted at sufficiently high temperatures for δ to refine to zero. However, the other samples
remained locally orthorhombic at the highest measured temperatures, so we estimated the onset temperature by linearly
extrapolating the refined values of δ to zero. Although this
analysis is not particularly precise [as reflected by the large
error bars in Fig. 4(c)], it suffices for an approximate measure
of the relevant temperature scale for the local orthorhombic
structure.
In summary, the PDF analysis reported here reveals
the presence of high-temperature nematic fluctuations in
Sr 1−x Nax Fe2 As2 and clarifies their essential characteristics.
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FIG. 4. Composition-dependent trends in the (a) magnitude, (b)
length scale, and (c) onset temperature at which the local orthorhombic distortion in the paramagnetic tetragonal phase becomes observable in the PDF analysis. A monotonic decrease in all three
quantities is observed with increasing doping x. Blue circles come
from analysis of the neutron PDF data, and orange squares from the
x-ray data. The results in (a) and (b) were obtained from data sets
measured at approximately 1.2Ts . The red triangles in (c) mark the
long-range transition temperature from the paramagnetic tetragonal
to the antiferromagnetic orthorhombic phase.

These fluctuations exist on a length scale of 1–3 nm, persist up to remarkably high temperatures in excess of 2Ts ,
and extend to doping levels well into the superconducting dome and entirely outside the parameter space with a
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