
RICE UNIVERSITY 

Resistive Switching and Memory Effects in Silicon Oxide 
Based N anostructures 

by 

Jun Yao 

A THESIS SUBMITED 
IN PARTIAL FULFILLMENT OF THE 
REQUIREMENTS FOR THE DEGREE 

Doctor of Philosophy 

Approved, Thesis Committee: 

-=-----=-12 ~ 
Chao Professor, Chemistry Department 

~~@ 

Houston, Texas 

August, 2011 



ABSTRACT 

Resistive Switching and Memory Effects in 

Silicon Oxide Based Nanostructures 

by 

Jun Yao 

Silicon oxide (SiOx, 1 < x ~ 2) has long been used and considered as a passive and 

insulating component in the construction of electronic devices. In contrast, here the active 

role of SiOx in constructing a type of resistive switching memory is studied. From 

electrode-independent electrical behaviors to the visualization of the conducting filament 

inside the SiOx matrix, the intrinsic switching picture in SiOx is gradually revealed. 

The thesis starts with the introduction of some similar phenomenological switching 

behaviors in different electronic structures (Chapter 1), and then generalizes the 

electrode-material-independent electrical behaviors on SiOx substrates, providing indirect 

evidence to the intrinsic SiOx switching (Chapter 2). From planar nanogap systems to 

vertical sandwiched structures, Chapter 3 further discusses the switching behaviors and 

properties in SiOx. By localization of the switching site, the conducting filament in SiOx 

is visualized under transmission electron microscope using both static and in situ imaging 

methods (Chapter 4). With the intrinsic conduction and switching in SiOx largely 

revealed, Chapter 5 discusses its impact and implications to the molecular electronics and 

nanoelectronics where SiOx is constantly used. As comparison, another type of memory 

effect in semiconductors (carbon nanotubes) based on charge trapping at the 

semiconductor/SiOx interface is discussed (Chapter 6). 
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1. Introductions and Background 

1.1 What is Resistive Switching Memory and Why Pursue it? 

The ever-increasing demand for portable electronic devices has made flash 

memory the fastest growing type of memori (see Fig. 1 ). Some even predicted that 

flash memory would replace hard disks in some ultra-light notebook or tablet 

computers.2 Nevertheless, a miniaturization limit is projected as the industry moves 

toward memory cells with 22-nm lateral width in 2016.3
.4 The main reason is that, for 

a charge-storage based memory, it becomes increasingly difficult to reliably control or 

retain electrons in the shrinking dimensions.3 Although new technology such as the 

multilevel cell (MLC)2 eases the problem to a point, common challenges such as 

short-channel effects or gate tunneling remain. 1 
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Figure 1. Memory Market Trend (Revenue Based) (Source: Dataquest, Semico, 

iSuppli , Samsung). URL: www. itrs.net/Links/2007ITRS/ExecSum2007.pdf. 



Regarding the limit in conventional device scaling (e.g., simply making the 

transistor smaller), various concepts and studies in fields such as molecular 

I . S-8 d . . 9- 1 I h b d . I I .c: tl h e ectromcs an spmtromcs ave een pursue as potentia rep acements .or as . 

One of the promising candidates is resistive switching memory 12
.1

3 based on 

resistance-change materials (RCMs),3 in which the RCM is usually sandwiched 

between two electrodes, serving as the basic memory unit (see Fig. 2a for illustration). 

During the programming process, electrical stress (voltage/current) is applied on the 

RCM between the two electrodes. The conductance of the RCM can be altered 

according to the amount of electrical stress applied. The change of the conductance is 

usually larger than 1 OOOo/o, with the RCM retaining its conductance even when it is 

unbiased. Therefore, a memory unit in a two-terminal configuration, instead of using 

three-terminals as used in transistors in conventional flash memory, can be 

constructed. For example, the low-conductance (OFF) and high-conductance (ON) 

states can be read as binary states of "0" and "1" for data storage. For addressable 

memory arrays, a crossbar structure (in conjunction with diodes) is usually adopted 

(Fig. 2b). 

(b) Bit lines 

Word lines 

Figure 2. (a) Illustration of RCM material sandwiched between two electrodes as the 
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basic memory unit, in which electrical stress (voltage or current) is applied between 

two electrodes. (b) A schematic of memory array based on crossbar structure (a diode 

is needed for each memory unit at one of the RCM/electrode interfaces, but is not 

shown in this illustration). Graphics are reproductions from Ref. [ 12]. 

Compared to flash memory, resistive switching memory features the following 

advantages: (1) It is non charge-based. Both phase-change and programmable 

metallization memory (discuss later) appear to promise much extended scaling 

without losing the device functionality. For example, in programmable metallization 

memory, researchers demonstrated that a metallic bridge can be scaled controllably to 

0.5 nm. 14 (2) Simpler structure. The two-terminal configuration enables simpler 

memory architecture. In other words, it takes up less space and the fabrication cost to 

construct the same number of memory units is less, producing higher memory density 

and lower storage price. The two-terminal resistor-like structure in a way promises an 

easier multilevel-stacking scheme to construct 3-D memory. 13 (3) Fast switching time. 

The process of charge-and-discharge through a gate oxide in flash memory limits the 

switching time to > f.!S. The switching in RCMs can be several ns, 3.1 5 making it a 

much faster memory. 

Despite of the above promising features for nonvolatile memory, resistive 

switching memory has certain disadvantages: (1) Reliability concerns. For flash 

memory, a minimum memory endurance (memory cycles) of I 04 and data storage 
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time of- 10 years are common specification. Although memory cycles as high as 106 

have been demonstrated, 16 with an extrapolated data retention time over 10 years, 17- 19 

insufficient data is provided concerning device uniformity (device yield and 

variations). 12 (b) Power consumption concerns. The programming current in a 

float-gate memory unit in flash memory is < nA since the current is mainly by 

tunneling through the Si02 layer to charge/discharge the unit. For most resistive 

switching memory, this current is > f.lA. The high programming current counteracts 

the fast switching time as power consumption is proportional to the product of both. 

While optimization in architecture or software can ease the problem of comparatively 

slow programming in flash memory to achieve higher speed, no such rule could be 

applied when it comes to power consumption, from which heat dissipation will in turn 

prevent the fabrication of denser memory. 

These pros and cons of resistive switching memory have stimulated a great 

interest in the field of RCM since the 1960s and more advances are likely to be made, 

given the huge economic stake involved; the memory market in 2007 was $60 billon 

with flash memory representing one third of the total. On the other hand, the 

switching mechanisms in various RCMs are dependent upon more advanced 

understandings in physics, chemistry and materials science, which have yet to be 

sufficiently delineated. 
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1.2 Classification of Resistive Switching Memory 

1.2-1 Classification Based on Phenomenological Behavior 

Usually, resistive switching memory can be classified into two categories. From 

the phenomenological behavior or current-voltage (IV) evolutions, the switching in 

RCMs is either unipolar (nonpolar) or bipolar. 

In unipolar switching, the change in resistance depends on the amplitude of 

applied voltage but not on the polarity (e.g., whether it is positively or negatively 

biased). Because of the nonpolarity dependence, the switching is likely to be Joule 

heating related. 13 Most pristine RCMs are insulating or semiconducting; high voltage 

is needed to initialize the RCMs into switching states, which is referred to as the 

electroforming process.20 In the electroformed device, as shown by green and grey 

curves in Fig. 3a, the ON state can be changed into an OFF state by sweeping to a 

certain voltage (threshold "reset" voltage). As shown by the red curves in Fig. 3b, the 

change from an OFF state to an ON state involves another threshold voltage ("set" 

voltage). Since the reset process (from ON to OFF) is likely to be Joule-heat-related 

breaking of the conducting paths, a current compliance (CC) is usually needed for the 

set process (indicated by the red dashed curves in Fig. 3a). These two processes are 

symmetric in both positive and negative voltage bias regions as shown in Fig. 3a. By 

applying voltages (pulses) of different amplitudes, for example, at the set/reset 

threshold voltage, the conduction (memory) state of the material can be 

"written"/"erased'' to correspond to the ON/OFF state. This type of switching is 
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observed in high ly insulating oxides, such as Ni0,21 Alx0 y, 22 Zn0,
23 

Zr0,
24 

and Si0,
20 

with the set voltage value not necessari ly larger than the reset one.
25 

Voltage 
(few volt range) 

'Q) 

!? 
...... ~ 

~~ 
u .s 

..;; 
a 

(b) 

cc .. 

Voltage 
(few volt range) 

Figure 3. (a) IV evo lutions in a un ipolar switching memory. The arrows indicate the 

voltage sweep direct ions. "'CC" means a current compliance. (b) IV evolut ions in a 

bipolar switching RCM. Graphics are reproductions from Ref. [13]. 

In the other type of bipolar switching, the change of resi stance is polarity 

dependent. Usually a threshold voltage value in a given polarity sets the material from 

an OFF state into an ON state (left side in Fig. 3b ), whereas a threshold voltage value 

(not necessarily havi ng the same amplitudes) in the opposite po larity resets the ON 

state into the OFF state (see right side in Fig. 3b). This type of switching behavior is 

usually observed in semiconducting oxides, such as complex perovskite oxides. 12
·
26

-
28 

Some materials, such as Ti0/ 9 and Cu-doped Si0/ 0 can show both unipolar and 

bipolar switching behaviors. 
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1.2-2 Classification Based on Mechanism. 

Based on the switching mechanism, resistive switching memory can be 

categorized3 as (i) phase-change memory, (ii) programmable-metallization 

(metal-filament based) memory or (iii) metal-oxide (oxygen-vacancy based) 

memory. 13 

Phase-change memory relies on a resistance change between the ordered 

crystalline state and a disordered amorphous form 3•31 (left images in Fig. 4). The 

transition between these two states is triggered by electrical heating through an 

applied voltage bias. Depending on the amplitude and duration ofthe electrical signal 

applied, the material can solidify into a crystalline low-resistance state or into an 

amorphous high-resistance state. For example, in Ge2Sb2Te5, a pulse heating(~ 10 ns) 

above the melting temperature(~ 600 "C) with subsequent rapid cooling (~109 K s-1) 

produces amorphous material, while longer heating (e.g., 100 ns) below the melting 

temperature leads to recrystallization.32 A majority of phase-change materials are 

derived from the chalcogenides such as Ge2Sb2 Te5, GeTe33 and SbTe. 34 

Programmable metallization memory is based on mobile metal ions embedded in 

a solid electrolyte glass matrix3 (middle images in Fig. 4). Usually a metal ion 

reduction-oxidization (redox) electrochemical process is believed to be responsible 

for the switching, in which the creation or annihilation of a nanoscale metallic 

conducting path (metal filament) results in the ON or OFF state. Since the 
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electrochemical redox process is polarity dependent, this type of memory usually has 

a bipolar switching behavior. Included in this category are metal doped systems 13 such 

35 36 '"'0 as Ag2S. CuS and Cu-doped Si02.-' 

tlJ 
> 
'€ ••••••••• 
~ ..... 

"C 
t:: 

8 
....--1 

Figure 4. Resistance-change memory concepts: (Left) Crystalline and amorphous 

states in p11ase-change marerials. Middle) Creation and ann ihi lation of a metal 

filament path in programmable metallization memory. (Right) Creation and disruption 

of a path of missi ng oxygen atoms in a transition-metal oxide. Figures are 

reproductio; s fro,·, Ref. [3 ]. 

Oxygen vacancies are considered to be the cause in resistive switching observed 

in various transit ion metal oxides, ranging from perovskites such as SrTi03 to binary 

oxides such as NiO. Although not yet fully understood, the movement of oxygen 

vacancies, particularly at the vicini ty of the electrode/material interface, 12 modulates 

the valence of the transit ion-metal ions (e.g., between Ti3+ and Ti4
+ in TiOx) and thus 
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the conducting state3 (right images in Figure 4 ). Studies 13,37 showed that this type of 

switching is similar to programmable metallization memory in that the switching is 

largely through filamentary conduction. 

1.3 Resistive Switching in Low-Dimension Nanomaterials 

Strictly spe2king, mo::lcrn electronics are mostly based on structures at or 

approaching the nanoscale. As mentioned above, one of the advantages of resistive 

switching memory is indeed the possibility of extended scaling to sub 100 nm. At this 

scale, any of the memory structures fabricated by standard lithographic technology 

would be considered as nanomaterials.38 However, to a point, nature has the 

preference of assembling small structures from the bottom-up, a process that 

top-down methods may not be able to reproduce. Among them, materials such as 

fullerenes39 and carbon nanotubes (CNTs)40 are examples that are considered as new 

forms of carbon. Due to their self-constricted and highly-ordered crystalline structures, 

these materials are referred as 0-D or 1-D systems.41 In a similar way, various 

nanowires42 grown from the bottom-up, though often not as ordered as fullerenes or 

CNTs in regard to their crystalline structure, particularly at the surface, are also 

considered as quasi-1 D structures due to the high aspect ration between their length 

and diameter.43 The discovery of graphene (single or a few layers of graphite 

sheets),44 on the other hand, leads to strictly defined 2-D materials. 

Those quasi 1-D or 2-D nanomaterials, with small but highly-ordered structures, 

have been found to have new/enhanced functions45 and serve as proof-of-concepts for 
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future device miniaturization. For example, semiconducting single-walled carbon 

nanotubes (SWCNTs), with diameters ~ 2 nm, have been found to have transistor 

properties exceeding those of current Si transistor in some aspects.46 Similarly, 

two-terminal memory effects in those nanomaterials have also been found and studied 

in the hope of identifying future applications.47-49 On the other hand, the constriction 

in at least one dimension in those materials is likely to facilitate an easier observation 

of the memory switching events, thus helping to elucidate the mechanism. The 

following are three recent examples of resistive switching in quasi 1-D or 2-D 

materials. 

Shown in Fig. 5 is one example in which memory switching behavior was 

discovered in graphene layers.47 Initially, the graphene was patterned between two 

electrodes on a Si02 substrate (Fig. 5a left image). Then by voltage sweeping to a 

high value, electrical breakdown in the graphene layer was induced and a gap feature 

was produced (right image in Fig. 5a, indicated by two red arrows). Using voltage 

pulses of different amplitudes of +4 V and +6 V, ON and OFF memory states were 

programmed, respectively (Fig. 5b). Open-and-break motions in carbon-carbon bonds 

at the gap region were proposed to be the mechanism (illustration in Fig. 5c ). A 

vacuum environment is reported to be critical for the observed switching behavior.47 
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(a) 

OFF 

Figure 5. (a) (Left) As-made graphene device and (right) a magnified image after 

electrical breakdown in the graphene sheet, showing gap feature (indicated by red 

arrows). (b) Memory programming (cycles) using +4 V and +6 V pulses as writing 

and erasing voltages, respectively. (c) A schematic of ON/OFF state produced by 

forming/breaking a carbon-carbon bond. Graphics are reproductions from Ref. [47]. 

Shown in Fig. 6 is another example showing memory effect in GeTe nanowires 

(see inset in Fig. 6a) encapsulated by Si02 (20 nm thickness).48 Changes in a void 

structure were observed during different conduction states (see Fig. 6a and b) and 

were proposed to be responsible for the memory switching in the GeTe phase-change 

material. The programming process is similar to that in the graphene device described 

above, by using voltage pulses of +5 V and + 10 V, the nan ow ire device could be 

programmed into an ON or OFF state, respectively. The achieved ON/OFF ratio 

II 



(~ 1 07
) , however, is higher when compared to the values observed in phase-change 

materials, 5° and the programming process (e.g. , amplitudes of programming voltages) 

is also different. 51 

(a) 0.3 

~ 0.2 

E 
~ 

0.1 J u 

0..0 
0.0 0.5 1.0 1.5 

Voltag.e (V) 

Figure 6. (a) An IV evolution in a GeTe nanowire encapsulated by Si02 outer shell, 

with the inset showing the actual device patterned between two electrodes. (b) A 

serials of void evolutions with each number corresponding to that indicated in the IV 

curves in (a). Graphics are reproductions from Ref. [ 48]. 

Tour 's group at Rice University also found resistive switching in nanocable 

structure,49 in which the nanocable is a Si02 nanowire coated with graphitic layer by 

chemical vapor deposition (CVD). By sweeping to a high voltage, electrical 

breakdown in the outer graphitic shell is induced to produce a gap region (Fig. 7a). 

Memory switching then follows. Again, the switching behavior is similar to that in the 

previous two systems: by using a set of voltage pulses of +4 V and +8 V, the 

nanocable can be programmed into ON or OFF state, respectively (Fig. 7b). 

Electromechanical open-and-break motions of the graphitic layer at the gap region 

were proposed to be the underlying cause (Fig. 7c for illustration). 

12 



(a) (b) 
8 . • 

4 • • 

50 1 00 150 200 250 300 350 
Tlme(s) 

As- fabricated After opening After writing After erasing 

Figure 7. (a) A nanocale that has been subjected to electrical-breakdown, showing the 

gap feature in the outer graphitic shell. (b) Memory cycles (programming) using +4 V 

and +8 V as writing and erasing voltages, respectively. (c) A proposed mechanism 

showi ng open-and-break motions of the graphitic sheets at the gap region. Graphics 

are reproductions from Ref. [49]. 

1.4 Implications 

Albeit very different in material compositions and structures, the above resistive 

switching systems share the similarities in: (1) Gap/void features: a gap (e.g. , in 

graphene and nanocable switching systems) or void region (e.g., in GeTe nanowire) 

was observed in the conducting layer. (2) Si02 as insulating layer: Si02 was used as 

substrate (e.g. in graphene), supporting core (e.g., in nanocable), and encapsulating 

shell (e.g., in GeTe nanowire). (3) Switching behaviors: in all the above devices, a 

medium voltage, between 3-5 V, was used for a writing operation to set the state from 

13 



OFF to ON, while a higher voltage of 6-10 V was used for an erasing operation to set 

the state from ON to OFF. For the insulating property of Si02, it is easily to attribute 

all the conduction to the conducting material itself. Consequently, the direct 

observation of gap/void regions in these systems leads to the conclusion that the 

break-and-rebridge motions of the two broken ends of the conducting material are the 

cause for the switching. 

However, a local high electrical field is built up during programming at the 

gap/void region, which was largely neglected. Take the nanocable for example. The 

width of the gap is~ I 0 nm (see Fig. 7a). During an erasing operation using a+ 8 V to 

set the device from ON to OFF, the voltage largely drops at the gap region once an 

OFF state is obtained. A rough estimate of the local electrical field is 8 V /10 nm or 8 

MY/em, which is close to the breakdown value of most Si02•51 Additionally, there 

may be some region having the width smaller than 10 nm. Will anything then happen 

to the Si02 layer in the gap region and contribute to the switching? From this starting 

point, the intrinsic resistive switching and memory effects in silicon oxide (SiOx. x = 

1 ~2) will be gradually revealed in the following chapters. 
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Chapter 2 

Resistive Switching in Planar Nanogap Systems on SiOx (x- 2) Substrates 

-An Electrode-Independent Switching Scenario 
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2.1 Motivation and Outline 

For the reasons discussed in Section 1.4, it is important to carry out the study of 

local field effects on resistive switching in similar nanosystems, in particular, to 

clarify whether it is safe to attribute the switching only to the electrode materials 

without invoking the participation of the SiOx (x~2) substrates. In this regard, various 

nanogap systems with different materials were made on SiOx substrates to study the 

electrical property. 

In this chapter, voltage-controlled resistive switching is demonstrated in various 

gap systems on SiOx substrates. The nanosized gaps are made by several means using 

different materials including metals, semiconductors and amorphous carbon. The 

switching site is further reduced in size by using multi-walled carbon nanotubes and 

single-walled carbon nanotubes. The switching in all the gap systems shares the same 

characteristics. This independence of switching on the material compositions of the 

electrodes, accompanied by observable damage to the SiOx substrate at the gap region, 

bespeaks the intrinsic switching from post-breakdown SiOx. It calls for caution when 

studying resistive switching in nanosystems on oxide substrates, since oxide 

breakdown extrinsic to the nanosystem can mimic resistive switching. Meanwhile, the 

high ON/OFF ratio (~I 0\ fast switching time (2 J..LS, tested limit), and durable cycles 

show promising memory properties. The observed intermediate states indicate the 

filamentary nature of the switching. 
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2.2 Resistive Switching in Various Nanogaps52 

2.2-1 Lithography-Defined Metal-Metal Nanogap 

Shown in Fig. Sa is a metal-metal nanogap system by a pair of tungsten (W) 

electrodes separated by ~50 nm on a thermal-oxidized Si surface (the SiOx thickness 

is 200 nm, and the same thickness is used for all the following devices, unless 

otherwise specified), defined by a standard electron beam lithography (EBL) and 

lift-off process. Note that for EBL, positive resist polymethyl methacrylate (PMMA) 

was used. It was comparatively difficult to achieve line width below l 00 nm (> 2 J.lm 

long). Short-time ultra-sonication was usually adopted to assist the lift-off process, so 

a titanium (Ti) adhesion layer (e.g., 5 nm) between the W electrodes and the SiOx 

substrate was necessary. For the nanogap systems discussed in this chapter, the 

electrical characterizations were performed using an Agilent 4155C semiconductor 

parameter analyzer and a data acquisition system (NI USB-6251 BNC) in a vacuum 

environment ( ~ l o-5 Torr). 

Bias voltage was applied between the two electrodes by sweeping from 0 V to 30 

V and then back to 0 V (Fig. 8b ). The device shows no conduction during the initial 

forward sweep from 0 V to 25 V (e.g., the current is at the noise level,~ 10-12 A, of the 

instrument). Substantial conduction begins at ~25 V with a sudden current increase at 

~30 V, indicating a SiOx breakdown. An irreversible resistance change takes place in 

the post-breakdown device, indicated by the increased current level during the 
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subsequent backward sweep from 30 V to ~6 V. The sudden current (or conductance) 

rise at ~6 V (indicated by the red arrow in Fig. 8b) in this backward sweep indicates 

the initiation of hysteretic current-voltage curves (!Vs) essential for memory switching. 

Fig. 8c shows the two characteristic /Vs of the post-breakdown device: in a forward 

sweep (0 V --+ 1 0 V, blue curve), beginning with an OFF state, the device jumps to an 

ON state at ~3.5 V and goes back to OFF at ~5 V. In the backward sweep (10 V--+ 0 

V, red curve), it jumps from an OFF state to an ON state at ~5 V and keeps the ON 

state below 5 V. (Note: A fast voltage drop edge20 is expected at the end of each 

forward sweep, which sets the device state. So the beginning conduction state for a 

forward sweep is determined by the previous forward sweep. Here the characteristic 

forward IV was obtained after at least another forward sweep prior to it in the same 

voltage range. So it begins with an OFF state. All the following characteristic forward 

!Vs were obtained in this way, unless otherwise specified.) Consequently, a current 

hysteresis is produced in the bias range below 3.5 V (region "I" in Fig. 8c). The 

underlying information about the two !Vs is that a fast voltage drop edge above 3.5 V 

(region "II" in Fig. 8c) can set the conductance of the device into a value 

corresponding to the set voltage.2° For example, a +4 V pulse "writes" the device into 

an ON state, while a + 10 V pulse "erases" the device to an OFF state. The set states 

can be read out in the lower bias region I without being destroyed, demonstrating the 

non-destructive memory property. Fig. 8d shows the corresponding memory cycles in 

the device, with an ON/OFF ratio close to 105• 
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Figure 8. (a) Schematic of the W-W gap and the SEM image. (b) IV of the initial 

sweep from 0 V ~ 30 V ~ 0 V in the as-made 50nm-gap device. (c) !Vs of a forward 

(0 V ~ 10 V, blue curve) and subsequent backward (1 0 V ~ 0 V, red curve) in the 

electroformed device. The black dashed vertical line separates region "I" (reading) 

and region "II" (writing/erasing). The inset shows the !Vs in region "I" using an IV112 

plot. (d) Memory cycles of the device: after every five readings at + 1 V, the device 

was set by an erasing pulse + 10 V or a writing pulse +4 V. The top panel shows the 

corresponding pulses. (e) !Vs in three as-made devices with W-W spacing of 30 nm 

(green curve), 50 nm (dark green curve), and 70 nm (black curve). The pictures beside 

each curve show the corresponding SEM images of the devices, with the red scale 
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bars 100 nm in length. 

The SiOx breakdown induced conduction is supported by the linear dependence 

of breakdown threshold voltage on the electrode-electrode spacing. Gap spacing of 

~30, ~50, and ~ 70 nm result in breakdown threshold values of~ 18 V, ~29 V, and ~39 

V, respectively (Fig. 8e). The corresponding averaged electric field is ~6 MV/cm, 

which falls into the typical breakdown values of SiOx. 51 The surface region is also 

expected to induce breakdown more easily than bulk given the higher likely density of 

defects. The sudden current increase during the first sweep is accompanied by 

observable SiOx substrate damage in the gap region. Subsequent forward or backward 

sweeps usually undergo gradual current increases and fluctuations having the 

characteristics increasingly like those of the forward or backward JVs depicted in Fig. 

8c. This electroforming process resembles that observed in vertical M/SiO/M ("M" 

denotes conducting electrodes) switching systems,20 in which the amorphous form of 

SiO is the conducting and switching medium. The non-ohmic IVs, both for ON and 

OFF states, are dominated by Poole-Frenkel conduction having the characteristic of 

log(!) oc V 112 (inset m Fig. 8c). Using the Poole-Frenkel expression53 

fJ ' .Eii2 

I = 10 exp( 1 ~T ) for fitting ( k is the Boltzmann constant, T the temperature, and 

E the electric field; here T is at room temperature 300 K and the gap width d = 50 nm 

(E=V/d)), we obtain a Poole-Frenkel field-lowering coefficient 

( fJI'F = 3.4 x 10-5 e Vm 112V- 112 ) from the OFF state is very close to the theoretical one 
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of fJN = 3.8 x 10-5 eVm112V- 112 and other experimental values in Si0x.53 

2.2-2 Amorphous-Carbon Nanogap System 

Contests could arise in the above representation of a pair of bare metal electrodes 

on SiOx, as metal filament (conduction through metal migration from the two 

electrodes at high electric filed) can be implicated. One way to address this valid 

concern is to use nonmetal electrodes. 

The electric field assisted breakdown in conducting materials47.49•54·55 offers 

another means for nanogap generation in nonmetal films. A lift-off process was used 

to define an amorphous carbon (a-C) stripe ( ~ 40 nm thick, by sputtering from a 

carbon graphite target) on a SiOx substrate. Two platinum (Pt) electrodes, with a 

comparatively large spacing (~0.8 Jlm), were then defined (see top inset in Fig. 9a). A 

5-min annealing at 600 °C in Ar/H2 environment (Ar and H2 flow rates are 450 seem 

and 150 seem, respectively) was performed to improve the conductivities of both a-C 

layer and contacts. This annealing process, however, was not necessary if the 

sputtered a-C layer had comparatively good conductance (e.g., p ~ several Knlo). 

Electrical annealing (e.g., by several voltage sweeps up to 4 V) can be adopted in the 

vacuum environment to improve the electrical conductance, largely at the a-C/Pt 

contacts. Bias voltage was applied between the two electrodes. The sudden current 

drop at ~5.8 V (Fig. 9a) indicates a breakdown in the a-C stripe. A scanning electron 

microscope (SEM) image reveals a cracked region perpendicular to the current 
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direction in the a-C stripe (Fig. 9b). Note that the electrical breakdown voltage value 

is dependent on the Pt-Pt electrode spacing and the a-C material. Usually it is 

suggested that the Pt-Pt spacing is within several micrometers region in order to have 

successful electrical breakdown in the a-C layer within the equipment range (e.g. < 40 

V). The reduced conduction immediately after the a-C breakdown (see the subsequent 

backward sweep in bottom inset in Fig. 9a) has similar Poole-Frenkel feature to that 

seen in Fig. 8c, indicating the disruption of the a-C layer and simultaneous breakdown 

in Si02 in the gap region. The conductance jump at ~6 V (bottom inset in Fig. 9a) 

during this backward sweep, initiates the similar electroforming process as discussed 

above in the W-W gap (Fig. 8b ). The characteristic forward IV (Fig. 9c) and switching 

(Fig. 9d) show similar features to those in the W-W gap (Figure 8c, d) such as current 

levels, writing/erasing voltages, ON/OFF ratio, and switching times. While the 

threshold breakdown voltage in a-C tends to be proportional to the electrode-electrode 

spacing, the writing/erasing voltages for switching tend to be independent of it, 

consistent with the local switching nature within the gap region; since the collective 

resistance of the contacts and a-C layer is considerably smaller than that of the gap 

region, the bias voltage largely drops across the gap. 
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Figure 9. (a) !Vofthe initial forward sweep in the as-made a -C device. The top inset 

shows the SEM image of a patterned device. The bottom inset shows the IV of the 

subsequent backward sweep right after a-C breakdown. (b) SEM image of the a-C 

stripe between the two Pt electrodes after the a-C breakdown. The red arrows indicate 

the breakdown-induced gap region. (c) The characteristic forward IV in the 

electroformed device. (d) Memory cycles using +1 V (5 reads), +4 V (write), and +10 

V (erase) pulses. 

Compared to the EB L-defined W-W gaps, the a-C breakdown-induced gap 

reduces the initial breakdown and electroforming voltage of Si02 in the gap region 

since the narrowest part is expected to be smaller than 30 nm. Also, the production of 

these devices requires a less demanding fabrication process as no sub-1 00 nm line 

features are required . The switching behaviors are quite similar to those observed in 
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nanocable structures,49 in which the outer graphitic shell was grown by CVD method 

and much more ordered in sp2 forms. It was because of these ordered sheet structures 

that electromechanical motion between individual sheets at the gap region was 

proposed to be the switching cause.49 A simple argument should follow that the 

configuration of microstructures of individual carbon sheet should affect the 

switching to a point. However, despite the difference in microstructure between CVD 

carbon and amorphous carbon, which has more sp3 components and is more 

disordered, the switching behaviors are quite similar between the two systems. 

The carbon form offers a better way to investigate the details of the gap region 

by removing the a-C layer without destruction to the SiOx substrate. a-C was removed 

by oxidation (750 oc annealing in air) in the same switching device. SEM images 

show substantial damage to the SiOx part corresponding to the gap region (compare 

Fig. I 0 a and b). Further control tests were performed in devices with same a-C 

thicknesses and electrode spacing to investigate how the damage to SiOx forms. In 

one group, we performed multiple sweeps up to a voltage slightly below the a-C 

breakdown threshold value (thus no gap generation, see Fig. lla), while in the other 

we produced breakdown in the a-C layer by one single sweep to a voltage above the 

a-C breakdown threshold value (see Fig. II b). After the a-C removal, observable 

damage to the SiOx substrate at the gap region in the second group was found, but no 

damage to the SiOx substrate was found in the first group. The results reveal that: 1) 

the gap generation in the a-C layer simultaneously induces SiOx breakdown within 
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the gap region, which is consistent with the reduced conduction (through 

post-breakdown SiOx) having the Poole-Frenkel feature right after the a -C breakdown 

discussed above; 2) the damage to SiOx is mainly through local electric-field induced 

breakdown, as opposed to local heating, since a great reduction in current local 

heating is expected after the disruption of a-C layer in the gap region due to the 

sudden current drop. We also found that extended electroforming process and 

switching cycles tend to have more pronounced damage to SiOx substrate in the gap 

region. These results indicate the role of SiOx in switching in the gap region. 

(b) 

Pt Pt 

Figure 10. (a) SEM image of a switching a-carbon stripe, showing gap feature 

(circled by red dashed curve). (b) After carbon removal, damage to the SiOx substrate 

at the gap region was found (circled by the red dashed curve). 
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Figure 11. (a) Multiple IV sweeps (up to 13.5 V, which is slightly lower than the 

threshold breakdown value of 14 V) in a carbon stripe without initializing breakdown 

in the carbon layer. (b) A single sweep to 15 V induces the breakdown in the carbon 

layer. 

2.2-3 Titanium Nitride Nanogap 

The post-breakdown SiOx switching nature is further emphasized by using a 

different material as the gap generation medium. Electrical breakdown in a titanium 

nitride (TiN) stripe on a SiOx substrate leads to sim ilar gap structure and switching 

(see Fig. 12). Compared to that in a -C stripe, the gap in a TiN stripe is usually located 

at the TiN-electrode interface instead of between the electrodes. The possible reason 

is that the Schottky barrier at the TiN-electrode interface (since TiN is semiconducting) 

enhances the local field and facilitates the TiN breakdown at that location, as opposed 

to an efficient C-Pt electrical contact in the a-C stripe, where breakdown in a -C ts 

likely to happen at the least heat-dissipation region far away from both electrodes. 
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Figure 12. (a) SEM image of a switching TiN stripe on SiOx substrate. The red arrows 

indicate the gap region induced by an initial TiN breakdown. The inset shows the 

initial TiN breakdown IV. (b) The characteristic forward IV in the electroformed TiN 

dev ice. (c) Memory cycles using +1 V (5 reads), +4 V (write), and +7 V (erase) 

pulses. 

2.2-4 Nanogaps Formed by Metal Islands 

A gap due to electric field breakdown is less likely to form in metal stripes 

because the high current density usually melts the metal before a breakdown and the 

surface tension of liquid metal tends to form droplets, preventing a narrow and well 

aligned gap. However, a thin metal film tends to form discrete islands/ 6 and nanogaps 

may form naturally between individual islands. For this purpose, an aluminum (AI) 

thin film ( ~ 10 nm thick) was deposited by sputtering on SiOx between two Pt 

electrodes. The surface morphology of the deposited AI studied by atomic force 
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microscope (AFM) shows discontinuous granular features (Fig. 13a). A voltage sweep 

was applied between the two electrodes for the as-made device. Unlike that in a-C or 

TiN stripes, the initial forward sweep (0 V ~ 20 V) shows a much lower conductance 

and no sudden current drop (Fig. 13 b). This further indicates the discontinuity of the 

AI film. The subsequent backward sweep (20 V ~ 0 V), with a conductance jump, 

indicates the initiation of hysteretic behavior. The SEM image of the electroformed 

device shows a granular AI surface between the electrodes (Fig. 13c) with no such 

apparent gap (Fig. !3d) as that produced by breakdown in a-C or TiN stripes, which is 

consistent with the IV feature of the initial sweep discussed and in support of the idea 

of switching in as-formed island-island gaps. Although the actual switching site is 

unknown due to numerous indistinguishable gaps between islands, it is expected that 

the relatively high resistance of the AI film reduces both the current and effective 

voltage drop across the switching site. Therefore, the switching device has higher 

writing/erasing voltages (Fig. 13e) and lower ON current (Fig. 13f). Following this 

idea, using other conducting metallic nanoparticles (e.g. self-assembled nanoparticles 

from bottom-up), although not yet demonstrated, could also do the same job to induce 

resistive switching on SiOx substrate. 
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Figure 13. (a) AFM surface morphology of AI film between the two Pt electrodes. (b) 

IV of the init ial double sweep (0 V ~ 20 V ~ 0 V, indicated by the black arrows) in 

the as-made AI- island device. (c) SEM image of the AI film of the switching device, 

showing the granu lar structures. (d) SEM image of the Al-island after switching, 

showing no apparent gap structure. (e) The characteristic IV of a forward sweep in the 

electroformed Al-island device. (f) Memory cycles using+ 1 V (5 reads), +6 V (write), 

and + 14 V (erase) pu lses. 

2.2-5 Nanogaps by Multi-Walled Carbon Nanotubes 
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From the device perspective, one interesting question is, how small can the 

device become? Furthermore, a small and constricted switching size may offer a 

clearer vie~ of the switching location, while it is relatively difficult to distinguish the 

actual switching site in a wide a-C stripe, e.g., whether the switching happens 

uniformly along the entire gap region or locally. The electrical breakdown in 

MWCNTs5758 provides a potential means for further reduction in gap size. For this 

purpose, two Pt electrodes were patterned on the ends of a MWCNT59 (Mitsui & Co., 

Ltd.) with a diameter ~60 nm (Fig. 14a). Fig. 14b shows the SEM image of the 

pristine device. Electrical breakdown begins at a voltage ~5 V indicated by a sudden 

current drop (bottom inset in Fig. 14c ). The corresponding SEM image right after this 

breakdown shows a broken gap region (Fig. 14c and top inset). The subsequent 

sweeps electroform the device, showing the characteristic switching IV (bottom inset 

in Fig. 14d) similar to those observed in all the above devices. The SEM image of the 

electroformed device shows clear damage to the SiOx at the gap region, extending 

beyond the nanotube (Fig. 14d and top inset). Note that switching in electrical 

breakdown MWCNTs was reported previously.60 The ON and OFF states were 

achieved by close-and-break motion of the carbon nanotube shells from the two 

broken ends, and were stable up to only several cycles.60 The switching here is 

attributed to the post-breakdown SiOx at the gap region and is stable with extended 

cycling (Fig. 14e ). The non-mechanical switching of the nanotube itself is also 

supported by the high yield in our devices (e.g. 10 out of 10 MWCNT devices tested 

show similar switching) regardless of the actual details of the broken ends (more 
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examples can be found in Fig. 14f-i). This is in contrast to nanotube-based mechanical 

switching since we expect that both the broken gap size and the morphology of the 

broken ends would affect the behavior. It should be noted that these broken nanotube 

ends maintained contact with the SiOx substrate and the gap sizes were within 50 nm. 

Imaging did indicate extreme cases when the broken nanotube ends were curved 

upward and/or spaced far away from each other(> 100 nm). 
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Figure 14. (a) Schematic of two Pt electrodes patterned on a MWCNT atop a SiOx 

substrate. (b) SEM image of the as-made MWCNT device before electrical 

characterization. (c) SEM image of the same MWCNT immediately after breakdown. 

The bottom inset shows the breakdown IV and the top inset is a magnified view 

showing the gap structure at the breakdown region. (d) SEM image of the same 

M WCNT evice afte '" electroform ing. The bottom inset shows the correspond ing 

characteristic forward IV and the top inset is the magnified view of the gap region 

show·ng SiOx damage. (e) 103 cycles in a second MWCNT device, with the reading, 

writing, and erasing pulses of +0.5 V, +3.5 V, and +6 V, respectively. More SEM 

images of switching CNT-SiOx-CNT nanogap systems are shown in (f)-(i). 

2.2-6 Nanogaps by Single-Walled Carbon Nanotubes 
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Single-walled carbon nanotubes (SWCNTs) are candidates for ultra-small 

constrictions. Electrical breakdown in metallic SWCNTs was reported and used as a 

means for sorting semiconducting SWCNTs.61 Ti/Pt electrodes were patterned on a 

metallic SWCNT with a diameter ~2 nm. Electrical breakdown takes place at -8.5 V 

(Fig. 15a). Fig. 15b, c show the characteristic IV and switching after breakdown and 

electroforming. The AFM image of the electroformed device shows the broken region 

in the S WCNT (Fig. 15d). The corresponding SEM image in Fig. 15e shows a dark 

dot at the gap region, indicating hole-like damage to the SiOx substrate, which is also 

inferred from the AFM image. The comparatively small ON current (Fig. 15c) in the 

SWCNT device is mainly attributed to the contact resistance between the broken 

nanotube ends and the post-breakdown SiOx in the gap region, as a good electric 

contact to metallic SWCNTs with diameters below 2 nm usually requires specific 

metals.62 This contact resistance also reduces the effective voltage drop across the gap, 

resulting in higher writing/erasing voltages (Fig. 15b ). 
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Figure 15. (a) The initia)breakdown /Vofthe SWCNT device. (b) The characteristic 

forward IV in the electroformed device. (c) Memory cycles using +2 V (5 reads), +8 V 

(write), and +14 V (erase) pulses. (d) AFM image of the electroformed SWCNT 

device. (e) Corresponding SEM image ofthe same electroformed SWCNT device. (t) 

A cartoon illustration of the SWCNT-SiOx switching system. 

2.3 Mechanism Discussions 

In this SWCNT switching case, the argument for electromechanical mechanism 

weakens (Fig. 15t): with a diameter of- 2 nm for the SWCNT, how could the two 

broken ends stretch and retract reliably and repeatedly across a gap over 10 nm to 

form ON and OFF states? As a matter of fact, the above nanogap devices share the 

similarities once operational, regardless of the (effective) electrode compositions. 

These include similar writing/erasing voltages and currents (the reduced ON currents 

and increased writing/erasing voltages in Al-island and SWCNT devices are due to 

high film or contact resistances), switching times, and noise distributions. The 

comparatively large current fluctuation in the erasing bias region observed in all the 

devices is another characteristic of SiOx conduction?0 The approximate independence 

of switching on the (effective) electrode materials ranging from metals (W, AI), 

conducting nonmetal (C), semiconductor (TiN), to carbon nanotubes, along with the 

electroforming processes and observable damage to the Si02 substrate in the gap 

regions, bespeaks the intrinsic post-breakdown Si02 switching nature. This is 

confirmed by making similar a-C stripe structures on SbN4 substrates, in which 
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switching was not observed after the gap generation (totally 30 a -C stripe devices 

were tested on Si3N4, with none formed similar reliable switching). Severe substrate 

damages were usua lly observed in the gap region following an attempt of 

electroforming (Fig. 16). 

.· 

\ - \ '· 

RICE SEI 15.0kV ~ WD 102 mm 

Figure 16. SEM images of a -C stripe devices on SbN4 substrates followed by 

electroforming attempts. Severe damage to the SbN4 substrates were always observed 

wit~ n ) ~ · n i ar re iable switching observed. 

Common features observed in a ll the above devices are the various intermediate 

conduction states. As shown in Fig. 17a, for an initially established MWCNT-based 

device. characteristic forward (0 ~ 7 V) IV (green curve), an OFF state with a current 
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level of -1 o-6 A can be set by a +7 V pulse (see cycles in the left column in Fig. 17b). 

By sweeping to a higher voltage above 7 V (black crossed curve), a lower conduction 

state appears, indicated by a sudden current drop at -7.5 V (see black arrow). In the 

subsequent sweep, a new IV featuring a lower OFF state is established (see blue 

curve), and the same + 7 V pulse now sets the OFF state to a current level of -1 o-s A 

(see cycles in the middle column in Fig. 17b). The OFF current can be further reduced 

by sweeping to an even higher voltage (see magenta crossed curve) during which a 

second conduction reduction appears at -12 V (magenta arrow). This leads to a third 

IV (cyan curve) with an OFF current level of -10-10 A that can be set by the same 

erasing pulse of +7 V (see cycles in the right column in Fig. 17b). Multiple 

intermediate conduction states are an indication of filamentary conduction in oxides,63 

in which different states can be viewed as formation/termination of new/existing 

percolation paths.63•64 To an extent, the current fluctuations in the erasing region (see 

cyan curve in Fig. 17a) can be viewed as various meta-stable states, e.g., same erasing 

voltages can produce different OFF currents if they encounter current fluctuations of 

different magnitudes. This is well-reflected in the 103 cycles of the MWCNT device, 

in which the OFF states undergo various conductance states (Fig. 14e). We attribute 

this to be the main cause of instability in the current device performance. 
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3.2 Resistive Switching in Vertical SiOx with Metal Electrodes 

3.2-1 Fabrication 

Vertical sandwiched SiOx structures with two different oxide growth methods 

were examined. In the first type of structure (Fig. 19a), SiOx (x ~ 2) with a thickness 

of 50 nm was grown by thermal oxidation of a silicon substrate (the SiOxfSi wafer 

was purchased from Silicon Quest International, Inc.). Then circular tungsten (W) 

electrodes (5 nm Ti was used as adhesion layer) with a diameter of 50 11m and 

thicknesses of I 00 nm were defined by photolithography, metal sputtering, and a 

lift-off process. Buffered oxide etch (BOE, 10:1, J. T. Baker) was then used to remove 

the surrounding SiOx, leaving the layer underneath the W electrode protected. 

Therefore. the W layer served as both a protective mask during etching and the top 

electrode for subsequent electrical characterization. It should be noted that the Ti 

adhesion layer is important in keeping the W layer adhered to the SiOx substrate 

during the BOE etching. In general, the quality of the metal film also affects the 

quality of the SiO, protection underneath. For example, chromium (Cr) is another 

metal often used as adhesion layer and its solubility in HF is low. A thick layer of Cr, 

~ I 00 nm. deposited using the same sputtering method; however, did not protect the 

SiO, layer underneath. resulting in many pinholes in the SiOx layer (Fig. 20). Those 

pinholes are most likely the cause of the immediate short circuit in devices or short 

circuits during the electrical testing. Likewise, a W/Cr combination with Cr as the 

adhesion layer does not well serve a protective role. In the second type of structure 
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(Fig. 19b), SiO, with a thickness of 50 nm was grown by plasma-enhanced chemical 

vapor deposition (PECVD) on a TiN/Si substrate; TiN was deposited by physical 

vapor deposition (PVD) on Si. 10 nm of TiN and 100 nm of W were then deposited on 

SiO, by PVD. A 70 x70 !J.m2 photoresist area was then patterned by photolithography 

and used as the sacrificial mask. Reactive ion etching (RIE) was used to define the 

vertical sandwich structures. Corresponding etching recipes (e.g., SF6/BCb/Ch for W 

etching~ BCb/Cb for TiN etching; and CF4/CHF3 for SiOx etching; the fabrication and 

etching processes were done by Sandisk Inc.) were used with the layered structure 

underneath the photoresist protected, thereby forming the vertical structure. 

A several-minute annealing at 600 OC in an Ar/H2 environment was performed 

before electrical characterizations. Measurements were done using an Agilent 4155C 

semiconductor parameter analyzer under a single sweep mode. Bias voltage was 

applied by a probe tip on the top W electrode with the conducting substrate grounded. 

A ll data was collected in vacuum ( ~ 1 o-5 Torr) at room temperature, unless otherwise 

specified. 

(a) (b) 
Si02 • Photoresist W • Ti Si02 • TiN • Sacrifical mask w 

4. Metal deposition 1 TiN deposition 4. Sacrifical mask definition 

2. Thermal Si02 growth 5. Lift-off 2. PECVD Si02 growth 5. RIE etching 

3. Photolithography 6. Si02 etching by BOE 
3. W/TiN growth 6. Mask strip-off 
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Figure 17. (a) IV evolutions in an electroformed MWCNT device. Starting from an 

ini tiall~ ' established forward I V (0 V ~ 7 V, green curve), the subsequent fo rward 

sweep (black crossed curve) up to a higher voltage (0 V ~ 9 V) lowers the OFF state 

(see b:ack arrow at~ 7.5 V). A new characteristic forward IV with a lower OFF state is 

estab ·shed subsequently (b lue curve). By sweeping to an even higher voltage 

(mag nta crossed curve), a second conductance reduction in the OFF state is in itiated 

(see magenta arrow at ~ 12 V). Similarly, a third characteristic IV featuring even a 

lower 0 F state establishes thereafter (cyan curve). (b) Memory cycles using the 

same set of+l V (5 reads), +3.5 V (write), and +7 V (erase) pulses in the same device, 

w ith the left, middle and right columns corresponding to the establ ished green, blue, 

and cyan characteristic IV curves in (a). 

2.4 Summary 

In this chapter, reproducible resistive switching in various nanogap systems on 

SiO, substrates is demonstrated. The lack of dependence of the switching behaviors 

on electrode materials points to a common mechanism, post-breakdown SiOx 

switching in the gap region. It is therefore important to exercise caution when 

bui lding resistive switching nanosystems on SiOx substrate. Effects should be taken to 
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Figure 19. (a) Fabricat ion process for vertical devices of type 1. (b) Fabrication 

process for vertical devices of type 2. 

r strip off ________. 

Figure 20. (a) In Cr-masked Cr-SiOx-Si++ devices, after BOE etching and before Cr 

stripping, it appeared that Cr protected SiOx underneath. (b) However, after the Cr top 

layer was stripped away, many small holes appeared in the SiOx layer. 

3.2-2 Characteristic IV Curves and Memory Switching 

Fig. 21 a shows the typical IVs in a first type of vertical W /Ti/(Thermal) SiOx/Si 

device (DEV-1 ) by BOE (wet) etching' under a forward (0~8 V) sweep and then a 

backward (8~0 V) sweep of the top electrode relative to the bottom one. The forward 

sweep features a high-impedance state at the low voltage region (denoted as region 

"I" divided by the vertical dashed line in Fig. 21 a), with a sudden current jump at ~3.3 

V and then a sudden drop at ~5 V into a high-impedance state again. The backward 

sweep. from high bias back toward 0 V, undergoes a low-impedance state at region "I". 

The underlying cause for this hysteretic behavior is a voltage-controlled permanent 

resistance change in the higher bias (writing) range (denoted as region "II" in Fig. 
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2 1 a), indicated by the beginning of a sudden rise in current or conductance during the 

fo rward sweep. A rapid fa lli ng edge of voltage in this region can write the device into 

a conductance state corresponding to this ending voltage.2° For example, a rapid 

voltage drop at 4 V writes the device into an ON state, while that at 8 V erases the 

device into OFF (I n Fig. 2 1a, the forward sweep was obtained after at least one 

fo rward sweep performed to the same bias range; the device had been in an OFF state 

since a very rapid voltage drop to 0 V, at the end of the previous forward sweep, is 

expected to place the device into the corresponding high-impedance state). The 

obtained state can be read out at the low bias region "I" without being destroyed, 

rendering a non-volatile memory device. Fig. 21 b shows a series of memory cycling 

in the device (Fig. 21 b), w ith an ON/OFF ratio over 104 achieved. The !Vs and 

switching behaviors obtained here are quite consistent and similar to that observed in 

the previous planar nanogap systems discussed in Chapter 2 . 
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FigJre 11. (a) IV curves of a forward (0~ 8 V) and subsequent backward (8~0 Y) 

sweeps t DEY-I . The inset is a schematic of the device. T he dashed line divides the 

bia reg i ns of .. , .. and ··I ·· . (b) A series of reading the device state by applying bias 
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pulses of+ I V. After every five readings, the device was set by an erasing pulse (+8 V) 

or a writing pulse ( +4 V) as show in the corresponding upper panel. 

For the second type of structures of W/TiN/(PECVD) SiOx!TiN/Si (DEV-2) were 

fabricated by RIE etching, a typical hysteresis !Vs by similar consecutive forward and 

back\vard sweeps is shown in Fig. 22a. Compared to those in Fig. 21 a from the 

wet-etching device, the !Vs here have (1) higher ON and OFF currents and (2) 

comparatively smooth current changes in the writing region. The current or 

conductance change in this region, without a drastic rise or drop, means that the 

conductance state of the device can be changed semi-continuously by applying bias 

pulses of different amplitudes. The color curves in Fig. 22a show how different bias 

sweep ranges (thus different writing voltage at the end of each forward sweep) change 

the conduction states of the device (again, each set of forward and backward sweeps 

was obtained after at least one forward sweep preformed to the same bias range). With 

the decreasing of the sweep range, it shows a gradual decline in the ON/OFF ratio 

because of an increasing current in the OFF state set by the reduced ending bias (the 

ON current tends to increase at a rate much smaller than that of increase in the OFF 

current). The writing region tends to shift toward the low bias end, indicated by the 

shift of the current-rise edge in the forward sweep. A multilevel or analog memory66 is 

demonstrated in Fig. 22b by applying erasing bias pulses of different amplitudes. The 

adjustable ON/OFF ratio is limited to up to 103 due to comparatively large OFF 

currents. 
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distinguish the switching cause. The high ON/OFF ratio, fast switching time, and 

durable cycles demonstrated here show interesting memory properties. In particular, 

the small switching site demonstrated in a SWCNT shows the feasibility of 

high-density SiOx-based memory arrays if a vertical embodiment could be realized. 

The observed intermediate states reveal the filamentary conduction nature in 

post-breakdown SiOx switching which is likely Si-Si wire formation, although a 

further investigation ofthe individual filamentary path is needed. The post-breakdown 

SiOx conduction suggests another possible mechanistic scenario for the switching that 

was observed in graphitic memory.49,65 
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Chapter3 

Resistive Switching in SiOx in Vertical Representations 
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Fig 1 4 e 2''. (a) A set of IV curv s by fo rward and ubsequent backward sweeps in 

DEV-2, ith black (bottom), red (m iddle), and blue (top) curves corresponding to 

S\\eep bias ranges of 0-10, 0-8, and 0-6 V, respectively. lnse is a device schematic. (b) 

A s.c:ies of ead ing the device tate by applying bias pulses of +2 V (five reads 

between e ch set of \\rit ng-eras ing pul ses). The device undergoes OFF-state changes 

by apply ·~1g applying erasing pulses of d iffere nt magn itudes of + 10 V, +8 V, and + 7 V 

(wit~ the writing pulse +4 V unchanged) as shown correspondingly in the upper 

3.2-3 Electroforming and Its Implication 

In order to activate the pristine M/SiOx/M into the resistive sw itching state 

described as in Fig. 21 and Fig. 22, some initial electrical stress (voltage), usually 

larger than the working voltages, needs to be appl ied to the device. This is also 

referred to as an electroforming process? 0 This process usually invo lves voltage 

sweeps to a certain value, upon which the conductance suddenly rises, accompanied 

with substantial fluctuations in the current. It should be also noted that, this current 
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3.1 From a Planar Structure to a Vertical 

From a memory perspective, a vertical crossbar structure is needed for 

high-density data storage. Topologically, the planar nanogap switching systems 

d iscussed in Chapter 2 can be transferred into a vertical representation as illustrated in 

Fig. 18. Furthermore, if the SiOx layer is thin enough, close to the width of the 

nanogap in the planar systems, no conducting film is needed to define the nanogap 

because the electrode-SiO:x-e lectrode structure itself already defines a gap having the 

width of the thickness ofthe SiOx layer (Fig. 18c). 

(c) 
conducting film 

~~--/ 

Figure 18. (a) An illustration fo r planar nanogap systems. (b) A vertical nanogap 

system with a conducting th in fi lm at the vertical edges. (c) A vertical sandwiched 

structure of electrode-SiOx-electrode without any conducting film. 

In this chapter, the res ist ive switching phenomena and properties in vertical 

sandwiched E/SiO:-/E (here E denotes electrode) representation are demonstrated and 

di scussed. From M/SiOx/E (M denotes metal electrode) structures to metal-free 

E/SiO) E structures, very similar electrical behaviors are shown with the intrinsic 

SiOx switching picture reinforced. 
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should at least increase to a level of several hundred nA (l o-7 A). Then during the 

subsequent voltage sweeps, the voltage sweep range is gradually reduced while still 

keep;ng the current fluctuations, until at last the characteristic IV curve forms (Fig. 

23). This electroforming process shares the same features as those observed in planar 

nanogap structures. For example, in an a-C stripe device on SiOx substrate (Section 

2.2-2). the ·nitial electrical breakdown in the a-C layer may produce a nanogap with a 

comparatively large size such that soft breakdown is not simultaneously induced in 

the SiO\ layer in the nanogap region. The a-C stripe device can still be activated into 

a switching state by a similar electroforming process (Fig. 24). 
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Figure 23. The Electroforming process in a W/Ti/SiOxfSi++ device after 5 min 

annealing in reducing environment at 600 °C. The black arrow indicates the 

voltage-sweep direction, and the numbers indicate the voltage-sweep orders. 
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Figure 24. The Electroform ing process in an a-C stripe device after the nanogap is 

generated by electrical breakdown in the a -C layer. The black arrow indicates the 

voltage-sweep direct ion, and the numbers indicate the voltage-sweep orders. 

The electroforming site d irectly correlates to the switching site. To clarify where 

the switching takes place in these vertical devices, W or W /TiN electrodes with the 

same thicknesses and sizes were deposited on the (PECVD) SiOx/TiN/Si substrate, 

w ithout doing any etching of the oxide (see left schematic in Fig. 25a), or on 

wet-etching defined SiO:-: pi llars of larger diameter on the (thermal) SiO:/Si substrate 

(see right schematic in Fig. 25a). The samples were then annealed under the same 

conditions as those adopted fo r the previous structures and then characterized via 

electrical measurements. No conduction was observed up to a bias of 25 V (I ~ 1 o- 12 

A). Devices with di ffe rent diameters (25 ~J.m, 50 !J.m, and 100 ~J.m) were also made 

and the ON currents were co llected for DEVs-1 and another type of wet-etching 
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defined W/Ti/(PECYD) Si02/TiN/Si devices (DEYs-3, see schematic in Fig. 25b). 

Statistically, for both DEY s-1 and DEY s-3, the ON currents follow a trend more 

closely to scaling with the diameter (black dashed lines in Fig. 25d-e) than scaling 

with the device area (red dotted lines in Fig. 25d-e ). These results reveal that the 

conduction (thus switching) only takes place after the etching and is localized at the 

vertical SiO" edges. On the other hand, the /Vs of DEYs-3 tend to have some 

combined features of those in DEY-I and DEY-2. For example, they typically have 

higher ON and OFF currents than those in DEY-I, but lower than those in DEY-2 (at 

the same bias sweep ranges). The forward sweep typically also begins with a sudden 

cur'"ent rise in the writing region, but then follows a less intense declining tail. Fig. 

25c shows three forward /Vs from each of the three types of devices. These 

differences further indicate the role of the etched oxide edges in determining device 

behaviors. We expect surface differences not only resulting from different etching 

methods. but also from the same etching methods on SiOx prepared by different 

growth techniques. One indicator of structural differences between oxides grown by 

varying methods is the difference in wet etching rates of PECYD SiOx and thermal 
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Figure 25. (a) Schematics of devices with (left) no SiOx etching and (right) etched 

SiOx pillar with a smaller on-top electrode. (b) Schematic of DEV-3. (c) A set of 

forward sweeps starting with the OFF states in the formed vertical structures of 

DEV-1 (black curve), DEV-2 (blue curve), and DEV-3 (red curve). (d) ON currents at 

+1 V (written by +5V pulses) for DEVs-1 and (e) ON currents at +1 V (written by +4 

V pulses) for DEVs-3, with each type having device diameters of 25 Jlm (rectangles), 

50 Jlm (circles), and 100 Jlm (triangles). 25 data points/devices were collected for 

each size. The dashed black lines describe a I a:. D (diameter) scaling and the dotted 

red lines I a:. D 2 scaling. 

The surface nature of the switching and conduction mechanisms in these vertical 

structures is further emphasized by the response of devices to annealing in a reducing 

atmosphere. A several-minute thermal annealing at 600 OC in Ar/H2 was necessary to 

observe the switching in vertical devices produced by wet etching. Before annealing, 

a majority (over 80%) ofthe devices was non-conducting (e.g. , I ~ 10-12 A at a bias up 
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to 25V). Detectable conduction began to take place after the thermal annealing in the 

reducing environment. By sweeping to a high voltage (e.g., 20 V) within which some 

sudden current drops and large current fluctuations appeared, an electroforming 

process followed (see example as shown in Fig. 23). The current drops and 

fluctuations gradually moved toward lower bias voltages in the following sweeps, 

along with substantial increases in the current. Finally, reproducible forward !Vs as 

described before were established. For the devices fabricated by dry etching (DEV-2), 

a similar forming process can take place even before the annealing. Thermal 

annealing could further increase the initial conduction and ease the electroforming 

process. All these features indicate the surface-related conduction. 

Except for the aforementioned differences, these devices are similar in several 

aspects once operational. For example, they have (1) similar reading/writing bias 

ranges (Fig. 25c), (2) similar noise distributions with comparatively smooth !Vs at the 

reading bias range and larger fluctuations in the writing region, and (3) fast switching 

time down to ~2 J.lS (test limit). Low-temperature tests show that these devices cannot 

be electroformed at a temperature below 150 K, while the ON-state conductance 

shows relatively little temperature dependence down to 100 K (Fig. 26). Our other 

tests show that the switching and forming processes in all types of the devices are 

bias-polarity independent (Fig. 27). Since all the devices are asymmetric in structure 

with non-metallic substrates of either Si++ or TiN/Si, metal filament formation is less 

likely to be responsible for the observed switching because such a process usually 
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involves metal ion migration or injection from the electrode, which is bias-polarity 

dependent. 13 Moreover, metal filaments generally have higher ON current levels than 

those we observed here. All the observed characteristics resemble those in the 

M/SiO/M system,20 where SiO plays the essential switching role. In our structures we 

suggest that nonstoichiometric SiOx at the edges of the etched oxide is the switching 

medium. While M/SiO/M systems were first studied decades ago, the detailed 

underlying switching mechanism remains largely unknown and debatable.20 The 

layered structure of SiO in the M/SiO/M system along with comparatively large and 

smooth currents contributed from the entire SiO layer makes it challenging to discern 

whether the switching is a bulk effect or is localized. 
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Figure 26. Temperature dependence of ON-state conduction in an electroformed 

W /Ti/SiOx/Si++ device. The data shows little temperature dependence down to 100 K. 
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Figure 27. Polarity-independent switching IV curves (-15 V ~ + 15 V ~ -15 V) from 

a W/TiN/Si02/TiN device. 

The surface-restricted switching in our system may offer new insights. As 

discussed before, the IVs in DEVs 1-3 mainly differ in the current magnitudes and 

noise features. As shown in Fig. 25c, with the decreasing of the operating current 

level, the current fluctuations in the writing bias region increase (consider, for 

example, the large rises and drop in currents as the largest fluctuations). Note that in 

Fig. 25c the OFF current of DEV-2 is much larger than that of DEV-1, changing from 

a relatively smooth IV into one with discrete steps. We suggest that this is a 

consequence of having an ensemble of conducting paths in DEV-2 and only a few 

paths in DEV-1. The variation in switching voltages even in the same DEV-1 by 

different sweeps further indicates the discrete nature of conduction paths. One can 
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imagine that a large number of DEY s-1 in parallel would collectively reproduce the 

comparatively smooth IV in DEV-2 due to a variety of current rise and drop edges. 

The IV of DEV-3 in Fig. 25c is consistent with this idea, with an intermediate 

conductance device DEV-3 having features between the two limits of DEV-1 and 

DEV-2. These features further support discrete-path or filamentary conduction in our 

system at nonstoichiometric device edges, in accordance with expectations based on 

studies ofM/SiO/M devices by different methods.67•68 And this filamentary revelation 

through IV behaviors is also consistent with the same conclusion indicated by 

intermediate states in horizontal nanogap systems (see Fig. 16). It is straightforward to 

expect that while a large number of filamentary paths with non-uniform 

writing/erasing biases would limit the overall ON/OFF ratio, reducing the path 

number can push this ratio up, as demonstrated in DEV-1 with an ON/OFF ratio > 

104. 

3.2-4 Summary 

We have demonstrated reproducible resistive switching with memory properties 

in vertical sandwich structures with SiOx as the switching layer. The electrical 

characteristics depend significantly on the oxide etching method, as well as annealing 

history in reducing environment and oxide growth method. These traits suggest that 

the switching is filamentary in nature and takes place in the stoichiometrically poor 

edges of the etched oxide. The localized character of conducting paths and critical 

role of etched oxide surfaces raise the possibility of nano-scale SiOx based memory, 
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though an improved understanding of the detailed switching mechanism would be 

essential. The question of the formation of individual conduction path remains open. 

The heat-assisted electroforming processes in our devices and the non-working state 

at low temperature may indicate a fusion-and-reforming mechanism induced by local 

heating due to hot electrons. 

3.3 Resistive Switching in Metal-Free polySi-SiOx-polySi Structures69 

The metallic electrodes used in the vertical memory units discussed in Section 

3.2 can give rise to the conjecture that metal filaments could be involved in the 

switching mechanism. Even in the planar nanogap structures discussed in Chapter 2, 

metal electrodes have been always involved, either directly defining the nanogap (e.g., 

W-W nanogap in Section 2.2-1) or serving as electrical contacts (e.g., 

carbon-material-based nanogap systems). To further elucidate that the resistive 

switching is not metal or carbon related,47 ,49 a metallic nonmetal other than carbon 

forms is desirable as the electrode material. On the other hand, from the device 

perspective, the industry may prefer a less metal-involved process or even a 

metal-free protocol. A viable candidate is doped polysilicon (polySi). Therefore the 

following discussion focuses on resistive switching in SiOx using polySi as both top 

and bottom electrodes. 
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3.3-1 Fabrication 

The fabrication of vertical polySi-SiOx-polySi devices starts with wafers with 

layered structures on a silicon substrate (Free scale Semiconductor, Inc.; see schematic 

in Fig. 28). A thin layer of SiOx ( 40 nm, x = 1.9-2) is sandwiched between two 

p-doped polySi layers (70 nm thick, p = 0.005 Q·cm; 7 X 10'5lcm2 @ 5 KeV, boron) 

that are to be served as the top and bottom electrodes, respectively. Circular Cr masks 

with diameters of 50 J..Lm (30 nm thick) were defined by standard photolithography, 

sputtering and lift-off processes. Reactive ion etching (RIE) was then adopted for 

etching. Specifically, SF6 was used for polySi etching (RIE power: 100 mW, SF6 flow 

rate: 10 seem, pressure: 30 mTorr, etching rate ~ 70 nm I min) and 0 21CHF 3 was used 

for SiOx etching (RIE power: 150 mW, CHF3 flow rate: 25 seem, 0 2 flow rate: 15 

seem, pressure: 100 mTorr, etching rate ~ 40 nm I min). After the top polySi layer 

etching and the SiOx layer etching, the Cr masks were removed by Cr etchant solution 

(CEP-200). The chosen diameters of the devices (50 J..Lm) are for an easy probe-tip 

landing (see schematics of device & electrical testing setup in Fig. 29 a, b). Electrical 

characterizations were performed at room temperature in vacuum (1 o-5 Torr), unless 

otherwise specified. 
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Figure 28. Schematic ofthe layered structure ofpolySi-SiOx-polySi wafer. 

3.3-2 Memory Switching and IV Curves 

The typical current-voltage relationship shows resistive switching behavior 

featuring conductance jump and drop at~ 3.5 V and~ 8 V, respectively (blue curve in 

Figure 29c ). The voltages at these two events define the set and reset regions as 

indicated in Figure 29c. For example, a voltage pulse ( +6 V) in the 'set' region 

switches the device into a low-resistance (ON) state whereas a voltage pulse ( + 13 V) 

in the 'reset' region switches the device into a high-resistance (OFF) state (inset in 

Figure 29c ). The programmed states are nonvolatile and can be read nondestructively 

in the 'read' region. Figure 29d shows a series of switching cycles with an ON/OFF 

ratio > 105, which is also inferred in the hysteretic IVs in Figure 29c. The switching 

behaviors observed in the above polySi-SiOx-polySi structures are very similar to 

those observed in other SiOx-based systems adopting metal/carbon electrodes 

discussed in chapter 2 and section 3.2. Since the elements involved in this structure 

are oxygen and silicon, it further indicates that the switching is not metal- or 

carbon-related. The devices yield can be very high (e.g.,> 90%). In fact, for the very 

recent series of samples prepared for cosmic-radiation resilience test, a yield of over 

99% (200 devices out of 201 devices) was achieved (see Appendix for details). The 

high yield in the devices discounts the possibility of extrinsic effects from 

contaminations other than the SiOx and polySi components. 
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Figure 29. Device structures and electrical characterizations. (a) Schematics of the 

poly-Si/SiOxfpoly-Si devices (50 Jlm diameter) and the electrical characterization 

setup. (b) An optical top-view image of the device arrays (top panel) and a SEM 

image of the cross section (bottom panel). (c) Characteristic !Vs in a formed device: 

(blue curve) starting from an OFF state, the conductance of the device suddenly 

increases at +3.5 V and drops at +8 V. During a subsequent reverse voltage sweep 

(gray curve), the conductance goes back to a higher value at +8 V, producing a current 

hysteresis. Corresponding 'read', 'set', and 'reset' regions are defined based on these 

conductance changes. The vertical dashed line indicates the ON/OFF ratio at 1 V. 

Inset: device resistance changes after +6 V and+ 13 V programming voltage pulses. (d) 

(Top panel) A series of voltage pulses of+ 13 V, + 1 V (5 times), and +6 V serve as 

reset, read ( 5 times), and set operations, respectively. (Bottom panel) currents 

corresponding to each voltage pulse in the top panel. 

60 



3.3-3 Metal-Free Fabrication Process 

Strictly speaking, a metal element could still be present in the polySi-SiOx-polySi 

devices described above since the fabrication process involves a Cr mask. To avoid 

this concern, polySi-SiOx-polySi devices were also fabricated by a metal-free process 

using photoresist (Microposit S 1813) as sacrificial masks. At a spinning rate of 3000 

rpm, the coated photoresist (thickness > 1 J..Lm) is sufficient to protect the polySi and 

SiOx layer underneath during RIE etching. Wet etching of SiOx by BOE was also used 

as a variation in the fabrication flow in order to further clarify that the switching 

behaviors are not related to contamination introduced during the fabrication process. 

Fig. 30a shows the schematic of the metal-free fabrication process. Fig. 30b shows the 

typical memory switching in a polySi-SiOx-polySi device fabricated by the metal-free 

process. 

(a) 

I ~ RIE 

RIE __. 
II or __. 

BOE 

III t Acetone 

(b) 

I I 

0 50 100 
t (s) 

Figure 30. Variation in device fabrication and memory switching. (a) A schematic of 

the flow of device fabrication. Photoresist (S 1813) was first patterned as a sacrificial 
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mask by standard photolithography. A RIE process was then performed to etch away 

the top poly-Si layer (step I) using SF6 as the recipe. The etching of SiOx layer can use 

either a wet- or dry-etch method (step II). For the dry-etch method, RIE with a 

protocol of CHF3/02 was adopted. The dry-etch method is anisotropic and produced 

little undercut (as shown in Fig. 1 b in the main letter), and was adopted for the all the 

devices described in the main letter. For the wet-etch method, BOE was used to 

remove the SiOx layer, leaving the part underneath the poly-Si electrodes protected. 

Due to the isotropic etching of HF, an undercut was usually produced in the SiOx 

layer in the devices. However, this undercut did not affect the stability of the structure 

(i.e., the poly-Si layer did not collapse at the edge region) because the thickness of 

SiOx layer was relatively thin ( 40 nm) compared to that of the top poly-Si layer (70 

nm). Once the structure was defined, the photoresist mask was removed by acetone 

(Ill). (b) While the dry-etch method (RIE) was exclusively adopted for devices 

discussed in the main letter, devices fabricated by the wet-etch method (BOE) were 

also fabricated here to exclude the possibility of contamination-related switching at 

the SiOx vertical edge introduced during the etching step. The same memory 

switching in a poly-Si/SiOx/poly-Si device by the wet-etch method is shown here, 

using+ 1 V (5 times), + 6 V, and+ 13 Vas read, set, and reset operations, respectively. 

Programming currents are not shown. 

The reason that the Cr-mask etching process is more frequently used is that: (1) 

The photoresist mask(> 1 J.lm) is much thicker than the Cr mask(- 30 nm) and there 

is a potential shadowing effect from the photoresist mask during the RIE etching, 

resulting in a less well-defined vertical edge. (2) The RIE gases react with the 

photoresist and produce a layer of resilient material that is difficult to remove (Fig. 

31 ). The stripping-off process of photoresist after RIE etching should be as follows: 
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rinse the devices (~ 5 s) in acetone solution that is being ultra-sonicated to first 

remove the residual layer on the photoresist surface and then put it in acetone solution 

for the complete removal of the photoresist. 

Bottom polySi 

Figure 31. A layer of resilient material (indicated by the arrow) was left after the RIE 

etching of photoresist-masked polySi-SiOx-polySi devices which were washed in 

acetone (without pre-ultrasonication). Note that once the layer of material is in direct 

contact with the polySi electrode, it is difficult to remove even by ultrasonication. 

This is why the pre-ultrasonication described above is important. A 5 s 

pre-ultrasonication is enough. Longer ultrasonication may harm the layered device 

structure. 

3.3-4 Forming Processes and Implications 

Similarly, an electroforming process is always involved in order to convert the 

pristine non-conducting polySi-SiOx-polySi device into a resistive switching state. As 

described in Section 3.2-3, this process usually involves limited current or voltage 
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stress, in which a soft breakdown is induced. Here this electroforming is achieved 

similarly by a voltage sweep to a high value, within which large current fluctuations 

take place. Continuous voltage sweeps by gradually reducing the voltages while 

maintaining the current fluctuations lead to the switching (Fig. 32). The forming 

process can also be done by continuous voltage pulses instead of voltage sweeps. 

Generally, one can use the memory cycling process for the pulse forming: keep the 

writing/set voltage unchanged during the entire process while only adjusting the 

magnitudes of erasing/reset voltage pulses; increase the magnitude of the erasing 

pulse until a certain programming current level (1 o-6 A) is reached; then quickly 

reduce the erasing/reset pulse magnitude while still keeping the similar reset current 

level until the magnitude of the reset pulse reduces to the normal working voltage 

range (Fig. 33). 

1 o -11 

0 5 10 15 20 25 
V (V) 

Figure 32. A typical forming process in a vertical poly-Si!SiOx/poly-Si device prior to 
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annealing. The device structure (top inset) is the same as described in Fig. 1 in the 

main letter. The numbers near the IV curves indicate the corresponding sweep order. 

The device was in a non-conduction state initially. By voltage sweep to a high value 

(e.g., +25 V, black curve), a sudden current increase (to ~ 10-6 A) was induced 

(indicated by the black arrow), accompanied by current fluctuations. During the 

subsequent voltage sweeps (curve 2-4), the currents gradually increased as well as the 

current fluctuations. And a characteristic resistive switching IV (red curve) then 

appeared, featuring the sudden current increase and drop (indicated by red arrows). 
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Figure 33. Pulse-electroforming processes in a polySi-SiOx-polySi device (40 nm 

SiOx by wet etching). Top panel shows the programming/forming pulses. Bottom 

panel shows the corresponding programming current (red dots) and the conductance 

state (blue dots, read at+ 1 V). 
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As described in Section 3.2, thermal annealing is found to assist the 

electroforming process by reducing the initial soft breakdown voltage in the pristine 

polySi-SiOx-polySi devices (Fig. 34). The annealing here was done between 450 oc -

600 oc in either vacuum ( < 150 mTorr) or a reducing environment (Ar/H2). Generally, 

the reducing environment induces higher initial conduction in the devices compared 

to those annealed in a vacuum environment (Fig. 35). Higher temperature further 

reinforces this trend. 

-- 1 o-1o 

1 o-12 

0 4 8 12 
V (V) 

16 

Figure 34. Annealing-assisted forming process in a vertical poly-Si/SiOx/poly-Si 

device (40 nm SiOx). An additional thermal annealing process was performed before 

the electrical characterizations. The annealing was done at 600 oc for 1 0 min in 

vacuum (140 mTorr). The numbers near the IV curves indicate the sweep order. After 

the thermal annealing, the initial conduction increase was induced at a lower voltage 

value (at ~ +8 V, indicated by black arrow in curve 1). More examples can be found in 

the following Fig. 35a. As a result, the forming process could be initialized at a lower 

voltage ( < 20 V here compared to> 20 V in Fig. 32). IV curves 2-3 are the subsequent 
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voltage sweeps that feature the similar trend of gradual increases in conduction and 

current fluctuations, until the characteristic IV (curve 4) was formed. For as-made 

devices without thermal annealing, more than 6 voltage sweeps were usually involved 

in the forming process to reach the final switching state. In the thermally annealed 

structures, 3-6 voltage sweeps were usually needed. The initial voltage sweep needs to 

attain a voltage level whereupon there is a sudden current increase to ~ 1 o·6 A as seen 

in curve 1. 
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Figure 35. Control tests of initial conduction increases in polySi-SiOx-polySi devices 

(40 nm SiOx) after annealing for 10 min at 600 oc in (a) reducing environment (Ar/H2) 

and (b) vacuum (150 mTorr) environment. The black curves show the conduction 

before the annealing and the color curves show the conduction after the annealing. 

The annealing-assisted forming process helps to track the location of initial 

conduction or the electroforming site. A control experiment was done in two groups of 

devices. One group has the same structure as depicted in Figure 29a with an etched 

vertical defined SiOx edge. The other group has all the same parameters except that no 

vertical edge was made in the SiOx layer ( Fig. 36b ). After annealing under the same 

conditions, the first group showed a conductance increase that led to the forming 
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process, whereas no conductance increase was observed in the second group (Fig. 

36b). This control test shows that the forming process is related to the SiOx vertical 

edge, as is also observed in the metal-electrode SiOx devices discussed in Section 3.2. 

It also discounts the role of dopant thermal diffusion from the polySi electrodes into 

the bulk SiOx layer. In fact, the annealing-assisted forming occurs at a temperature as 

low as 400 °C, a temperature too low for dopant diffusion.70 It should be noted here 

that since the forming process is SiOx-surface or SiOx-edge related, it is expected that 

different etching process may lead to different SiOx surface morphology/stoichiometry, 

thus affecting the forming process. For example, in general wet-etch-defined defined 

SiOx vertical devices are easier to electroform, with fewer voltage sweeps being 

required than in dry-etch-defined devices. The actual cause for this is not yet clear. It 

may be due to different SiOx surface chemical termination or morphology after the 

different etching methods. In this regard, a 5 s rinse in BOE for the dry-etch-defined 

polySi-SiOx-polySi devices may help ease the forming process, and also removes the 

surface native oxide on the polySi electrodes. Since HF etching of SiOx is isotropic, 

prolonged BOE etching of SiOx causes large undercuts and reduces the device 

reliability. 
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Figure 36. Annealing effects in devices with and without a SiOx vertical edge. (a) 

Initial conductions in different devices before (black curves) and after (color curves) 

annealing at 600 oc for 10 min in vacuum (140 mTorr). The inset is a schematic ofthe 

structure of the device (side-view) which is the same as depicted in Fig. 29 in the 

main letter. Substantial current increases and fluctuations were observed after the 

annealing. (b) Annealing effects on the initial conductions in devices without a SiOx 

vertical edge. The inset shows the device structure (side-view). All the parameters of 

the devices and fabrication process are the same as in (A), except that no etching step 

was performed in the SiOx layer. After annealing under the same conditions, i.e. , at 

600 oc for 10 min in vacuum (140 mTorr), the devices in this configuration showed 

no increase in the conduction (color curves) compared to those prior to annealing 

(black curves). 

3.3-5 Protrusion and Pore Structure 

With the likelihood of edge-related forming, we further devised a protrusion 

structure that has a limited SiOx vertical edge while still permitting an easy probe-tip 

landing (Figure 37a, b). The confined vertical edge facilitates direct monitoring of the 

forming process. After the forming process that led to the switching, observable 
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protrusion structure with limited SiOx vertical edges at the protruding region. The top 

inset shows the schematic of the structure. (b) An enlarged SEM image of the 

protruding region after a 1 0-min annealing at 600 oc in vacuum, prior to the electrical 

forming process. (c) A SEM image of the same protruding region in (b) after the 

forming process that led to the switching state. The blue arrow indicates morphology 

changes in the SiOx layer. (d) A schematic of a cross-sectioned pore structure (top 

panel) and the actual top-view SEM image of a pore structure (bottom panel). (e) 

Memory states (read at + 1 V) during a series of cycles in the pore structure. (f) ON 

currents with respect to the diameter of the SiOx vertical edge. The data point at 50 

11m is from pillar structures in Figure 29a and the others are from pore structures with 

different diameters. The thicknesses and material compositions of the SiOx and 

poly-Si layers in the above structures are the same as those adopted in Figure 29. 

Figure 38. Examples of morphology changes in the SiOx layer at the vertical edge 

region after electroforming. 
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A complementary embodiment was fabricated where the SiOx vertical edge is 

placed the inner surface ofthe pore (Figure 37d, also see the fabrication scheme in Fig. 

39). The edge-induced forming localizes the switching (Figure 37e) around the pore 

region. By varying the pore diameters, current scaling properties were also 

investigated. Notably, the ON current level stayed the same while reducing the 

diameter from 50 J.lm to 200 nm (Figure 3 7f). This indicates that the switching 

happens locally instead of uniformly along the entire circumference, which can also 

be inferred from the localized morphology changes in the SiOx layer in Fig. 38. This 

is also desirable for the construction of fully CMOS-compatible reprogrammable 

vias73 to ensure acceptable current passage as the via sizes scale . 

• Photoresist PolySI D SiOx o• AI sacrificial mask 
0PMMA 

1 E-Beam lithography 5 Photolithography 

2 AI deposition 
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Figure 39. Schematic of the fabrication process for the pore structure. A similar 

process can be adopted to fabricate the protrusion structure in Fig. 37a. 

3.4 Memory Properties 

In this section, various properties of the resistive switching in SiOx are discussed. 

These properties serve the purpose of potential device-performance projections as 

well as providing mechanistic implications. 

3.4-1 Retention 

One of the most important characteristics for nonvolatile memory applications is 

the data retention time. For this characterization, two groups of polySi-SiOx-polySi 

(40 nm SiOx) devices with one group set into ON states and the other OFF states were 

kept in an ambient environment for three months. Fig. 40 shows the testing results. 

Both the ON and OFF states largely retained their conduction states.74 Specifically, a 

slight reduction in the conductance in the ON states was observed. However, this may 

not reflect the actual conductance reduction from the SiOx. As the electrodes are 

polySi, native-oxide effect is always present during the memory-state readout (read at 

+ 1 V). For the initial memory-state readout, since it immediately followed the 

higher-voltage programming processes, the surface-oxide effect was absent: the 

programming voltage already removed the oxide barrier between the probe tip and the 

polySi through electrical breakdown. However, for the second memory-state readout, 
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no programming process was involved and a native-oxide barrier may have built up 

between the polySi electrodes and the probe tips. For this reason, this conductance 

decrease was observed by simply lifting the probe tip up and landing it down again on 

the same top polySi electrode, during which the probe tip moved to a different place 

on the native-oxide layer. It is suggested that during the second memory-state readout, 

one could first remove the oxide barrier between the bottom polySi electrode and the 

probe tip by placing the two probe tips on the same bottom polySi layer and sweeping 

the voltage to a high value. Then one probe tip could be fixed while using the other 

probe tip to contact the top polySi electrode. The probe tip in contact with the top 

polySi electrode may need to be moved to several locations with the memory state 

constantly monitored during the readout process. The actual conductance of the SiOx 

device should be close to the maximum and stable value during this process. A 

general trend of increased conductance in the OFF states is seen in Fig. 40 (bottom 

panel). Since the OFF-state conduction is largely through tunneling and the 

conducting site is at the vertical SiOx edge, it is likely that moisture or other 

adsorption may substantially affect the conductance. 
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Figure 40. Memory-state retention in polySi/SiOx/polySi devices. (a) ON states from 

22 individual devices after 3 months in ambient environment. (b) OFF states from 22 

individual devices after 3 months in an ambient environment. 

The SiOx memory devices also feature nondestructive reading. At + I V, the 

memory states can be continuously read 105 times without degradation (Fig. 4Ia). It 

also indicates an extrapolated retention beyond I 0 years. This nondestructive reading 

holds for memory states at various conductance stages (Fig. 4I b). It should also be 

noted that while the memory states are stable in an ambient environment, the memory 

programming process needs to be in an oxygen-deficient environment. In particular, 
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the erasing/reset operation can be done in an ambient environment whereas the 

writing/set operation cannot be performed in oxygen (Fig. 42). The OFF device can 

still be activated into a switching state when placed back in a vacuum environment. 

Further study is needed to determine the oxygen/pressure tolerance for the memory 

programming. 
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Figure 41. Memory reading cycles for different memory states. (a) 105 memory 

reading cycles for the ON and OFF states. The doted line indicates the extrapolation. 

(b) 104 or 105 memory reading cycles for memory states and different conductance 

states. The memory states were recorded by voltage pulses at a rate of 1 read per sec. 

All the memory states were read at + 1 V. 
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Figure 42. Memory cycling test in ambient environment showing that an erasing/reset 

voltage can reduce the conduction but the writing/set voltage pulse does not set the 

device back to an ON state. 

3.4-2 Thermal-Annealing Effects on the Memory State 

The detrimental role of air/oxygen during programming indicates that oxidation 

processes during current local heating hinders the memory switching (in particular, 

from OFF to ON). This is consistent with the annealing effect on the programmed 

device states (Fig. 43). A drastic conductance reduction was observed in the ON states 

after the devices were annealed in an ambient environment at 700 oc for I 0 min. The 

thermal annealing in ambient environment not only destroys the memory state, but 

also deactivates the device into a non-switching state. A similar re-electroforming 

process is generally involved before the device starts memory switching again in a 
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reduced pressure (1 o-5 Torr, Fig. 44). This effect is more prominent in devices with 

thinner SiOx (20 nm, Fig. 44a) than that with thicker SiOx ( 40 nm, Fig. 44b ) . 

. II. I l L 
4 6 81012 
Device# 

Figure 43. Conductance states (read at + 1 V) in devices before (black column) and 

after (red column) annealing at 700 °C for 10 min in Ar/H2 environment (top panel) 

and in air (bottom panel). 
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Figure. 44. (a) Memory cycling in vacuum environment in a polySi-SiOx-polySi 

device (20 nm SiOx) before (blue region) and after (red region) ambient atmosphere 

annealing (25 min, 700 °C). (b) Memory cycling in a 40 nm SiOx device annealed 

under the same conditions as in (a). The devices were fabricated by the wet-etching 

79 



method. 

Although annealing in reducing environment does not substantially alter the ON 

conductance (top panel in Fig. 43), it changes the switching property of the device. As 

shown in Fig. 45 a-c, the ON/OFF ratio gradually decreases with the increase of the 

annealing temperatures, mainly because of the increased conductance in the OFF 

states. For a prolonged (25 min) annealing at 700 oc in a reducing environment, the 

device suffered hard breakdown following the memory cycling attempt (Fig. 45c ). 
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Figure 45. Memory switching in polySi-SiOx-polySi devices (by wet-etching process) 

after annealing in reducing environment (Ar/H2) at different temperatures: (a) 400 °C 

for 10 min, (b) 600 oc for 10 min, (c) 700 °C for 25 min. 
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3.4-3 X-Ray and Heavy-Ion Irradiation Tests 

Two groups of polySi-SiOx-polySi devices (40 nm), with one group set into ON 

states and the other OFF states, were exposed to X-ray (8 KeY, Rigaku 0/Max Ultima 

II) for 2 h. Both the ON and OFF states tend to retain their as-programmed states (Fig. 

46a), indicating robust resilience against X-ray irradiation. The devices also retained 

their switching properties after the X-ray irradiation (Fig. 46b, c). These tests indicate 

that the resistive switching in SiOx is not likely to be charge-based as the estimated 

dose ~ 2 Mrad (Si02) is more than one order of magnitude higher than the failure 

level of charge-based flash memory.75 
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Figure 46. X-ray irradiation test. (a) Conductance states (read at+ 1 V) before (blue) 

and after (green) X-ray irradiation at a dose ~ 2 Mrad in 40 polySi-SiOx-polySi 

devices, with 20 programmed to OFF (top panel) and 20 programmed to ON (bottom 

panel). (b) Memory switching in an ON-state device before (blue region) and after 

(red region) X-ray irradiation. (c) Memory switching in an OFF-state device before 

(blue region) and after (red region) X-ray irradiation. 
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SiOx planar memory devices (a-C nanogap devices) as described in Section 2.2-2 

were also used for heavy-ion irradiation test (Texas A&M University). The a-C layer 

was grown by CVD method49 instead of by sputtering method. 52 10 out of 11 

ON-state devices had a slightly decreased conductance after irradiation with 1 having 

a slightly enhanced conductance. The conductance changes are all within the same 

order, so all of the devices maintained the ON states. 6 out of 8 OFF -state devices 

showed reduced OFF conductance after irradiation. The other 2 OFF -state devices 

maintained the very close conductance. Overall, both ON and OFF states all retained 

the conductance states after the irradiation (Fig. 47). 
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Device# 
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Figure 47. ON-state (left panel) and OFF-state (right panel) retention in a-C nanogap 

devices before (black column) and after (red column) heavy-ion irradiation. 

It should be noted that the heavy ion dose was ~ 3x i05 cm-2s-1
• So a 15-min 
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exposure (that was the maximum time allowed for a free test from Sandia) results in 

an ion flux of ~3x108 cm-2, which is equivalent to a 3 ions per J.U112 for the overall 

irradiation. Considering that the device's functional localized filament could be much 

smaller than an area of 1 J.U112, the above data may not be sufficient to justify its 

heavy-ion resilience based on impact, but resilience predicated upon it unlikelihood of 

being impacted by a heavy ion. 

3.4-4 BOE Etching Test 

As is discussed in Section 3.3-4, since the switching site is most likely located at 

the SiOx vertical edge region, BOE etching was performed in the switching devices to 

gradually remove the SiOx surface/edge for further study. Nine electroformed 

polySi-SiOx-polySi devices (5 with 40 nm-SiOx and 4 with 20 nm-SiOx) were placed 

in the BOE solution for consecutive time spans of 25 s, 60 s and 105 s. The memory 

states and switching property were tested between the intervals. The results are 

summarized as follows: 

(i) All 9 devices retained the ON states after 60 s BOE etching (the isotropic 

etching rate of SiOx in BOE is ~ 50 nm I min; however, slower etching rate may be 

expected in the undercut region in vertical polySi-SiOx-polySi device). 

(ii) 4 out of 5 of the 40 nm-SiOx devices kept switching after 60s BOE treatment 

(Fig. 48 a-d). 2 of the 4 even kept switching after an additional45 s BOE etching (Fig. 

48 a-b). 
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(iii) All of the 4 20nm-Si0x devices kept switching after 25 s BOE treatment. 

After 60s BOE etching, however, all of them became fully conductive 

(non-switchable state) within several cycles (Fig. 49 a-d). 

(a) 
25s BOE +35s BOE +45s BOE 

10-a 

10-7 

<( 10-a 
::::- 1 o-9 

10-10 

'fill? 
~: 

I I 

I I 

I I 

I I 

I I 

I I 

I I 

I I 

I I 

gm 

'/lmQ 

I 
I 
I 
I 
I 
I 
I 

I 
'fill? ~co 
I I 
I I :I 
I I ,I 
I I 'I 
I I I 
I I I I 
I I I I 
I I 

:I I I 
I I I I 
I ~I 
I 

I 

='fl!tl = I 

I I rp'O I 
I 

I I 
I I 

I ~ I I 
I 

I I 
I I I 

I I 
I I I 

I I 
I I 

I I I I 
I 

I I 
I I I 

I I 
I I 

I 
I I 

I I 
I I 

Jl1t\ I I 
I I 

I I I 1 o-11 §6 
I &ID I dJr6 I @6 dJr6 
I I I 

0 20 40 60 80 
Read operations 

(c) 
25s BOE +35s BOE 

104 lmo~ 
1 ; ~ Bre~kdown 10-5 

I f'9 
~ 10-a ~'Fi'~ll ~I'F I 1 I 

~10-7 I I I I I I I I I I I 
I I I I I I I I 1 I 

10-a 
I I I I I I I I I 
I I I I I I I I I I I 

10-9 
I I I I I I I I I I I {5P I I I I I I I I I 

10-10 &<6 I I 'f' tel 
~ 

I~ 

0 20 40 60 
Read Operations 

(e) 

104 ~E 
10-5 I :t : 

-a 1 1jBreakdoyvn 
10 fmr.'f'i' jrr!O 1 

~ 1 o-7 F'j' I I 'fl I 

~ 10-a : : :: 
10-9 I I 1 I 

I I I 1 I 

10-10 I I ,k\P I 
Cj§' I 

10-11 o 1 

0 20 40 60 
Read Operations 

I 
I 

80 

80 

100 

100 

100 

(b) 

10"5 

10-a 
10-7 

g 10-B - 10"9 

1 o·10 
10·11 

I 
I I 

1§6 

I I 
I I 
I I 
I I I 

I I I 'l 
I I J9 
~ 

0 20 40 60 80 100 
Read Operations 

(d) 
25s BOE +35s BOE +45s BOE 

104 I I I~ 
1 0·5 I I 1 1fsreakd wn 

audwr? lmD mr:l1a6 
1 0-{1 mD 'fiD II I 'F'f '!lG 1 <f.ll I 

I I I I I I 1 1 :1 : I 1 I I g 10·7 I I I I I I 1 1 1 1 I I 1 I I 

- 1 0-t! I I I I I I 1 1 I I I I I : I 
I I I I I I 1 I I I I I I I 

9 k, I I I I 1 I I I JQI I 
1 0. ""0 I I I I 1 1 I I "{Q I 

I I I I 

1 o-10 cf& I I 1 ~ I I ~ 
I II ~I 

10-11 I !Jo 1 

0 20 40 60 
Read Operation 

80 100 

Figure 48. Memory-switching test in 5 polySi-SiOx-polySi ( 40 nm SiOx) devices 

after consecutive 25 s, 60 s, and 105 s of BOE etching (programming current not 

shown). 
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Figure 49. Memory-switching test in 4 polySi-SiOx-polySi (20 nm SiOx) devices 

after consecutive 25 s, 60 s, and 105 s of BOE etching (programming current not 

shown). 

The above BOB-etching test in switching SiOx devices indicates that: the 

switching path (filament) is not completely at surface and/or the switching region 

might be more resilient to HF etching. 

3.4-5 Switching Speed 

The continuous memory cycling tests were performed using an Agilient 4155C 

semiconductor parameter analyzer controlled by a Labview program. The hardware 
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has a pulse-width limit of 0.5 ms in the pulse mode, but the actual output was 

measured by an oscilloscope to be at ~ 20 ms. The speed of individual switching 

events in the nanogap systems was measured by combining the Agilient 4155C 

semiconductor parameter analyzer with a data acquisition system (NI USB-6251 BNC) 

with the pulse width limit at~ 2 1.1s (Chapter 2). The switching speed at~ 2 l.l.S in the 

nanogap systems is consistent with other research employing metal nanogap 

structures,76 although the switching was attributed to metal-filament switching76'77 

(more discussion of the SiOx behavior being similar to molecular/nanomaterial 

systems is in Chapter 5). 

We further tested the SiOx-switching speed limit by using an Agilent B1500 

semiconductor parameter analyzer equipped with a pulse generator. The switching 

speed test is still based on a single switching event, that is, by outputting a pulse from 

the pulse generator and then shifting to the (source/monitor units) SMUs for 

conductance measurement, as the system is not equipped with an automatic selector 

between the pulse generator and the SMU s. Pulse tests were performed in both 

polySi-SiOx-polySi (40 nm SiOx) and TiW-SiOx-TiW (40 nm SiOx) vertical 

sandwiched structures, which are illustrated in Fig. 50a and Fig. 29a, respectively. As 

is discussed in Chapter 2, the switching is largely electrode-material independent and 

is the intrinsic property of SiOx. The TiW-SiOx-TiW devices share the similar resistive 

switching features (Fig. 50) and the pulse testing result as seen in the 

polySi-SiOx-polySi devices. 
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Figure 50. Electrical characterizations in EISiOxfE devices. (a) Schematic of the 

structure of EISiOxiE vertical cell and its electrical characterization setup. (b) IV 

curves in a formed TiWISiOxiTiW (120 nml40 nml l20 nm) device. The numbers 

aside the curves indicate the voltage sweep order and the black arrows indicate the 

sweep directions. Inset shows 80 consecutive IV curves from a polySiiSiOxlpolySi (70 

nm I 40 nm I 70 nm) vertical device. (c) Memory cycles in a TiWISiOxfTiW device 

using +5 V, + 12 V, and + 1 Vas set, reset, and read voltages, respectively. The set and 

reset currents are not shown here. 

Fig. 51 shows a series of programming pulses (top panel) and the corresponding 

device conductance immediately after the pulse (bottom panel, read at + 1 V) from a 

TiW-SiOx-TiW device. It shows that: (a) the switching speed for both set and reset 

processes fluctuates and varies between different events; (b) a rough trend is seen that 

the device requires a longer set voltage pulse to program if it has been reset by a 

longer reset pulse; (c) the reset and set pulse-width limits are at ~ 100 ns and 50 ns, 
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respectively; (d) the device has various conduction states (this has also been 

frequently observed in device memory cycling, e.g., Fig. 50c). 

200n SOn 40n 40n SOn SOn 100n 100n SOn 1u 2u 1 Ou SOn 80n SOn 

200n 
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Figure 51. A series of programming pulses (top panel) and the corresponding device 

conductance immediately after the pulse (bottom panel, read at + l V) from a 

TiW-SiOx-TiW device. 

It should be noted that the input pulse width was verified by an oscilloscope in 

an open circuit. However, the actual pulse shape across the device during the test was 

not monitored. Capacitance effects could be involved that would affect the actual 

switching speed. The conductance fluctuation during memory cycling is an indication 

of (local) micro-structural morphology variations in the filament between individual 

programming events. And the variation in the pulse widths is another indication, for 

example, that a longer reset pulse may result in more micro-structural changes in the 

filament which therefore requires a longer set pulse to heal. 
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3.4-6 Memory Endurance 

One of the main goals of the development of resistive switching memory is to 

serve as a potential alternative or even replacement of flash memory. 3• 12 This requires 

a memory endurance comparable to or beyond that in flash technology ( ~ 104-106 

cycles). Memory endurance of over 106 has been demonstrated in NiO resistive 

memory cells.78 Very recently, memory endurance of 1010 and 1012 has been 

demonstrated in TaOx-based resistive memory, 79•80 pushing it toward the criteria of a 

universal memory. 80 

As discussed previously, the memory cycling tests were performed using an 

Agilent 4155C semiconductor parameter analyzer. The actual output of the pulse 

width was measured to be ~ 20 ms (1 s period). Fig. 52a shows a typical memory 

cycling from a polySi-SiOx-polySi device. It shows fluctuations in both ON and OFF 

states (in particular the OFF states) and that the device becomes non-switchable (hard 

electrical breakdown) after over 103 cycles. While the fluctuations and cycles can be 

different from device to device (Fig. 52b and Fig. 52c ), they convey the similar 

information that micro-structural changes in the filament are involved during the 

programming processes and upon a certain amount of electrical stress, failure/collapse 

happens. 
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Figure 52. Memory cycles in polySi-SiOx-polySi devices. (a) Memory cycles in a 

pore structure. (b) Memory cycles in a 50 ~m circular polySi-SiOx-polySi ( 40 nm 

SiOx) pillar structure by dry-etching method. (c) Memory cycles in a 50 ~m circular 

polySi-SiOx-polySi ( 40 nm SiOx) pillar structure by wet-etching method. 

One assumption is that if the SiOx-switching failure level is not only determined 

by the cycles but also related to the total electrical-stress time (the products of cycles 

and pulse width) hence reducing the pulse width could, in principle, prolong the 

memory endurance. This kind of primary test was done using the Agilent B 1500 

semiconductor parameter analyzer equipped with the pulse generator. However, as 

there was no automatic selector between the pulse generator and SMU units, the 

memory state after each programming pulse could not be instantly monitored. Instead, 

the test was performed by applying a series of programming pulses with manual 

switchability check between each series of programming pulses. Fig. 53 shows the 

testing result from a polySi-SiOx-polySi device with ~ 104 cycles. While this primary 

data may indicate that programming pulse width could affect the endurance, further 

study is needed, with instant memory-state readout during the programming process. 
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Figure 53. Memory endurance in a polySi-SiOx-polySi devices (pulse period 10 ms, 5 

J..LS reset pulse, 50 J..LS set pulse). 

3.5 Summary 

From metal electrodes to metal-free silicon electrodes, the intrinsic SiOx 

switching picture is gradually reinforced. The fact that the current does not scale with 

device size indicates that the conduction and switching is through a highly localized 

pathway (filament). The X-ray and thermal resilience data indicate that the 

conductance change is not likely to be charge-based. The observed morphology 

change in SiOx during the electroforming process and conductance fluctuations in 

memory cycling further indicate micro-structural changes during switching. In other 

words, the composition of the filament is different from the original SiOx matrix and 

could evolve between different memory states. These indications provide the 
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feasibility of visualizing the filament in SiOx and motive the mechanistic study 

covered in the following chapter. 

It should also been noted that systematic study covering the memory 

performance in resistive switching memory has been rare mainly because of device 

variations. 12 From the mechanistic point of view, this is because the formation of the 

filament (electroforming process) is largely uncontrollable. An understanding of the 

switching mechanism can in turn help to engineer the device structure for optimal 

performance. 
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Chapter 4 

Probing the Conducting Filament in SiOx Memory Devices 

and Mechanistic Implications 



4.1 Static TEM Imaging of the Filament 

While a picture of conductance change induced by an electrical or 

electrochemical process is generally acknowledged in various resistive switches, 12
"

3 

the lack of the actual visualization of the switching path, 12 particularly its material 

composition, adds to the debates over the mechanisms.27 The difficulty is partially 

attributed to the localized nature of the switching. While nanoscale local switching is 

promising for device scaling, 11 the small switching volume makes it challenging to 

find the precise active sites. 

The localized conduction and switching in SiOx have been indicated both from the 

non-scaling property in the current with respect to the device size (Fig. 37f) and the 

localized morphology change during electroforming processes (Fig. 38). In particular, 

the independence of switching on electrodes in SiOx as discussed in Chapter 2 enables 

the use of other materials as electrodes that could provide further constriction, since 

conducting filaments can be strictly confine27
'
72 and require accurate positioning. 

Generally, a planar structure also eases the probing compared to vertical sandwiched 

structures as discussed in Chapter 3. So in this chapter, we return to planar SiOx 

structures and utilize the unique properties of some electrode materials to assist the 

locating of the filament in SiOx. We then use transmission electron microscope to 

examine the switching region and identify the filament. 
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4.1-1 Locating and Visualizing the Filament 

Carbon nanotubes (CNTs) provide the natural lateral constriction for this 

mechanistic investigation. As shown in Chapter 2, by electrical breakdown, a nanogap 

in the CNT can be defined. The CNT-SiOx-CNT nanogap system, with the two broken 

CNT ends serving as effective electrodes (Figure 54a), shows the characteristic 

switching (Figure 54b, c). The switching is attributed to the SiOx at the nanogap 

region instead of a mechanical switch by the two broken CNT ends because: (1) 

forming-correlated damage to the SiOx at the nanogap region is always observed (see 

Fig. 55 for a detailed forming description); (2) the switching is highly repeatable 

whereas mechanical CNT switches normally operate for only a few (<I 0) cycles;60 (3) 

a CNT nanogap on a SbNx substrate could not induce switching. 
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Figure 54. Switching in a CNT-SiOx nanogap system. (a) A schematic of conceptually 

transferring a vertical stacking E-SiOx-E (E denotes the conducting electrode) 

structure to a planar one, and then to a laterally confined embodiment by using the 

two broken ends of an electrically broken CNT as effective electrodes. (b) 

Characteristic JVs in a CNT-SiOx nanogap system. (c) Switching cycles (read by +I V 

pulses) in the CNT-SiOx nanogap system with a set and reset voltage pulse of +6 V 

and +I2 V, respectively (the programming current is not shown here). 
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Figure 55. Formation of switching in a CNT-SiOx nanogap system. (A) An electrical 

breakdown (breakdown) IV curve in an as-made CNT device. The top inset shows the 

CNT device before breakdown (scale bar is 100 nm). And the bottom inset shows the 

same IV in linear coordinates. (B) The corresponding SEM image of the CNT device 

after the breakdown. Before breakdown, the CNT device showed linear I V behavior 

(bottom inset in (A)). At ~ +5.5 V, a sudden current drop occurred (indicated by the 

black arrow in the bottom inset in (A)), indicting that electrical breakdown in the 

CNT was induced. The corresponding SEM image in (B) revealed that a gap region in 

the CNT was produced. By re-plotting the IV curve using a log format, more 

information is revealed. Immediately after the electrical breakdown in the CNT at ~ 

+5.5 V (indicated by the black arrow in (A)), a sudden conductance jump occurred at 

~ +6.5 V (indicated by the red arrow in (A)). This conduction after the electrical 

breakdown in the CNT was attributed to the initialization of a forming process in SiOx 

at the gap region for its low-magnitude, nonlinearity and fluctuations. In fact, this 

correlates well to the discernable damage to the SiOx substrate at the gap region 

(shown in (B)) immediately after the electrical breakdown in the CNT, as a high local 
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electrical field would immediately follow after the gap generation. (C) The 

subsequent forming process in the CNT-SiOx nanogap. After the formation of the 

nanogap, subsequent voltage sweeps (curves 1-4, with the numbers indicating the 

sweep order) led to the characteristic switching IV (red curve). (D) The corresponding 

SEM image of the gap region after the forming process revealed a morphology 

change in the SiOx substrate (compared to that in (B)). 

The confined switching site was then sliced out into a 80 nm thin piece by focused 

ion beam (FIB, University of Houston) and examined under TEM (JEM 2100F) (see 

schematic in Fig. 56). Remarkably, out of the amorphous SiOx background, 

nanocrystals (NCs) at the switching site are observed (Fig. 57). NCs were only 

observed in the gap-region, therefore ruling out FIB-induced NC formation. For the 

limited elements involved here, possible crystals are only Si, graphite, and Pt 

(electrical wiring material to the CNT at the far ends). The measured lattice spacing in 

the NCs is either between 0.30 nm and 0.32 nm or at 0.19 nm, corresponding to those 

in Si NCs.81 In contrast, the lattice spacing is 0.34 nm in graphite and 0.23 nm in Pt, 

both of which are outside of the observed range. 

FIB 

--+ 

Figure 56. Schematic of cutting out the CNT-SiOx-CNT switching sit by FIB and then 
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examined under TEM. 

Figure 57. (I) SEM image of the switching CNT-SiOx nanogap system. The dashed 

green line indicates the FIB-cut location. The device was in an OFF state before the 

FIB-cut. (II) The TEM image of the cross section corresponding to the dashed green 

line in (I). Note that an amorphous SbNy layer was grown on top of the CNT-SiOx 

system as a protecting means during the FIB cut. (III) A high-resolution TEM image 

of the region as indicated by red dashed rectangle in (II). Nanocrystalline structures 

are delineated by white dashed lines. The measured lattice spacing in each numbered 

region (from 1 to 8) is 0.30, 0.31 , 0.31 , 0.19, 0.32, 0.31 , 0.31 , and 0.32 nm, 

respectively. Note that the lattice spacing of 0.19 nm corresponds to that in a Si(220) 

plane81 while the rest ofthe values are commonly attributed to that in a Si(l11) plane. 
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The Si NCs align in a pathway that is parallel to the current flow direction (Fig. 57). 

We propose that this Si pathway composes the switching path or filament. This is 

supported by the previous test that the stored ON states survive at a temperature as 

high as 700 oc in Ar/H2 environment but degrade significantly in air as a direct 

consequence of oxidation (Fig. 47). And the robust X-ray resilience indicates that the 

switching is not based on charge-trap induced conductance modulation in the Si 

filament. Both ON and OFF states show no obvious degradation (Figure 46) after 

exposure to X-ray radiation (8 KeV) at an estimated dose of 2 Mrad (Si02) , a value 

more than one order of magnitude higher than the failure level of charge-based flash 

memory. The Si component in the filament/conduction path also offers a possible 

scenario why the edge-confined switching is resilient against BOE etching (Figs. 48, 

49). 

4.1-2 The Proposed Mechanistic Picture 

We varied the thickness of the SiOx layer, in a way to vary the length of the silicon 

filament, to study the effect on the electrical behaviors. Vertical devices with SiOx 

layer thickness ranging from 10 nm to 200 nm were fabricated and electroformed to 

switching states. The threshold set voltage (Vth, defined as the voltage value at which 

the set process begins) with respect to SiOx thickness is plotted in Fig. 58a. It shows 

largely thickness-independent behaviors, with the V th concentrated between 3.5 and 4 

V. This weak SiOx-thickness dependence or filament-length dependence supports the 

mechanistic picture of point switching in the filament (see illustration in Fig. 58b ): for 
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the large OFF resistance, the set voltage drops mainly across the broken point in the 

filament regardless of the filament length. The Yth also seems to indicate an intrinsic 

threshold voltage value at which some silicon conversion/transfer process begins as to 

heal and reconnect the broken point. It is thus likely that the set process correlates to 

certain electrochemical process which requires specific electrical potentials. As the 

only elements in the system are oxygen and silicon, we propose that an 

electrochemical reduction process of SiOy ~ Si is involved in the set process to 

reconnect the silicon filament. The reset process, on the other hand, is through an 

oxidization process of Si ~ SiOy mainly driven by current local heating for its 

voltage-polarity independence and higher voltage magnitude. This picture is 

consistent with the tunneling conduction (i.e., I oc V 112 
) in the OFF states. 

Furthermore, as trivial micro-structural differences at the Si bridging ends are 

expected between individual reset events, tunneling current fluctuations in the OFF 

states are expected (e.g., see Fig. SOc). 
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Fig. 58 (a) Vth from devices with different SiOx thicknesses. Data points at 40 run, 80 

nm, 160 nm and 200 nm were collected from TiW /SiOx/TiW structures while data 

points at 10 nm and 20 nm were collected from polySi/SiOx/polySi structures. The 

reset voltages were at + 12 V ( + 1 0 V for the 10 nm devices to avoid hard breakdown 

in the SiOx layer). (b) Schematics of ON and OFF states resulting from a point 

switching in a silicon filament embedded in the SiOx matrix. 

With the visualization the conduction path (Fig. 57), we can do an estimation of 

the switching speed based on the mechanism we proposed. Suppose that during a set 

process, a region of d ~ 5 nm involves the reduction process SiOx ~ Si to re-bridge 

the Si path. Consider a spherical SiOx (x ~ 2) region with d ~ 5 nm, the number of 
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charges required to reduce Si4
+ to Si is N =~n(d /2) 3 

· p· N A ·4 , where p, M, NA are 
3 M 

the density of SiOx, molar mass of SiOx, and the Avogadro constant, respectively. So 

the minimum switching time is l:!t.t =NeiL where e, I are the electron charge and OFF 

current at the set voltage, respectively. Based on the IV sweep (blue curve in Fig. 54b ), 

the OFF current I at the set voltage (+ 6V) can be obtained by extrapolation using 

I oc V 112
, and is estimated to be ~ 2x 1 o-8 A. So the calculated L1t is ~ 40 ns. This 

estimation is close to the actual switching speed achieved in the devices (e.g., ~ 100 

ns in the set process, see Fig. 51). This picture is further supported by the fact that a 

set process cannot be performed in air (Fig. 42) but can be done in nitrogen or 

vacuum (1 o-s Torr), as oxygen environment hinders the reduction. As both Si and SiOx 

are stable materials, the switch shows robust nonvolatile properties with an 

extrapolated retention time beyond 10 years (Fig. 41 ). 

The above proposed electrochemical redox process can also account for the 

multi-level states (Fig. 22b) and corresponding Vth shifts observed in the SiOx devices. 

In the same device, a lower magnitude in the reset voltage usually results in an 

increased OFF conductance and it also slightly shifts the V th to a lower magnitude 

(see Fig. 59a, or in Fig. 22a). The conductance modulation in the OFF states by 

different reset values enables the possibility of multi-bit memory. Meanwhile, the 

device-size independence in the ON states indicates that this conductance modulation 

is through single or few filaments, not a collective effect from a large number of 

filaments. In other words, it is the structural/compositional variation at the switching 
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point in the filament that governs the conductance modulation. In the mechanistic 

picture that a reset process is through Si ~ SiOy,, it is expected that the final valence 

state of the Si2y+ in SiOy will affect the conduction. More generally, higher valence 

state in Si2y+ (or richer oxygen concentration) is likely to result in a more insulating 

state (Fig. 59b ). A higher magnitude in the reset voltage should result in a more 

complete oxidization process and hence lower conductance. On the other hand, for the 

electrochemical process of SiOy ~ Si involved in a set process, the lower the valence 

state in the Si2y+ the less energy or electrical potential (applied voltage) is required for 

the reduction. Therefore, a decrease in the magnitude ofthe reset voltage results in the 

shift ofVth toward a lower magnitude as well. Note that valence states ofSi0
, Si+, Si2+, 

Si3+, and Si4+ were indeed observed and identified in SiOx and the binding energy 

increases as the valence state increases. 82 
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Figure 59 (a) IV curves of the set processes in a same TiW /SiOx/TiW ( 40 nm SiOx) 

device. Each set I V curve was obtained after a reset process, with different colors 

indicating different reset voltage values. The black, magenta, blue, and green colors 

correspond to set IV curves after +8 V, + 1 0 V, + 12 V, and + 14 V reset operations, 

respectively. (b) Schematics of the valence states of silicon (or oxygen concentrations) 

at the switching site in the filament with respect to different OFF conduction states. 

The CNT electrodes ensure that the only source for the formation of Si NCs is 

SiOx. This is consistent with the electrode-independent switching in SiOx. As the 

forming process can induce local crystalline structural changes, it is possible here that 
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the forming process breaks the Si-0 bonds to form direct Si-Si bonds, which then 

aggregate into NCs. Another similar scenario is to consider the movements of oxygen 

vacancies83 as the cause of the local material composition change. The forming 

process is found to be not only field-driven but also thermal-related. A substantial 

current level (1 o-6 A) needs to be reached before a forming process takes place; 

otherwise a hard breakdown (non-switchable high-conductance state) is more likely to 

happen. This indicates that local current heating is also necessary, as heat is found to 

help Si aggregation in SiOx. 84 Consequently, a forming process cou ld not be 

initialized at temperatures below 150 K in our experiments. The forming process is 

more readily induced at the surface of the SiOx, as surfaces are more defective and 

thus more subject to leakage. Thermal annealing tends to introduce more defects at 

the surface thus assisting the forming process. Therefore, the switching is not 

intrinsically surface-confined. While a smaller x value in the SiOx could result in an 

easier electroforming process, the Si-pathway picture suggests that once the NCs are 

formed, the switching is less likely to be x-dependent. The Si-pathway picture 

provides guidance into engineering SiOx (e.g. , through local Si doping) to make 

resistive switches for memory and logic applications. 

4.2 in situ Imaging of the Filament 

4.2-1 Challenge and Opportunity 

The visualization of the silicon filament discussed above provides more insight 
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into the intrinsic switching properties of SiOx. Similar techniques combining FIB and 

TEM were used in other resistive memory system for the study of the composition of 

the filament. 72 While it is difficult to locate the actual functional filament region for 

multi-filament switching systems,72 utilization of the CNT electrode provide a method 

to localize the filament (Section 4.4-1). Nevertheless, FIB-cut imaging is destructive 

in that one needs to destroy a working device in order to image the functional region. 

Other arguments could be rendered with respect to the formation of the filament, as 

high-energy ion beam used in the sample-preparation stage of FIB might induce 

micro-structural changes within the sample itself. Therefore, in situ imaging of the 

filament formation is essential for the further investigation of the mechanism. 

Moreover, for the point-switching scenario as discussed above, it is also possible to 

visualize the dynamics of the filament during the switching event, providing more 

details into the mechanism. 

To date, in situ imaging of the switching dynamics in resistive switching systems 

has been rare. 12 The difficulty lies not only in the dearth of in situ nanoscopic 

instrumentation but also the strict design of an effective nanostructure for probing. 

Since Rice University does not have the capability of in situ electrical characterization 

in the TEM system, a TEM holder that is capable of electrical signal input was 

designed and fabricated (Fig. 60, also see Appendix for details). 
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Figure 60. TEM holder (for JEM 21 OOF TEM system) that is capable of in situ 

two-terminal electrical characterization. 

4.2-2 Device Design and Fabrication 

Figs. 61a-c shows the schematics of the device design and setup for the in situ 

imaging. The imaging region consists of a SiOx thin-walled structure covered by a 

layer of amorphous carbon (a-C), which is connected to external electrical inputs (Fig. 

61 a). By electrical breakdown in the a-C layer, a disruption region or nanogap can be 

produced as we described previously in planar carbon-coated SiOx devices.52 The 

broken ends of a-C layer then serve as the electrodes for the SiOx in the nanogap 

region. The use of a-C as the electrode material eliminates possible extrinsic effects 

from metals, and the electrical breakdown-generated nanogap provides an easy 

method for the fabrication of closely spaced electrodes atop a thin-walled structure. 

The confinement from the nanogap pre-localizes the switching site so that it can be 

constantly monitored from before the electroforming or filament formation and 

throughout the experiment. During imaging, the electron beam from the TEM system 

travels perpendicularly across the SiOx thin-walled structure. In this configuration, the 

SiOx and the a-C layer are spatially separated in the imaging plane, minimizing 
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possible interference from the electrode material. Practically, for the successful 

passage ofthe electron beam across the nanogap region, a multi-stage design with the 

SiOx thin-walled structure is required (Fig. 61 b). This multi-stage device is then 

vertically mounted on a home-built TEM stage (Fig. 60) that is capable of in situ 

electrical characterization (Fig. 61 c). 

(a) 

(b) 

r---------• 
I I 

Nanogap 
I 

Filameo 

Figure 61. (a) Schematic of the SiOx thin-walled structure for in situ TEM imaging. 

The switching region in SiOx is localized by the nanogap generated in the a-C layer 

and imaged by TEM. (b and c) Schematics of the multi-stage structure and its 

arrangement with respect to the TEM stage. The pink arrows indicate the TEM 

electron beam imaging direction. 

The multi-stage SiOx thin-wall structure as shown m schematic in Fig. 61 is 

111 



fabricated from a silicon wafer (thickness~ 500 J.Lm) capped with 2 J.Lm thermal SiOx 

(x ~ 2) on top. It includes the following steps Fig. 62: 

1. Cr sacrificial mask ( ~ 400 nm thick) is defined by photolithography. Reactive 

ion etching (RIE) is then used to define the Si stage as shown in Fig. 63b. The 

etching depth for the Si stage is~ 12 J.Lm. CHF3/02 and SFJAr/02 recipes are 

used for SiOx and Si etching, respectively. The Cr mask is then removed by Cr 

etchant (CEP-200). 

2. At 900 °C, a layer of a-C is grown on top of the defined Si stage by chemical 

vapor deposition (CVD) method using C2H2/H2 (50/150 sccm).49 The a-C layer 

is ~ 20 nm thick with its resistivity ~5-6 Knlo. Note that low resistivity is 

desirable so that the resistance of the a-C electrode is comparatively lower than 

that of the ON state in SiOx. 

3. RIE (02) is performed for selected-area removal of the a-C layer, with 

photoresist (81813) as sacrificial mask defined by photolithography. 

4. Electrodes (Ti/ Au = 5150 nm, for wire bonding) is then defined by 

photolithography. Note the selected-area removal of a-C layer in step 3 is to 

ensure a direct SiOx/Ti/ Au contact for good adhesion during wire bonding. 

5. Pt wires that connect the a-C layer and the Au electrodes are defined by 

electron-beam lithography (EBL). The two Pt wires are separated by~ 3 J.Lm 

atop the a-C region. 
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6. Narrow Cr stripe ( ~ 140 run wide, 50 nm thick) between the Pt wires atop the 

a-C layer is defined by EBL. It serves as the sacrificial mask for SiOx etching 

during the definition of the thin-wall SiOx structure as shown in Fig. 63c. 

7. A second Cr mask (~40 nm) is defined by photolithography to protect the Au 

electrodes during SiOx etching. Note the Pt wires need no protection as they are 

resilient to the SiOx-etching recipe. 

8. RIE is used to define the SiOx thin-wall structure with a height of ~ 500 run 

(Fig. 63c). Because of undercut, the 140 nm-wide Cr mask eventually results in 

the width ofthe SiOx thin-wall structure ~ 100 nm (top panel in Fig. 64). And 

the Cr mask is then removed . 

• SiOx . Cr Pt 

1. RIE deep-Si etching 5. Pt-wire definition 

2. CVD cx-C growth 6. Cr-stripe mask definition 

3. Selected-area ex -C removal 7. Cr-mask-on-Au definition 

4. Au-electrode definition 

Figure 62. Fabrication flow of the device for the in situ TEM imaging device. 
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The fabricated structure above is then sliced into slim piece (350 J.lm x3 mm, Fig. 

63a) by a dicing saw. With the height of the SiOx thin-wall structure - 500 nm (Fig. 

63c), the width and height of the Si stage- 20 J.lm and 10 J.lm, respectively (Fig. 63b), 

the width of the device - 300 J.lm, the fabricated device is expected to have an 

angle-mismatch tolerance of- 0.5 degree for the electron beam. The sliced device is 

then vertically mounted on a home-built TEM stage (Fig. 60) that is capable of 

electrical input, and electrically connected through wire bonding. An Agilent B 1500 

semiconductor parameter analyzer is used for the electrical characterizations. The 

imaging is carried out on a JEM-2100F TEM system with the beam energy at 200 

KeV. 

Fig. 63a-c show a series of SEM images of the actual device for the in situ TEM 

imaging. Fig. 64 (bottom panel) shows a C-SiOx thin-wall structure successfully 

imaged under TEM (low-resolution mode). The device parameters are specified in the 

caption in Fig. 63. 
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Figure 63. (a) A macro-scale Si chip (made from Si wafer with 2 J..Lm Si02 on top) 

defined by a dicing saw (L xW xH ~ 3 mm x0.4 mm x0.5 mm). (b) On the macro-scale 

Si chip sits the first stage defined by deep-Si etching method. The width of the 

constriction region is ~ 20 J..Lm. The height of this stage is between 10 ~ 15 J..Lm. The 

electrode pad area is between ~ 200 x 500 J..Lm2 for wire bonding. (c) On the 

constriction of the first stage is the C-SiOx thin-wall structure (electrically wired to 

the electrode pad for wire bonding). The C-layer thickness is 10-30 nm. The C-SiOx 

thin-wall structure is ~ 700 nm x 100 nm x350 nm (LxW xH). With these parameters, an 

angle tolerance of ~ 0.5° is achieved. 
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Figure 64. A top-view SEM image of a C-SiOx thin-wall structure (top panel) and a 

TEM image (low-magnification mode) of a C-SiOx thin-wall structure (bottom panel). 

4.2-3 in situ Imaging 

Fig. 65a,b show two examples of the electrical breakdown in the a-C layers in 

the TEM system to produce nanogaps in the C-SiOx thin-wall structure. Upon 

sweeping to > 10 V, a sudden conductance decrease is incurred (middle panels). 

Simultaneously, a disruption in the a-C layer on top of the thin SiOx wall is observed 

(bottom panels). The SiOx layer at the nanogap region usually also becomes dented, 

likely because of the combined effects of current local heating and high electric field. 
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Figure 65. Top panels: two as-made C-SiOx thin-wall structures under TEM. Middle 

panels: electrical breakdowns of the a-C layers by voltage sweeps to certain values. 

Bottom panels: disrupted nanogaps (indicated by dashed circles) after the electrical 

breakdowns in the a-C layers. 
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We found that the high-energy electron beam from the TEM system (200 Ke V) 

impacts the SiOx switching properties at the high-resolution mode. Specifically, the 

electron beam tends to not only degrade the memory state (e.g. the ON state), but also 

the switchability. As shown in Fig. 66a, with the electron beam blocked, the C-SiOx 

thin-wall nanogap system showed the characteristic switching IV curve (blue curve). 

The device was then set into ON state (magenta & red curves). When the electron 

beam was under normal high-resolution imaging mode, magnification ~ 200 K, the 

ON state degraded (red curve in Fig. 66b). Moreover, the device was de-activated into 

a non-switchable low-conductance state (black curves in Fig. 66b). With the electron 

beam blocked after this several-min exposure, a re-electroforming process followed 

(black curves in Fig. 66c) and activated the device into its normal switching state 

(blue curves in Fig. 66c ). This kind of phenomena can be repeated in the same device 

and other devices, further confirming the destructive role of the electron beam to the 

switching device. A shorter electron exposure time usually results in an easier (e.g. 

less voltage sweeps) re-electroforming process. The mechanistic implication of the 

beam impact will be discussed later. 
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Figure 66. (a) Switching IV curves in a formed C-SiOx thin-wall device with the 

electron beam from the TEM system blocked. The device was switched to ON 
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(magenta curve) and kept in the ON state (red curve). (b) When exposed to the 

electron beam, the ON state degraded (red curve) and no switching IV curves were 

observed with further forming attempts (black curves). (c) When the electron beam 

was blocked again, a re-forming process (black curves) in the device was initialized 

and finally the device went back into the switching state (blue curves). The numbers 

in the figures indicate the voltage-sweep orders. 

Fig. 67 shows a series of high-resolution TEM images of the nanogap region 

(right panels) with respect to different I-V responses (left panels). Note that during the 

electrical characterization, the electron beam was temporally blocked to exclude beam 

impact as discussed above. Immediately after the electrical breakdown in the a.-C 

layer, a nanogap of~ 15 nm is formed (Fig. 67a). Both the SiOx at the nanogap region 

and the SiOx far from the nanogap show amorphous silica features. Because of the 

disruption in the a.-C layer, the device shows little conduction during the subsequent 

voltage sweep, until at~ 12 V the current suddenly increases (light grey curve in the 

plot of Fig. 67b ). This conductance increase features the beginning of the 

electroforming process in Si0x.69 The device is subsequently electroformed, showing 

the characteristic 1-V curve featuring current increase (at~ 5 V) and decrease (at~ 10 

V) that define the typical set and reset processes, respectively (grey curve). The 

device is set to the ON state (red curve). The immediate TEM imaging shows 

morphological changes at the nanogap region (Fig. 67b ), as is often associated with 

the electroforming process.12'69 Specifically, out of the amorphous background, ~ 3 

nm regions of nanocrystalline structure (based on the appearance of lattice fringes) 
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appear at the nanogap (bounded region and inset in Fig. 67b ). The apparent lattice 

spacing of the nanocrystal based on the fringes is distinct from that of the a-C, 

indicating a different material form. 

Due to the beam impact as shown above (also see discussion below), the formed 

ON and switching states degrade after imaging (light grey curve in Fig. 67d). A 

subsequent re-electroforming process is involved to set the device back to ON (grey 

and red curves). The immediate imaging shows growth in the nanocrystal (bounded 

region and inset in Fig. 67c). The partially degraded ON state after this imaging is 

compensated by a set process (red curve in Fig. 67d). For the subsequent voltage 

sweep to 14 V, a sudden decrease in the conductance occurs at - 12 V, featuring the 

typical reset process.69 The immediate imaging shows prominent shrinkage in the size 

of the nanocrystal (bounded region and inset in Fig. 67d). 
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Figure 67. High-resolution TEM images of the nanogap region (right panels) taken 

immediately after the electrical characterizations (left panels). (a) The electrical 

breakdown 1-V curve in the a-C layer and the formed nanogap. The inset shows the 

enlarged nanogap region which shows only amorphous features. (b) The 

electroforming process in SiOx with the state set to ON. The inset is an enlarged 

image of the circled region, showing nanocrystalline features. (c) A re-electroforming 
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process in SiOx after the imaging in (b), with the state set to ON. The inset shows the 

enlarged image of the circled region, showing the growth of the nanocrystal. (d) A 

reset process after the imaging performed in (c). The inset shows the enlarged image 

ofthe circled region, showing the shrinkage of size in the nanocrystal. The numbers in 

all the left-panel plots indicate the voltage-sweep orders. 

The nanocrystalline structures were persistently observed only at the nanogap 

region in the switching devices, indicating their correlation with the electroforming 

and switching processes. Selected area electron diffraction shows that the crystalline 

structures are consistent with Si nanocrystals (NCs) and not silicon carbide. As shown 

in Fig. 68b, the lattice spacing of 0.27 nm and 0.16 nm and 0.14 nm can be assigned 

to Si-I (200), (311) and (400) planes, respectively. However, (200) plane is the 

forbidden plane for diffraction in diamond cubic structure. 85 Instead, it is more 

reasonable to assign the strong signal at 0.27 nm·1 to Si-III/Si-XII phases. 86 The lattice 

spacing of 0.27 nm and 0.16 nm and 0.14 nm correspond to Si-III (211), (400) and 

( 422) planes. 87 More evidence is shown in Fig. 69 below. In additional, the diffraction 

pattern here is different from those in the SiC forms87-89 and crystalline silica87, ruling 

out the possibility of all those forms. 
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Figure 68. (a) High-resolution TEM image of a second switching nanogap (the first is 

shown in Fig. 67) showing the corresponding selected-area diffraction pattern for the 

device. 

As SiOx is the only source containing the Si element, the formation of the Si NCs 

shows that the energetically viable SiOx~Si process is associated with the 

electroforming process. The in situ recording of this process also excludes the 

possibility of processing-induced formation during the filament isolation as was 

involved in ex situ imaging. 
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Figure 69. TEM and diffraction patterns from a different device than that shown in 

Fig. 3. (a) High-resolution TEM image of the nanogap region from another SiOx 

switching device. (b) Selected-area diffraction pattern ofthe region shown in (a). (c) A 

fast Fourier transformed micrograph of the image shown in (a). 

As the ON state shows largely metallic conduction,25 questions arise regarding 

the composition of the conductor since conventional silicon is semiconducting. 

Lattice-spacing measurements and electron diffraction patterns from the Si NCs show 

evidence of structural deviation from the conventional diamond cubic Si-I phase. As 

shown in Fig. 69, the intersected lattice spacing of 0.33 and 0.32 nm with a nearly 

perpendicular angle is the feature of the Si-III phase, 86 which is semi-metallic90 and 

often associated with other conducting phases.91 This indication can also be seen in 
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Fig. 67; while the lattice spacing of0.27 nm can be assigned to Si-1(200), Si-III(211) 

or Si-XII(ll-2) faces, that of 0.33 nm (Fig. 67b) can only be associated with 

Si-III/Si-XII phases. 86 In particular, as Si-1(200) is the forbidden plane for 

diffraction,85 the strong signal of 0.27 nm·' in the diffraction patterns is further 

indication of the conducting Si-III/Si-XII phases92 (Figs. 68 and 70). While these 

phase transitions in Si are typically induced by pressurization,91 here it is possible that 

the high electric field attained at the nanogap is inducing these phases. The stability of 

the formed silicon phases at ambient environment91 also accounts for the 

electronically nonvolatile property in SiOx resistive switching memory. Remarkably, 

the suppression of the electroforming and switching in SiOx at low temperature25 '69 

coincides with the fact that the Si-III phase cannot be formed at liquid-nitrogen 

temperature.93 Furthermore, the semi-metallic NCs suggest a rationale for failure to 

induce gating in three-terminal embodiments of these devices, 49 which was originally 

proposed to be carbon switching49 and later clarified as SiOx-derived switching.52'69 

Note that ion milling was reported to induce phase transition of Si (III/XII) ~ Si-1 + 

a-Si,93 which accounts for the possible appearance of Si-1 phase in ex situ imaging by 

FIB cut shown in Fig. 57. 

126 



Figure 70. (a) High-resolution TEM image of a fourth switching nanogap and (b) the 

corresponding selected-area diffraction pattern. The diffraction pattern here shows 

similar feature as that in Fig. 68(b). The signal at 0.33 nm-1 can only be assigned to 

Si-III (211) or its closely-related phase Si-XII (11-1). 86 This lattice spacing along with 

the absence of 0.31 nm-1 signal (corresponding to Si-1(111)) further indicates the 

Si-Ill/Si-XII phases. 

From the devices studied, the filament in SiOx is not in the form of a continuous 

single crystal across the nanogap, as seen in TiOx switching systems. 72 Instead, 

discrete Si NCs form across the nanogap. This feature indicates a possible transition 

region between the Si NCs that could favor the switching process. The growth of the 

Si NCs (Fig. 67c) indicates the general Si-rich nature along the nanogap in the 

electroformed device. This Si enrichment is also evidently correlated with the 

indention and shrinkage of the volume at the nanogap region, likely a result of oxygen 

outgassing. 71 The shrinkage of the Si NCs with respect to the conductance drop (Fig. 

67d) indicates the possible amorphization process. This is consistent with the 
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thermally induced amorphization observed in the metallic Si phases, 91 "92 as the reset 

process in unipolar resistive switching is largely thermally driven.69 In particular, 

resistance increase is associated with the amorphization process.93 This provides a 

possible scenario for the filament rupture in the reset process. 

We further take the electron-beam impact into consideration during the mechanistic 

interpretations. As mentioned above, the electron beam from the TEM system tends to 

degrade the conduction and switching state in SiOx. This does not indicate a 

charge-based mechanism though, as that was ruled out in the x-ray irradiation 

experiment and high temperature stability measurements.69 In fact, knock-on 

structural change in Si can be readily induced by an electron beam at the imaging 

energy (200 KeV),94 and the amorphization process can be induced.86•95 This accounts 

for the switching degradation after beam exposure (Fig. 67b) as structural changes 

along the entire filament are induced. While this is a further indication of structural 

change-induced conductance switching in the Si filament, it also implies that the 

structural transition needed for the switching can be subtle. 

4.3 Summary 

From static imaging by CNT-assisted localization to in situ imaging using 

C-SiOx thin-wall structures, the Si-rich filament in SiOx resistive switching device is 

visualized. In particular, the study in in situ imaging provides an overall picture of the 
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intrinsic resistive switching in SiOx. The electroforming is through the SiOx~Si 

process with the semi-metallic Si state identified. The switching is indicated to be 

through the transition between the semi-metallic and amorphous Si forms. It also 

provides a general overview of electrical breakdown in silicon oxides. The 

degradation of the resistive switching state to a nonswitchable metallic state (hard 

breakdown96) in SiOx is likely to be associated with the further aggregation of the 

metallic Si forms. The method described here can also be applied to other resistive 

switching materials for mechanistic investigation. 
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Chapter 5 

Silicon Oxide is a Non-Innocent Substrate in Molecular Electronics and 

Nanoelectronics Studies 
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5.1 Introduction 

As covered in Chapters 1 and 2, the study of the resistive switching phenomena 

in SiOx initially started from a mechanistic investigation of carbon-material-based 

memory on SiOx substrates. With the intrinsic conduction and switching in SiOx 

discussed and largely revealed (Chapters 2-4), here we tum back to discussing the 

implications of SiOx switching in other nanoelectronic devices.97 

Because of its good insulating properties and mature technologies in fabrication, 

SiOx has long been used as a passive and insulating material in electronics. In the 

construction of typical two-terminal electronic devices, it is frequently used as a 

supporting substrate for a pair of planar electrodes, or as an insulating spacer between 

a pair of vertical ones. Topologically, this E-SiOx-E (E denotes electrode) system 

defines a gap structure across which material of interest can be bridged and 

electrically measured. Since SiOx ordinarily contributes negligibly to conduction, the 

measured electrical properties are solely attributed to the material of interest. Through 

this approach, electrical transport properties in various molecules and nanomaterials 

have been investigated.47-4955 '65'77'78'98-103 

However, it has been shown in the previous chapters that this traditionally passive 

SiOx can be readily converted into an electrically active material for 

resistive-switching memory.25'52'69'74 The conduction and resistance change occurs 

through voltage-driven formation and modification of a pathway of silicon (Si) 
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nanocrystals (NCs) embedded in the SiOx matrix, with SiOx itself also serving as the 

source for the formation of Si NCs.69 This mechanistic picture reveals the intrinsic 

property of conduction in SiOx and therefore results in electrode-independent resistive 

switching in Si0x.52 While efforts have been directed toward SiOx-based memory 

device fabrication, performance and mechanism investigation, 25·69 little attention has 

yet been paid to the implications of this conduction upon other electronic systems that 

use SiOx as a device component. In particular, in molecular systems, the spacing 

between the electrodes tends to be close in order for the molecules, either monolayers 

or multilayers, to be bridged between the pair of electrodes. Consequently, at modest 

voltages, high local electrical fields are attained in the gap defined by the pair of 

electrodes. It is then of critical importance to determine whether the measured 

electrical phenomena are truly the result of molecular conduction or resulting from 

SiOx conduction induced by the high electrical field. 

In this chapter, we firstly demonstrate resistive switching to a thin layer of SiOx 

(thickness t ? 7 nm). Depending on the history and sweep mode, we show in details 

how one can obtain various nonlinear current-voltage (IV) behaviors, which 

essentially point to the same phenomenon and underlying mechanism. The nonlinear 

features in the IV curves include conductance peaks and current hysteresis. At the post 

soft-breakdown state, we further show that negative differential resistance (NDR) and 

current hysteresis can be obtained at a lower voltage range (below the 

resistive-switching voltage range). The electrical phenomena are explained by the 
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filamentary conduction nature in SiOx. Finally, we show different current hysteretic 

behaviors from a native silicon oxide surface (t - 1.5-3 nm). All these electrical 

behaviors can largely mimic electrical phenomena observed in molecular and 

nanoelectronic systems, suggesting substantial caution must be paid when studying 

conduction in nanoscale systems that use SiOx as an isolating layer. Starting with a 

plausible molecular conduction, we then show that this nonlinear conduction is 

actually from the SiOx itself and underlies the resistive switching in SiOx. This is done 

by reproducing the same effect in a bare system without the molecules. Furthermore, 

by employing a carbon-nanotube network to mimic a nanoelectronics study, we show 

that the initial conduction assists and eventually evolves into SiOx conduction. The 

electrical behavior and properties of SiOx conduction are further discussed, providing 

potential guides to allow SiOx conduction to be distinguished from other 

nanoelectronic behaviors. It should be noted that previous studies25'52 have mainly 

focused on the memory properties of SiOx with layer thicknesses > 30 nm, whereas 

the electrical phenomena discussed here cover the SiOx thicknesses below 20 nm and 

down to 2 nm (surface native oxide), closer to molecular dimensions. 

5.2 Main Discussion 

5.2-1 Molecular Effect? 

To sandwich molecules between a pair of electrodes, vertical polySi-SiOx-polySi 

(x - 2) stacking structures with diameters of 100 Jlm were fabricated as illustrated in 

Fig. 71a. Highly doped polySi layers (p < 0.005 n·cm, thickness= 70 nm) are used 
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here as both top and bottom electrodes to exclude any effects due to motion of metal 

from the electrodes. 104J 05 The two electrodes were spaced by a SiOx layer with a 

thickness of 10 nm. By etching away some portion ofthe SiOx at the vertical edge in a 

10:1 buffered oxide etch (J. T. Baker), a vertical nanogap system was defined and 

molecules can be assembled in the nanogap. 102 This structure is similar to other 

vertical molecular systems in which SiOx layers were used as insulating and 

supportive spacers between the top and bottom electrodes. 97-99 

3-Aminopropyltriethoxysilane (APTES) molecular layers at an estimated thickness of 

10 nm were then assembled onto the vertical SiOx surface in the nanogap, following a 

process described in the literature. 106 All of the electrical characterizations were 

performed under vacuum (1 o-5 Torr) at room temperature. The successful assembling 

of the molecules is indicated by the increased conduction compared to that of a pair of 

bare electrodes (inset in Fig. 71 b). During a subsequent series of consecutive voltage 

sweeps from -12 V to + 12 V, the current level gradually increased until it reached a 

certain value after several voltage sweeps; during this process, nonlinear IV curves 

featuring conductance peaks at ~ + 7.5 V were persistently observed (Fig. 71 b). The 

nonlinear behavior was approximately symmetric in the negative and positive voltage 

regions, and was very similar to that observed in OPE molecules assembled in metal 

nanogaps on a SiOx substrate. 100 
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Figure 71. (a) Left panel: Schematic of a vertical polySi-SiOx-polySi structure (70 

nm-1 0 nm-70 nm) and the electrical-characterization setup. The diameter of the 

structure is 100 Jlm. Right panel: an enlarged schematic of the nanogap defined at the 

vertical edge in which APTES molecular layers are assembled. (b) Consecutive 

voltage sweeps ( -12 V ~ 12 V) in a device with APTES molecular layers as shown in 

(a) The numbers indicate the voltage-sweep orders. Inset shows the conduction before 

(black curves) and after (color curves) APTES assembling in several devices, with 

each curve corresponding to one device. (c) IV curves (-10 V ~ +10 V) in a bare 

polySi-SiOx-polySi device without molecules. Note that the device was thermally 

annealed at 600 oc for 10 mins in a reducing environment (Ar/H2 =450/150 seem) 

prior to the electrical characterization_ The top inset shows one of the IV curves in the 
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positive bias region in a log(I)-V112 format. The bottom inset shows a schematic ofthe 

vertical edge on which no molecules are assembled. 

A control experiment in which no APTES molecules were assembled in the 

polySi-SiOx-polySi nanogap shows almost the same IV curves (Fig. 71c). The absence 

of molecules here indicates that the electrical behavior in the previous system was not 

intrinsic to the molecules. Instead, it resulted from the soft breakdown of the SiOx 

layer at the vertical edge69 region by the high electrical field built in the nanogap, as 

has been discussed in previous chapters. The gradually increased current level upon 

continuous voltage sweeps (Fig. 7lb), deviating from the initial conduction (inset in 

Fig. 71 b), was a signature of the electroforming process in SiOx. Similar electrical 

behaviors were first described in the 1960s in silicon-rich M/Si01/M (M denotes 

metal) sandwiched systems. 107 While different models were proposed for the 

mechanism,20 the exclusive use of metal electrodes often led to a mechanistic picture 

of conduction by metal defects injected from the electrodes.107 The defective 

silicon-rich Si01 system and the extrinsic metal-filamentary picture have likely 

contributed to the neglect of the potential conduction from SiOx in other electronic 

systems, where x is usually close to 2 to ensure a good insulating property. As 

discussed in the previous chapter, 69 we showed the details of SiOx-generated 

conduction: the voltage-driven electrochemical processes can induce local reduction 

of SiOx to form Si nanocrystalline pathways and lead to increased conduction and 

resistive switching intrinsic to SiOx. The formation of this localized conduction 
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usually occurs at the SiOx surface region, which is more defective and easier to induce 

soft breakdown. Here it was revealed25 '69 to be at the etched vertical edge of the SiOx 

layer. The soft breakdown can be readily induced in SiOx with various x values (e.g., 

1 < x ::::; 2) and the formed electrical behaviors are largely electrode-independent. 52 

5.2-2 SiOx Related Non-Linear Behaviors 

In light of the Si-filament conduction, the nonlinearity in the IV curves can be a 

result of voltage-driven structural changes in the conducting pathways or filaments. 

For example, the conductance increase and decrease correspond to the construction 

and destruction of the conducting filaments, respectively. Therefore, the resistance of 

the SiOx depends on the history of the voltage sweeps that modified the filaments. For 

example, if a voltage sweeps above Vmax (the voltage at the conductance peak) and 

then drops fast to 0 V, the resultant resistance of the SiOx corresponds to the value at 

this voltage and can be estimated through an "extrapolation rule".20 This is illustrated 

in Fig. 72a in which the IV relationship is presented in a log(I)-V112 format, since 

generally the conduction in SiOx is dominated by tunneling having the characteristic 

of log(/)= V112 (see upper inset in Fig. 7lc).20' 107 If a voltage sweeps to V1 and then 

drops quickly to 0 V, it is expected that the conductance of the SiOx has been changed 

to G1 which can be estimated by drawing an extrapolation line parallel to the initial IV 

curve in the V < V max region (Fig. 72a). In a similar way, lower conductance G2 can be 

achieved by sweeping to a voltage V2 (V2 > V1). This rule is well-demonstrated in the 

actual IV curves in Fig. 72b in which each starting conductance (dashed curves) 
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depends on the previous voltage sweep (solid curves) through the "extrapolation rule". 

The IV curves in Fig. 72b also define the ' read ', ' set', and ' reset ' regions that are 

usually identified in resistive-switching devices. The ' reset" region is at V > Vmax as 

voltages in this region reset the SiOx to lower-conductance states. And the ' set' region 

begins at a threshold voltage V,h, at which the lower conductance suddenly increases 

and deviates from the original log(J)= V112 curve in the ' read ' region. For the above 

reasons, multilevel nonvolatile resistive memory can be realized by applying voltage 

pulses of different magnitudes (see Fig. 72c ). 
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Figure 72. (a) An illustration of the "extrapolation rule" in a log(I)-V112 format. (b) 

Consecutive IV curves in a bare vertical polySi-SiOx-polySi device as illustrated in 

Fig. 71c (lower inset). The numbers indicate the voltage-sweep orders. The solid 

curves are voltage sweeps from 0 to a value above Vmax, with blue, red, and black 

curves correspond to 0 V ~ + 11 V, 0 V ~ +9 V, and 0 V ~ +7 V, respectively. The 

dashed curves are voltage sweeps from 0 V to a value (+6 V) close to Vmax· 'Read', 

'Set', and 'Reset' regions are defined by V,h and Vmax as shown in the figure. (c) Top 

panel: A series of voltage-pulse sets of ( +5 V, + 7 V), ( +5 V, +9 V), and ( +5 V, + 11 V) 

working as programming voltages. Bottom panel: corresponding memory states read 

by a + 1 V pulses. Note the programming current is not shown here. The data 

indicates that a set voltage of +5 V programs the device into the ON state (level 0), 

whereas reset voltages of different magnitudes ( + 7 V, +9 V, + 11 V) program it into 

different OFF states (Level 1, Level2 and Level 3). 

For the above discussion, depending on the voltage-sweep history and mode, 

different IV behaviors can be observed in SiOx. For example, for a backward voltage 

sweep starting from the 'reset' region to 0 V, the IV curve is always in an ON state in 

the 'read' region as it eventually bypasses the 'set' region (Fig. 73a). However, for 

forward voltage sweeps starting from 0 V to a reset voltage, after the first sweep, the 

subsequent sweeps always have OFF states in the 'read' region since each previous 

sweep ends at the 'reset' region (Fig. 73b). Similarly, in double-sweep modes, if 

initially the device is in an ON state, no current hysteresis is produced (Fig. 73c ). If 

initially the device is in an OFF state, hysteresis is produced (Fig. 73d). This last type 

of sweep has been frequently used2552'69" 08 ' 109 as characteristic resistive-switching IV 
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curves since it indicates both the programming regions and ON/OFF ratio. Similarly, 

the electroforming process that converts the pristine SiOx into a resistive-switching 

state can also have different IV evolutions with respect to different voltage-sweep 

modes (see Fig. 74). 
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Figure 73. IV curves in a vertical polySi-SiOx-polySi (70 nm-1 0 nm-70 nm) device 

by different voltage-sweep modes: (a) single backward sweeps (+10 V ~ 0 V); (b) 

single forward sweeps (0 V ~ +10 V); (c) Double sweep (0 V ~ +10 V ~ 0 V) 

starting with an ON state; (d) double sweep (0 V ~ + 10 V ~ 0 V) starting with an 

OFF state. The arrows indicate the sweep directions and the numbers indicate the 

sweep orders. 
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Figure 74. Electro forming processes in vertical polySi-SiOx-polySi (70 nm-1 0 nm-70 

nm) devices by different sweep modes. The devices have the same structure and 

parameters as illustrated in the main article in Fig. 71c. (a) An electroforming process 

by consecutive forward voltage sweeps (0 V ~ + 11 V). Since each voltage sweep 

ends in the reset region, the formed device is always in an OFF state. (b) An 

electroforming process by consecutive loop voltage sweeps (0 V ~ + 12 V ~ 0 V). 

Since each voltage sweep finally bypasses the set region, the formed device is always 

in an ON state. The arrows indicate the voltage-sweep directions and the numbers 

indicate the voltage-sweep orders. An electroforming process by consecutive 

backward voltage sweeps (e.g. , + 12 V~ 0 V) is similar to that described in Fig. 7lb 

in the main article. 

The above resistive-switching IV curves in SiOx feature conductance peaks that 

resemble those in NDR effects. However, it should not be classified as the specific 

NDR that results from resonant tunneling. 110 As the underlying cause for resistive 

switching or conductance change in SiOx is voltage-driven modification of the 

conducting filament, the IV curves are sweep-history and sweep-direction dependent 

(as shown in Fig. 73), whereas resonant-tunneling based NDR should be not. 

141 



Nevertheless, in the later context we will show that SiOx can still produce similar 

resonant-tunneling NDR at a lower voltage region. 
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Figure 75. (a) Backward voltage sweeps (+12 V -7 0 V) in a vertical 

polySi-SiOx-polySi (70 nm-40 nm-70 nm) device, showing steep conductance peaks. 

(b) Forward IV curves from the same device in (a), showing sharp set and reset 

threshold voltages. The numbers indicate the sweep order. (c) Illustrations depicting 

the SiOx-layer thickness effects on the development of conducting filaments and thus 

the OFF current. Left panel: An OFF state from a fully-developed filament in a 

comparatively thick SiOx layer. Right panel: An OFF state from a less effectively 
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developed filament in a thin SiOx layer. The development of the single filamentary 

strand in the thick SiOx layer ensures a low OFF tunneling current, while the lack of 

this single filamentary strand in the thin SiOx layer results in an increased 

cross-section area of tunneling, thus an increased OFF current. 

The conductance peak in SiOx conduction can be very sharp (Fig. 75a), as have 

been shown in previous chapters, too. Consequently, the characteristic 

resistive-switching IV curves feature sharp set and reset threshold voltages (Fig. 75b). 

As resistive switching in SiOx is through filamentary conduction, the differences in 

the IV curves can be considered as the consequence of different evolutions in the 

filament. In the proposed mechanistic picture of an electrochemical redox process of 

Si-SiOx at the resistive-switching site,69 it can be understood that the effectiveness 

of this process, even in a single filament, can commensurately modulate the 

conductance change. For example, a more effective oxidation process of Si-SiOx at 

the resistive-switching site is expected to cause more abrupt decrease in the OFF 

conduction. The dynamics of the resistive-switching process, including the degree to 

which redox switching of Si/SiOx can be cooperative at multiple sites, may well be 

affected by internal stress distributions associated with the glassy SiOx structure. 111 A 

restricted film thickness is likely to hinder the formation of a single filamentary strand 

(as illustrated in Fig. 75c), resulting in an increased cross-sectional area of tunneling 

in the OFF state, thus the increased OFF current. This is consistent with our 

observation that the average ON/OFF ratios in thin SiOx film (10 nm) was typically 

within 103, compared to ratios exceeding 104 in thicker SiOx film (40 nm), mainly 
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because of the increased current in the OFF states. It also raises the question: At what 

thickness does SiOx still demonstrate resistive switching and related nonlinear 

behavior? Our experiments indicate that similar reproducible electrical phenomena 

can be induced in SiOx with thicknesses ranging from 7 nm to 200 nm (Fig. 58a), 

covering a majority of nanogaps defined on SiOx for molecular and nanoelectronic 

systems that have been studied. 

5.2-3 Material-Assisted Forming 

With the assistance from other conducting pathways, this SiOx thickness could 

extend far beyond 200 nm. We used a network of multiwalled carbon nanotubes 

(MWCNTs) to mimic a random molecular layer or other conducting nanomaterials on 

a Si substrate capped with 200 nm thermal-grown SiOx (x ~ 2, Silicon Quest 

International, Inc.), and patterned the network with two electrodes over 5 J..lm apart 

(Fig. 76a). By sweeping to +14 V, multiple sudden conductance decreases are 

observed (Fig. 76b) as a result of electrical breakdowns in the MWCNTs. This is also 

visible in the physical breaking of MWCNTs (Fig. 76c, indicated by green arrows). 

Upon further voltage sweeps, the SiOx between certain nanogap defined by two 

broken ends of MWCNT can form soft breakdown and be electroformed to a 

resistive-switching state. This process is always accompanied by visible 

morphological change to the SiOx at the nanogap region (left panel in Fig. 76c ), which 

is a signature of the electroforming process in various resistive-switching 

materials.20'69 Hence, starting with a conduction initially coming from the 
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MWCNT-network, the conduction eventually evolves into reproducible nonlinear 

behavior and resistive switching coming from SiOx (Fig. 76d,e ), with the broken 

MWCNT network merely serving as effective nano-spaced electrodes. 
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Figure 76. Resistive switching and related nonlinear conduction m a MWCNT 

network on a Si substrate capped with 200 nm thermal-grown Si02• (a) A scanning 

electron microscopy (SEM) image of the random MWCNT network. (b) Initial 

voltage sw sweep (0 V -7 + 14 V). The black arrows indicate sudden current drops, or 

electrical breakdowns in MWCNTs. (c) SEM image of the same MWCNT-network 

145 



device after the voltage sweep in (b) The green arrows indicate broken regions in 

different MWCNTs. The inset on the left panel is a zoomed-in picture of the MWCNT 

network. It shows the broken regions of MWCNTs, along with observable damage to 

the underlying Si02 substrate (indicated by the red arrow). (d) IV curves featuring 

conductance peaks in the same electroformed device. The multiple peaks are likely 

caused by multiple MWCNT-SiOx-MWCNT resistive-switching sites. (e) 

Characteristic resistive-switching IV curves in the same device. 

The above MWCNT network offers a vivid example of how conductive 

molecular layers or nanomaterials can assist the formation of SiOx conduction; the 

disruption of molecular layers or nanomaterials, either by local electrical breakdown 

or nonuniformity during assembly, helps to build up a high local electrical field that 

leads to a soft breakdown in the SiOx layer. As the resultant conduction and resistive 

switching are intrinsic properties of SiOx, they can be induced in the SiOx by different 

molecules or other exogenous materials atop the SiOx substrate.52 This SiOx soft 

breakdown-induced conduction and resistive switching might be the cause of various 

qualitatively similar electrical behaviors in molecule layers, 100•101 carbon 

materials,47•49•65•112 nanowires,48•103 and bare nanogaps,55•77•78 in which little attention, 

if any, was formerly paid to the SiOx substrates. 

Besides building up high local fields, the initial conduction from molecules or 

nanomaterials also provides current local heating which could assist the 

electroforming in SiOx since thermal annealing was found to introduce more defects 
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a 

at the SiOx surface? 5
·
69 These introduced defects could serve as electron hopping 

centers so that electroforming is more easily induced at a voltage below the 

hard-breakdown threshold. This is also the case for the bare polySi-SiOx-polySi 

structures (Fig. 71c) in which thermal annealing (600 °C, 10 min, Ar/H2 = 150/50 

seem) prior to electrical characterizations was adopted to facilitate the electroforming 

process. With a layer of APTES molecules, which introduce both enhanced local 

electrical field and current local heating, the system can be readily electroformed as 

described in Fig. 7la without thermal annealing. Not surprisingly, coating the bare 

polySi-SiOx-polySi structure with a thin layer (5 nm) of amorphous carbon can serve 

the same role and leads to the electroforming of SiOx and similar nonlinear electrical 

behavior (Fig. 77).49 
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Figure 77. Resistive-switching IV curves in a vertical polySi-SiOx-polySi (70 nm-10 

nm-70 nm) device coated with 5 nm-thick amorphous carbon. (a) Schematics showing 

the C layer assists the electroforming in the SiOx layer. I. The initial C-coated 

structure. 2. Electrical breakdown in the C layer creates disruptions at the vertical 

SiOx edge. 3. The disruption in the C layer enhances the local filed and induces soft 

breakdown at the vertical SiOx edge. An electroforming process is then initialized 

with the formation of Si-NC filament. (b) The actual electroforming process in an 
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actual C-coated device. The arrow indicates the voltage-sweep direction and the 

numbers indicate the voltage-sweep orders. This is analogous to switching behavior 

observed in related systems.49 

Note that while electrical breakdown in bulk SiOx usually requires an electrical 

field larger than 10 MV/cm, a SiOx surface in contact with other exogenous 

nanomaterials, or that is subjected to thermal annealing, has more defects and is 

therefore an easier material in which to induce soft breakdown at a lower electrical 

field. Consequently, the conduction in the vertical polySi-SiOx-polySi is found to be 

localized at the vertical SiOx edge.69 
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Figure 78. (a) Top panel: a hysteretic IV curve featuring a set operation in a vertical 

polySi-SiOx-polySi device with 40 nm SiOx. Bottom panel: multiple hysteretic IV 

curves featuring a series of multi-stage set operations in a vertical polySi-SiOx-polySi 

device with 10 nm SiOx. The arrows indicate the sweep directions and the numbers 

indicate the sweep orders. (b) IV sweeps in both polarities in a polySi-SiOx-polySi 
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device with 40 nm SiOx. Curve 1 shows a set process (0 V ~ +6 V ~ 0 V) in the 

positive bias region. Curve 2 shows a subsequent voltage sweep (0 V ~ -6 V ~ 0 V) 

in the negative bias region, with no reset operation incurred. Curve 3 shows the next 

voltage sweep (0 V ~ -12 V) that triggers a reset operation at- -9 V. 

While the appearance of a conductance peak requires a voltage sweep above Vma.x, 

current hysteresis can be readily produced in the 'set' region with V > V,h (see Vrh 

definition in Fig. 72b). For example, starting from an OFF state, any voltage sweep to 

a value above Vrh incurs the set process and thus current hysteresis. The conductance 

increase in the hysteretic loop can be abrupt (top panel in Fig. 78a) or gradual 

featuring multi-stage set processes (bottom panel in Fig. 78a). These behaviors cannot 

only mimic current hysteresis in molecular systems, 113 but also in mechanical 

switches where similar vertical M-SiOx-M stacking structures were adopted. 114•115 As 

Vset is smaller than Vreset, this type of hysteresis is always unidirectional 

(counter-clockwise) toward a higher-conductance state. The non-volatility also 

determines that the same hysteresis is not reproducible before a reset operation is 

performed. In particular, a reset operation cannot be performed by sweeping to the 

opposite polarity of - I Vsetl (Fig. 78b ), but needs to sweep further to - I Vresetl· This 

features the typical unipolar resistive switching that is only voltage-magnitude 

dependent but not polarity dependent. It should be noted that some resistive-switching 

systems116•117 were presented similarly in both polarities, but these are essentially 

unipolar behaviors as described in Fig. 78b. 
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The underlying cause for all the above electrical phenomena is voltage-driven 

formation and modification of conduction filaments (Si filament) embedded in the 

SiOx matrix. A certain minimum voltage is required in order to electrochemically 

modify the conducting pathway. Generally, the conductance peak appears at I Vmaxl > 3 

V, which indicates that resistive-switching behavior below 3 V is unlikely from SiOx. 

However, there is no clear maximum Vmax, since interface resistance can reduce the 

actual voltage drop across the SiOx, thus pushing Vmax above 10 V.52 The IV curve in 

the 'read' region (V < V,h) is comparatively smooth and dominated by tunneling. 

Above V,h, as voltage-driven modifications of the conducting filaments begin, current 

fluctuations begin. These fluctuations alone produce various local conductance peaks 

(e.g., see Fig. 78) which are not reproducible. They also persist in the electroforming 

process prior to the formation of resistive-switching state (Fig. 74). Therefore, careful 

attention should be paid in molecular and nanosystem characterizations, in which the 

reproducibility of the IV curves are sometimes not described or are neglected. The 

resistive switching in SiOx needs to be in an oxygen-deficient environment, and 

cannot be performed in ambient environment. This may be due to the Si-filamentary 

nature where current local heating induced oxidation prevents the conductance 

modulation. However, once "programmed" by electroforming, the resistance states 

are air-stable with a retention time projected to be above years. This can be a good 

point of difference from some charge-based molecular memory systems in which the 

states decay faster. 102' 116' 118 

150 



5.2-4 NDR and Current Hysteresis at Low Voltage 

Although the mechanisms for the resistive switching and related nonlinear 

conduction in various molecular and nanomaterial systems are largely unknown and 

debatable, 119 many have turned out to be through localized filamentary 

conduction.119-121 In this form, the resistance change can be generally viewed as a 

result of electronic structural change by doping or electrochemical reactions 119 in the 

conducting pathways. Therefore, the conductance can be modulated in a nonvolatile 

manner. Meanwhile, the energy gaps between the highest molecular orbitals (HOMO) 

and lowest unoccupied molecular orbitals (LUMO) can produce NDR behavior 

through resonant tunneling, 122-124 an effect similar to that in a resonant tunneling 

diode. Since resonant tunneling results from energy-level alignment between the 

electrodes and the molecular orbitals modulated by an external bias, the conductance 

change is volatile. Also, as tunneling current decays exponentially with molecular 

dimensions, resonant tunneling is usually observed in monolayer or few-layer 

molecules at low voltage bias ( < 3 V) with limited currents. 125' 126 These aspects differ 

from the resistive-switching related nonlinear behaviors in the SiOx discussed above. 
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Figure 79. (a) NOR at low voltage in a polySi-SiOx-polySi device (illustrated in the 

bottom inset) having the same structure and parameters as described in Fig. 71 c. The 

numbers indicate the numbers of voltage sweeps, showing a gradual disappearance of 

the NOR on the 21 st sweep. Top inset shows three different NDR curves obtained in a 

same device at different OFF states programmed by reset processes. (b) A schematic 

showing an isolated Si-NC island in the filamentary path. (c) Current hysteresis at low 

voltage (0 V -7 1.5 V -7 0 V) in a polySi-SiOx-polySi device (illustrated in the top 

inset) having the same structure and parameters as described in Fig. 7lc. The arrows 

indicate the voltage-sweep directions. 
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Nevertheless, we find that at a post soft-breakdown state, SiOx can also show 

similar resonant tunneling at a low voltage region (Fig. 79a), with the 

conductance-peak location and current level close to those observed in molecular 

systems.125' 126 The appearance of this behavior can be understood based on a 

mechanistic picture of conduction through an aligned Si-NC pathway.69 During the 

process of electroforming, or at an OFF state, the discontinuity of the Si-NCs gives 

rise to the possibility of forming an isolated Si-NC island along the pathway (Fig. 

79b). The confinement in the Si-NC island results in discrete energy levels, thus the 

resonant tunneling effect. This proposed mechanistic picture is indeed supported by 

the experimental observation of NDR in a Si quantum dot array. 127 Since a read 

voltage (e.g,,< 3 V) is not expected to induce structural change in the filament, the IV 

curve is reproducible (Fig. 79a). The gradual degradation of the NDR upon 

continuous voltage sweeps (Fig. 79a), which was also observed in molecules, 128 may 

be due to charge-trap effects. As the morphology of the filament can be altered during 

electroforming or after different programming processes, variations in this 

resonant-like NDR are expected, even in the same device at different stages of the 

filament evolution. This is shown in the inset in Fig. 79a; three different NDR curves 

from the same SiOx device can be obtained after different reset processes. The 

appearance of this resonant-like NOR behavior in SiOx is comparatively low (within 

5% in different OFF states), while the rest are through typical tunneling as described 

before (Fig. 72b ). It should be noted that, due to the semi-analog conductance 
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modulation through multi-stage set (Fig. 78a) or reset processes (Fig. 72c) described 

above, various resistance states ranging from kQ to GQ can be achieved in SiOx. 

These conductions, though perhaps without NDR, can still mimic non-ohmic 

conduction in molecules.98·99 

SiOx can also produce other effects in the low voltage region. Fig. 79c shows an 

IV curve with an abrupt conductance jump at ~0.65 V and, when tracking back, a 

sudden conductance drop at ~0.5 V, producing a hysteresis window of ~0.15 V. 

Similar electrical behavior has also been observed in single molecules. 129 The actual 

cause for this behavior in SiOx needs further investigation. It is likely that some 

sudden trapping and de-trapping events happen upon certain threshold voltages, thus 

rapidly modulating the conductance. 
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Figure 80. Electrical phenomena from surface native oxide. (a) Hysteretic IV curves 

from a surface native-oxide layer (1.5-3 nm thick). The numbers indicate the 

voltage-sweep order, and the arrows indicate the voltage-sweep direction. The inset is 

a schematic of the electrical setup. (b) Another series of hysteretic IV curves from a 

surface native-oxide layer, with the arrows indicting the voltage-sweep direction. 

Finally, we tested a native-oxide layer (1.5-3 nm) atop a conducting polySi 

surface. Unlike previous systems where the SiOx layers are intentionally grown, here 

the SiOx layer is naturally formed on the Si surface in an ambient environment. This is 
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relevant to some Si-electrode based molecular systems130·131 in which, though SiOx 

may be not intentionally used, a native-oxide layer will inevitably be produced when 

the electrodes are fabricated. 124.1 28' 132 We tested the electrical property of this 

native-oxide layer by directly landing two probe tips (tip diameters are ~ 20 urn) on 

the polySi surface (see illustration in inset in Fig. 80a). We first formed a good ohmic 

contact between one tip and the polySi surface by a voltage sweep to a high value (e.g. 

> 5 V) to induce a hard electrical breakdown in the native-oxide layer. We then landed 

the other tip to a new location. Hence the electrical phenomena come from one 

tip-SiOx-polySi interface. Fig. 80a shows a series of hysteretic IV loops from one of 

the interfaces we tested. Here the hysteresis differs from a set process in the 

resistive-switching curves (Fig. 78a) in that after each sweep loop, the subsequent 

sweep still starts with an OFF state, featuring the reproducibility and volatile property. 

The observed phenomena are very similar to those hysteretic behaviors observed in 

molecular systems at low voltage. 133•134 In addition to clear conductance-increase 

steps in Fig. 80a, Fig. SOb shows another series of current hysteretic IV curves with 

large current fluctuations from a native-oxide interface. Note that in both electrical 

phenomena, the native-oxide layer has not yet experienced a hard electrical 

breakdown, which is indicated from the reproducibility of the hysteresis and low 

conductance. Hence, the phenomena are likely to be charge-trap related. Hard 

electrical breakdown in the native-oxide layer is induced at a voltage above 3 V, after 

which the interface is permanently in an ohmic-contact state with no hysteretic 

behavior. For this reason, resistive switching and related nonlinear behavior as 
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described before (Fig. 72) are not observed in native-oxide layers. 

5. 3 Summary 

In this chapter, we have demonstrated various electrical phenomena including 

resistive switching and related nonlinear electrical behaviors, current hysteresis and 

NOR intrinsic to a thin layer of SiOx. These behaviors can largely mimic various 

electrical phenomena observed in molecules and other nanomaterials. The underlying 

cause for these effects is voltage-driven and high-electrical-field induced soft 

breakdown in the SiOx layer. In particular, this soft breakdown can be readily induced 

by unintended factors, such as defects in a SiOx surface, material-assisted local 

electrical-field enhancement and current local heating as described in this article. 

Many other studies have been conducted in detailing the physical mechanism of SiOx 

breakdown and conduction.135-138 The study and results call for care when studying 

conduction in electronic systems with SiOx as a nominally passive component. The 

forming processes, behaviors, and mechanisms have been discussed in detail, 

providing a potential guide to distinguish electrical phenomena in molecules and 

nanomaterials of interest from those in SiOx. 
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Chapter6 

Memory Effect in Single-Walled Carbon Nanotubes: Charge Trap at the 

SiOx/Carbon-Nanotube Interface 
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6.1 Introduction 

The resistive switching and memory effects discussed in previous chapters are 

the intrinsic properties of SiOx. In other words, SiOx alone serves the active role as the 

functional element. Here we divert from its active role and discuss its passive role as a 

charge-trap medium to construct charge-based two-terminal nonvolatile memory. 118 

Various nanowires, 43'45 due to their quasi one-dimensional structures, have been 

studied to show new/enhanced functions and serve as proofs of concept for device 

miniaturization from bottom up. In particular, single-walled carbon nanotubes 

(SWNTs) have received great interest for their extremely small diameters and good 

electronic properties.46 Through various efforts such as contact and structure 

optimizations, 139-141 SWNT-based field effect transistors (FETs) have been 

demonstrated to rival the state-of-art silicon FETs, 142-144 in some metrics. One 

proposed application is SWNT-FET based nonvolatile memory, 145-149 in which 

memory/conduction states are modulated and retained by trapped charges controlled 

through a third (gate) electrode. In the pursuit of high-density memory, conventional 

device scaling is expected to come up to a limit in the near future. 12 Two-terminal 

memory based on resistive switching materials are seen as an equivalent scaling to 

overcome this problem. 12 With the diameter of a SWNT comparable to that of a single 

filament in resistive switching materials, 148 a SWNT-based two-terminal memory 

could combine the merits of both simpler structure and small dimension. 
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Here we report reproducible current hysteresis in semiconducting SWCNTs in a 

two-terminal configuration without the third gate electrode. Based on hysteresis, 

bistable conduction states between low conductance and high conductance are 

achieved by applying voltage pulses of opposite polarities across the SWCNT, 

rendering a two-terminal nonvolatile memory device. Charge trapping at the 

SWCNT/SiOx interface is proposed to account for the observed phenomena. This 

proposed mechanism is supported by the direct link between the switching behaviors 

and dominant charge carrier types (electrons or holes) in the SWCNTs. In particular, a 

transition in dominant carrier type induced by adsorption in air leads to the direct 

transition of hysteresis evolution in the same device, providing further evidence for 

the proposed mechanism. 

6.2 Results and Discussion 

6.2-1 Hysteresis and Memory Effect 

A highly doped Si substrate (p = 0.005 Q·cm) with a 200 nm thick thermal Si02 

layer (purchased from Silicon Quest International, Inc.) was used for SWCNT growth. 

At 975 °C, an ultralow-gas-flow chemical vapor deposition strategy (details can be 

found in Ref (150]) was adopted to grow long and sparsely aligned SWCNTs to 

facilitate device fabrications. The heights of the SWCNTs were determined by an 

ambient atomic force microscope (AFM) to be ... 2 nm. Standard electron beam 

lithography was used, followed by metal depositions ( 40 nm thick Pt with a 5 nm 
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thick Ti adhesion layer) and a lift-off process to define the electrodes on top of the 

SWCNTs. Electrical characterizations were performed using an Agilent 4155C 

semiconductor parameter analyzer at room temperature under a vacuum of - 10- 5 Torr 

(Desert Cryogenics model CPX, Lakeshore Cryotronics, Inc.), unless otherwise 

specified. 

Fig. 81a shows a scanning electron microscope (SEM) image of a typical 

SWCNT device with an electrode-electrode spacing of - 1 J.tm. During a standard 

three-terminal measurement using the Si substrate as a back gate, the gate voltage ( Vg) 

and drain current (lcts) relationship exhibits typical p-type behavior (see Fig. 81 b). The 

current level in the accumulation region (Jon) is close to the reported value using Pd 

contacts, 144 and the near-linear transport behavior (see inset in Fig. 81 b) indicates 

good electrical contacts between the electrodes and the SWCNT. 

(b) 

-5 0 5 10 
V9 (V) 

Figure 81 (a) An SEM image of a typical SWNT device. (b) lcts - Vg curve of the 

SWNT device with Vg = 0.5 V. Inset: lcts - Vcts curve with Vg =- 5 V. 
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For two-terminal measurements, the Si substrate with the SWCNT devices was 

put on a glass substrate with no back-gate electrode attached. Voltage sweeps were 

applied at one electrode with the other electrode grounded (see schematic in inset in 

Fig. 82a). Fig. 82a shows the typical current-voltage Ucts-Vcts) evolution in the same 

SWCNT device as shown in Fig. 81. For convenience, lcts is displayed in its absolute 

value llctsl, which also applies to the following figures. For a voltage sweep loop from 

0 to +8 V and then back to 0 V (0 - +8 - 0 V, indicated by the arrows on the right 

side in Fig. 82a), the conduction of the SWCNT changes from a low-resistance (ON) 

state to a high-resistance (OFF) state, producing a current hysteresis. During the 

subsequent voltage sweep loop in the negative bias voltage region (0 - -8 - 0 V, 

indicated by the arrows on the left side in Fig. 82a), the conduction of SWCNT 

changes from an OFF state back to an ON state. This hysteretic behavior is 

reproducible during the subsequent series of voltage sweeps, and can be summarized 

as follows: a negative Vcts (e.g., -8 V) across the SWCNT can "write" the device into 

an ON state, whereas a positive Vcts (e.g., +8 V) can "erase" the device into an OFF 

state. Consequently, a two-terminal memory device can be realized by applying 

voltage pulses of -8 or +8 V across the SWCNT to write or erase the memory states. 

Fig. 82b demonstrates a series ofmemory cycles using voltage pulses of-8, +0.5, and 

+8 V, as writing, reading (5 times), and erasing operations, respectively. A bistable 

nondestructive read state with an ON-OFF ratio over 104 is achieved, which can also 

been inferred from the current hysteresis loops shown in Fig. 82a. 
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Figure 82 (a) Two-terminal current-voltage (Ids- Vds) evolution in the SWNT device. 

The arrows indicate the voltage sweep directions, and numbers indicate the sweep 

orders. Inset: Schematic ofthe two-terminal configuration for electrical measurements. 

(b) Top panel: a series of programming voltage pulses of -8 V and +8 V applied across 

the device. Between each two neighboring programming voltages, there are five 

voltage pulses of+ 0.5 Vas reading operations. All the pulse widths used are 300 ms. 

Bottom panel: corresponding memory states (Ids) read out by the +0.5 V pulses shown 

in the top panel. The red arrow shows an erasing operation (from ON to OFF) by a +8 

V pulse whereas the blue arrow shows a writing operation (from OFF to ON) by an -8 

V pulse. 

6.2-2 Mechanism Discussion 

The good electrical contacts between the SWCNT and electrodes (see inset in 
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Fig. 81 b) indicate that the conductance change does not result from electrical 

annealing of the contacts, 151 which would be irreversible. Other contact effects such 

as residual TiOx switching152 at the Pt/Ti/SWCNT interface can also be ruled out by 

the fact that devices with pure Pt electrodes still produce similar hysteresis and 

switching phenomena. The same amplitudes of voltage pulses used for both writing 

and erasing operations and the similar local heating due to current in the SWCNT 

during the two processes indicate that the effect is not due to heat-induced defeat 

healing153.1 54 in the SWCNT. In fact, this kind of self-healing is irreversible in carbon 

nanotubes (CNTs) 154 or requires very sharp and short pulses (e.g., < 100 ns) for the 

preparation of an OFF state in the amorphous carbon form. 155 This is in contrast to the 

reproducibility demonstrated in the present SWCNT device and longer pulses used at 

the millisecond level. It should be noted that here the SWCNT does not under go 

electrical breakdown, as opposed to the CNT-SiOx-CNT nanogap switching system 

discussed in Chapter 2.52 In addition, here the switching in the SWCNT device works 

in a bipolar way (see Fig. 82b) where as that in SiOx works in a unipolar way. 

We propose that charge (electron) migration at the SWCNT/SiOx interface is 

responsible for the observed hysteretic and switching behaviors. When a Vcts is applied 

across the device, an electric field component perpendicular to the SWCNT surface 

(E.J.) is expected. A negative Vcts produces an EJ. pointing into the SWCNT (see 

illustration in Fig. 83a), dragging free electrons from the SWCNT to the 

SWCNT/SiOx interface. The electrons are then trapped there and serve as an effective 
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negative gating, turning the p-type SWCNT into an ON state. Similarly, a positive Vds 

produces an E.L pointing out ofthe SWCNT (see illustration in Fig. 83b), which pulls 

the electrons from the SWCNT/SiOx interface. The electron depleted SWCNT/SiOx 

interface then works as an effective positive gating, turning the p-type SWCNT to an 

OFF state. This charge-trapping model is supported by the polarities of 

writing/erasing operations shown in Fig. 83b (indicated by blue and red arrows, 

respectively), in which a negative/positive Vds pulse indeed produces the 

corresponding ON/OFF state as proposed. 

(a) 

Si 
S. '-, 

'- ' 1 ' 
glass 

glass 

Figure 83. Schematic of charge (electron) transfer at the SWNT/ Si02 interface 

when a (a) negative or (b) positive Vds is applied across the SWNT. The big blue 

arrows in the middle indicate the pointing directions of E j_ and the small black arrows 

indicate the direction of electron transfer. 
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The proposed mechanism is supported by the switching behaviors in an n-type 

SWCNT device (Fig. 84). Because of the opposite gating effect between n-type and 

p-type SWCNTs, it is straightforward to expect that a set of negative/positive voltages 

which writes/erases the p-type SWCNT into corresponding ON/OFF states will now 

do the opposite to erase/write the n-type SWCNT into OFF/ON states, respectively. 

Fig. 84a shows the evolution of current hysteresis in ann-type SWCNT. For a positive 

voltage sweep loop (0 ~ + 12 ~ 0 V, see right side in Fig. 84a), the conduction of the 

SWCNT changes from an OFF state into an ON state, as opposed to that from ON to 

OFF in the p-type SWCNT (compare to right side in Fig. 82a). Similarly, the 

subsequent negative voltage sweep loop (0 ~ -12 ~ 0 V, see left side in Fig. 84a) 

features the opposite trend, too. The conduction of the SWCNT changes from an ON 

state to OFF state, as opposed to that from OFF to ON in the p-type SWCNT (see left 

side in Fig. 82a). Accordingly, this opposite hysteresis evolution compared to that in 

the p-type SWCNT is also reflected in the memory cycles (see middle panel in Fig. 

84d), in which a positive programming Vcts pulse now becomes a writing operation, 

whereas a negative programming Vcts pulse becomes an erasing one. 
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Figure 84 (a) Two-terminal Ids - Vds evolution in a second SWNT device in vacuum 

(pumping down for 3 h). The arrows indicate the voltage sweep directions and the 

numbers indicate the sweep orders. (b) I ds - Vg (SWNT-type) transition in the same 

device. The red curve was measured in vacuum environment (pumping down for 3 

hrs), showing dominant n-type behavior (corresponding to (a)). The blue curve was 

measured in ambient environment after 24-hr exposure to air, showing p-type 

behavior (corresponding to (c)) . The green curve shows intermediate ambipolar 

behavior in vacuum (pumping down for 0.5 h). (c) Ids - Vds evolution of the device in 

ambient environment after 24 h exposure to air. (d) Top panel: a series of 

programming voltage pulses of -12 V and + 12 V. Between each two neighboring 

programming voltages, there are five voltage pulses of + 0.5 Vas reading operations. 

The corresponding memory states (Ids) read out by the +0.5 V pulses are shown in 

middle panel (in vacuum, pumping down for 3 hrs) and bottom panel (in air). The 

blue and red arrows show writing and erasing operations, respectively. 
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The transition of the switching behaviors in the same device, as a result of 

SWCNT n- to p-type change, discounts individual device variations from 

consideration and provides added evidence for the proposed mechanism. The 

electrical measurements of the device shown in Fig. 84a were done in vacuum ( -10-5 

Torr) after pumping for 3 h. Besides the dominant n-type transport behavior, there is 

also a visible p-type tail in the negative gate voltage region (see red curve in Fig. 84b), 

showing ambipolar156 trait. Exposing the device in air for 24 h leads to the 

suppression of the n-type transport and the enhancement of p-type transport (see blue 

curve in Fig. 84b), resulting in a SWCNT-type transition into p-type behavior due to 

oxygen adsorption. 157 During the subsequent measurements in ambient environment 

using the two-terminal configuration as described before, the evolution of the current 

hysteresis (see Fig. 84c) acquires a reverse trend compared to that observed in 

vacuum (see Fig. 84a), becoming that of a typical p-type device as described 

previously in Fig. 82a. This SWCNT-type transition induced reversal in hysteresis 

evolution is again reflected in the corresponding memory cycles, in which a 

negative/positive Vcts pulse that previously erases/writes the device into OFF/ON state 

in vacuum (see middle panel in Fig. 84d) now writes/erases the device into ON/OFF 

in air (see bottom panel in Fig. 84d). 

Not surprisingly, current hysteresis was not observed in metallic SWCNTs 

because of their intrinsic insensitivity to gating (see Fig. 85). This distinguishes the 
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conductance change in our SWCNT devices from phase transition behaviors observed 

in metallic SWCNTs by electron irradiation 158
.1

59 or by molecular assembly. 160 No 

phase transition, for example, between semiconducting and metallic states, was 

observed in our SWCNT devices. The switching SWCNTs retain their 

semiconducting properties during different memory states, which was confirmed by 

standard three-terminal measurements using the Si substrate as a back gate. 

~t .l. 'l ... .1.'' .. , l .... 
I I I I vds = 0.5 v 

102 --------._------~------M 
-5 0 5 10 

0 20 40 60 v
9 

(V) 
Time (s) 

Figure 85. (a) Top panel: a series of programming voltage pulses of -12 V and + 12 V 

applied across a metallic SWCNT device. Between each two neighboring 

programming voltages, there are five voltage pulses of+ 0.5 Vas reading operations. 

Bottom panel: corresponding memory states (Ids) read out by the +0.5 V pulses shown 

in the top panel. (b) Ids- Vg curve ofthe metallic SWCNT. 

The reproducibility of the current hysteresis was further tested by memory 

cycling in vacuum. The SWCNT device shows no obvious degradation after 1000 

continuous cycles (see Fig. 86a), indicating good memory durability during 

programming. The stored conduction states show a nonvolatile property with the 
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retention time dependent on the environment. The conductance of an OFF state 

increases - 3 orders of magnitude after ... 5 h in an ambient environment (see red 

curve in Fig. 86b ), whereas it only increases - 1 order of magnitude after 15 h in 

vacuum (see green dashed curve in Fig. 86b). This is consistent with the 

charge-trapping mechanism since atmospheric water has been reported to assist in the 

discharging process at the SWCNT/Si02 interface. 161
'
162 Meanwhile, the conductance 

of an ON state only shows a small decrease after a 7 h air exposure (see blue curve in 

Fig. 86b), and retains a similar value afterward (e.g. , after 30 d in air). The retention 

time in the ON state, exceeding the charge storage stability of the reported 14 

days, 141
'
145 indicates that the pristine conduction state of the SWCNT is close to an 

ON state, which may be due to a constant gate threshold voltage shift commonly 

observed in SWCNTs. This supplements the proposed mechanism such that, instead 

of having to charge/discharge the SWCNT/Si02 interface along the entire SWCNT, 

local charge trapping can now pinch off the device, while discharging this local region 

can bring the device back to the ON state. 
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Figure 86. (a) 103 memory cycles in a SWNT device using -12 V, + 12 V, and +0.5 V 
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as writing, erasing, and reading operations, respectively. (b) Retention of memory 

states in ambient environment for ON (blue curve) and OFF (red curve) states. The 

dashed green curve shows the decay of the OFF state in vacuum. 

6.2-3 Charge-Based Current Hysteresis in Other Materials 

Based on the mechanism discussed above, this kind of current hysteresis should 

be observed in many different semiconducting materials on the conditions that: (a) the 

material forms a good interface with the dielectric substrate so that a sufficient 

charge-trap medium is provided and (b) the semiconductor is thin so that the interface 

charge can affect the overall transport. In this regard, semiconducting nanomaterials 

such as nanowires and 2-dimensional materials are good candidates for this effect. 

Some charge-trapping medium could be introduced in between the semiconductor and 

substrate to enhance the effect. 163 

Here we show another example in a graphene device. Mon or bilayered graphene 

was produced by mechanical exfoliation 164 on a highly doped silicon substrate capped 

with 300 nm thermal SiOx layer. The thickness of the graphene layer was confirmed 

by combined SEM and AFM measurements. Note that during mechanical exfoliation, 

graphene nanoribbons (GNRs) at the width of 20- I 00 nm could be readily produced 

(Fig. 87a). The defects and adsorption usually affect the symmetric bipolar transport 

property in graphene, 165 therefore negative and positive charge trapping can still 

produce different conductance modulation. Fig. 87b,c shows the current hysteresis 
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and memory effect in the graphene device in a two-terminal configuration without the 

third gate electrode. The ON/OFF ratio is comparatively low because of the zero 

bandgap structure in graphene. This narrow bandgap could be increased by laterally 

confinement in the graphene stripe, 166 hence increasing the ON/OFF ratio. 
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Figure 87. Current hysteresis and two-terminal memory effect in graphene. (a) SEM 
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image of an exfoliated GNR connected by two Pt electrodes. (b) Current hysteresis in 

the device. (c) Memory cycles in the graphene device using -8 V, +8 V, and + 1 V as 

writing, erasing, and reading operations, respectively. The programming current is not 

shown here. 

For this reason, caution should be paid when studying resistive switching 

materials in a planar structure on an insulating substrate. Many resistive switching 

materials are pristinely semiconducting. 12 The charge effect at the material/dielectric 

interface could produce hysteresis and memory effects in the two-terminal 

configuration as discussed above. The two phenomena could be mixed167 when the 

resistive switching effect in the material works in a bipolar manner as does the charge 

effect. However, mechanistically the two are very different processes. 

6.3 Summary 

In summary, current hysteresis is observed in semiconducting SWCNTs. A 

two-terminal nonvolatile memory is demonstrated on the basis of the hysteresis. The 

direct link between the hysteretic/switching behaviors and SWCNT types supports a 

mechanism in which charge trapping at the SWCNT/SiOx interface is the most likely 

cause. A similar effect is demonstrated in a GNR device. 

173 



7. List of References 

[1] A. Fazio,jlash Memory Scaling, MRS Bulletin 29,814-817,2004. 

[2] G Lawton, Improved flash Memory Glows in Popularity, Computer 39, 16-18,2006. 

[3] G I. Meijer, Who Wins the Nonvolatile Memory Race, Science 319, 1625-1626,2004. 

[4] International Technology Roadmap for Semiconductors, 2007 

www.itrs.net/Links/2007ITRS/ExecSum2007.pdf 

Edition, 

[5] T. Rueckes, K. Kim, E. Joselevich, G.Y. Tseng, C.L. Cheung, and C.M. Lieber, Carbon 

Nanotube-Based Nonvolatile Random Access Memory for Molecular Computing, Science 289, 

94-97, 2000. 

[6] J. M. Tour, Molecular Wires for Electronic Applications: A Review, Polymer News 25, 329, 

2000. 

[7] J. R. Heath and M.A. Ratner, Molecular Electronics, Physics Today 56, 43-49, 2003. 

[8] M.A. Reed, J. Chen, A.M. Rawlett, D. W. Price, and J. M. Tour, Molecular Random Access 

Memories, App. Phys. Lett. 78, 3735,2001. 

[9] C. Chappert, A. Fert, and F. N. Van Dau, The Emergence ofSpin Electronics in Data Storage, 

Nat. Mat. 6, 813-823,2007. 

[1 0] W. P. McCray, How Spintronics Went from the Lab to the /Pod, Nat. Nanotech. 4, 2-4, 2009. 

[11] S. A. Wolf, D. D. Awschalom, R. A. Buhrman, J. M. Daughton, S. von Molnar, M. L. Roukes, 

A. Y. Chtchelkanova, and D. M. Treger, Spintronics: A Spin-Based Electronics Vision for the 

Future, Science 294, 1488-1495, 200 I. 

[12] A. Sawa, Resistive Switching in Transition Metal Oxides, Materials Today 11,28-36,2008. 

[13] R. Waser and M. Aono, Nanoionics-Based Resistive Switching Memories, Nat. Mater. 6, 

833-840, 2007. 

[14] K. Terabe, T. Hasegawa, T. Nakayama and M. Aono, Quantized Conductance Atomic Switch, 

Nature 433, 47-50, 2005. 

[15] Y. C. Yang, F. Pan, Q. Liu, M. Liu, and F. Zeng, Fully Room-Temperature-Fabricated 

Nonvolatile Resistive Memory for Ultrafast and High-Density Memory Application, Nano Lett. 

9, 1636-1643,2009. 

[16] I. G.. Baek, M.S. Lee, S. Seo, M. J. Lee, D. H. Seo, D.-S. Suh, J. C. Park, S. 0. Park, H. S. 

174 



Kim, I. K. Yoo, U-In Chung and J. T. Moon, Highly Scalable Nonvolatile Resistive Memory 

Using Simple Binary Oxide Driven by Asymmetric Unipolar Voltage Pulse, Tech. DIG. IEDM, 

587-590, 2004. 

[17] H. Sim, H. Choi, D. Lee, M. Chang, D. Choi, Y. Son, E.-H. Lee, W. Kim, Y. Park In-K. Yoo 

and H. Hwang, Excellent Resistance Switching Characteristics of Pt/SrTi03/ Schottky 

Junction for Multi-Bit Nonvolatile Memory Application, Tech. Dig. IEDM, 758, 2005. 

[18] K. Tsunoda, K. Kinoshita, H. Noshiro, Y. Yamazaki, T. Iizuka, Y. Ito, A. Takahashi, A. Okano, 

Y. Kato, T. Fukano, M. Aoki and Y. Sugiyama, Low Power and High Speed Switching of 

Ti-Doped NiO ReRAM under the Unipolar Voltage Source of Less than 3 V, Tech. Dig. IEDM, 

767-770,2007. 

[19] S. Muraoka, K. Osano, Y. Kanzawa, S. Mitani, S. Fujii, K. Katayama, Y. Katoh, Z. Wei, T. 

Mikawa, K. Arita, Y. Kawashima, R. Azuma, K. Kawai, K. Shimakawa, A. Odagawa and T. 

Takagi, Fast Switching and Long Retention Fe-0 ReRAM and its Switching Mechanism, Tech. 

Dig. IEDM, 799-782,2007. 

[20] G. Dearna1ey, A. M. Stoneham, and D. V. Morgan, Electrical Phenomena in Amorphous 

Oxide Films, Rep. Prog. Phys. 33, 1129-1191, 1970. 

[21] D. C. Kim, S. Seo, S. E. Ahn, D.-S. Suh, M. J. Lee, B.-H. Park, I. K. Yoo, I. G. Baek, H.-J. 

Kim, E. K. Yim, J. E. Lee, S. 0. Park, H. S. Kim, U-In Chung, J. T. Moon and B. I. Ryu, 

Electrical Observations of Filamentary Conductions for the Resistive Memory Switching in 

NiO Films, Appl. Phys. Lett. 88, 202102, 2006. 

[22] S. Kim and Y.-K. Choi, Resistive Switching of Aluminum Oxide for Flexible Memory, Appl. 

Phys.Lett.92,223508,2008. 

[23] W. Chang, Y. Lai, T. Wu, S. Wang, F. Chen and M. Tsai, Unipolar Resistive Switching 

Characteristics ofZnO Thin Films for Nonvolatile Memory Applications, Appl. Phys. Lett. 92, 

022110, 2008. 

[24] D. Lee, H. Choi, H. Sim, D. Choi, H. Hwang, M. Lee, S. Seo and I. K. Yoo, Resistance 

Switching of the Nonstoichiometric Zirconium Oxide for Nonvolatile Memory Applications, 

IEEE Elec. Dev. Lett. 26,719-721,2005. 

[25] J. Yao, L. Zhong, D. Nate1son and J. M. Tour, Etching-Dependent Reproducible Memory 

Switching in Vertical Si02 structures, Appl. Phys. Lett. 93, 253101, 2008. 

175 



[26] T. Fujii, M. Kawasaki, A. Sawa, H. Akoh, Y. Kawazoe and Y. Tokura, Hysteretic 

Current-Voltage Characteristics and Resistance Switching at an Epitaxial Oxide Schottky 

Junction SrRu03/SrTi0.99Nbrun03, Appl. Phys. Lett. 86,012107,2005. 

[27] K. Szot, W. Speier, G. Bihlmayer and R. Waser, Switching the electrical resistance of 

individual dislocations in single-crystalline SrTi03, Nat. Mater. 5, 312-320, 2006. 

[28] Y. Watanabe, J. G. Bednorz, A. Bietsch, Ch. Gerber, D. Widmer, A. Beck and S. J. Wind, 

Current-Driven Insulator-Conductor Transition and Nonvolatile Memory in 

Chromium-Doped SrTi03 Single Crystals, Appl. Phys. Lett. 78, 3738, 2001 

[29] D. S. Jeong, H. Schroeder, and R. Waser, Coexistence of Bipolar and Unipolar Resistive 

Switching Behaviors, Electrochem. Solid-State Lett. 10, G51-G53, 2007. 

[30] C. Schindler, S. C. P. Thermadam, R. Waser and M. N. Kozicki, Bipolar and Unipolar 

Resistive Switching in Cu-Doped Si02. IEEE Trans. on Electron Device 54, 2762-2768, 2007. 

[31] H. F. Hamann, M. Oboyle, Y. C. Martin, M. Rooks and H. K. Wickramasinghe, 

Ultra-High-Density Phase-Change Storage and Memory, Nat. Mater. 5, 383-387, 2006. 

[32] S. Lee, Y. Jung and R. Agarwal, Highly Scalable Non-volatile and Ultra-low Power 

Phase-Change Nanowire Memory, Nat. Nanotech. 2, 626-630,2007. 

[33] S. Lee, D. Ko, Y. Jung and R. Agarwal, Size-Dependent Phase Transition Memory Switching 

Behavior and Low Writing Currents in GeTe Nanowires, Appl. Phys. Lett. 89, 223116, 2006. 

[34] S. Y. Lee, J. Jeong, T. S. Lee, W. M. Kim and B. Cheong, Bias Polarity Dependence of a 

Phase Change Memory with aGe-Doped SbTe: a Method for Multi-level Programming, Appl. 

Phys.Lett.92,243507,2008 

[35] M. N. Kozicki, M. Yun, L. Hilt and A. Singh, Applications of Programmable Resistance 

Changes in Metal-Doped Chalcogenides, Pennington NJ USA: Electrochem. Soc. p. 298-309, 

1999. 

[36] T. Sakamoto, H. Sunamura, H. Kawaura, T. Hasegawa, T. Nakayama and M. Aono, 

Nanometer-Scale Switches Using Copper Sulfide, Appl. Phys. Lett. 82, 3032, 2003. 

[37] B. J. Choi, D. S. Jeong, S. K. Kim, C. Rohde, S. Choi, J. H. Oh, J. H. Kim, C. S. Hwang, K. 

Szot, R. Waser, B. Reichenberg and S. Tiedke, Resistive Switching Mechanism of Ti02 Thin 

Films Grown by Atomic-Layer Deposition, J. Appl. Phys. 98,033715,2005. 

[38] See definition from http://en.wikipedia.org/wiki/Nanomaterials. 

176 



[39] Y. Li, J. C. Patrin , M. Chander, J. H. Weaver, L. Chibante and R. E. Smalley, Ordered 

Overlaers of C60 on GaAs (I 10) Studied with Scanning Tunneling Microscopy, Science 252, 

547-548, 2001. 

[40] B. W. Smith, M. Monthioux and D. E. Luzzi, Carbon Nanotube Encapsulated Fullerenes: a 

Unique Class of Hybrid Materials, Chern. Phys. Lett. 315,31-36, 1999. 

[41] S. H. Ke, H. U. Baranger and W. Yang, Addition Energies of Fullerenes and Carbon 

Nanotubes as Quantum Dots: the Role ofSymmetry, Phys. Rev. Lett. 91, 116803,2003. 

[42] M. Law, J. Goldberger and P. Yang, Semiconductor Nanowires and Nanotubes, Ann. Rev. 

Mater. Res. 34, 83-122, 2004. 

[43] Y. Li, F. Qian, J. Xiang and C. M. Lieber, Nanowire Electronic and Optoelectronic Devices, 

Materials Today 9, 18-27, 2006. 

[44] K. S. Novoselov, A. K. Geim, S. V. Morozov, D. Jiang, Y. Zhang, S. V. Dubonos, I. V. 

Grigorieva and A. A. Firsov, Electric Field Effect in Atomically Thin Carbon Films, Science 

306,666-669,2004. 

[45] W. Lu and C. M. Lieber, Nanoelectronicsfrom Bottom Up, Nat. Mater. 8, 841-850,2007. 

[46] Q. Cao and J. A. Rogers, Ultrathin Films ofSingle-Wa/led Carbon Nanotubesfor Electronics 

and Sensors: A Review of Fundamental and Applied Aspects, Adv. Mater. 20, 1-25 (2008). 

[47] B. Standley, W. Bao, H. Zhang, J. Bruck, C. N. Lau and M. Bockrath, Graphene-based 

Atomic Scale Switches, Nano Lett. 8, 3345-3349, 2008. 

[48] S. Meister, D. T. Schoen, M.A. Topinka, A.M. Minor andY. Cui, Void Formation Induced 

Electrical Switching in Phase-Change Nanowires, Nano Lett. 8, 4562-4567, 2008. 

[49] Y. Li, A. Sinitskii and J. M. Tour, Electronic Two-Terminal Bistable Graphitic Memories, Nat. 

Mater. 7, 966-971,2008. 

[50] S. Lee, D. Ko, Y. Jung and R. Agarwal, Size-Dependent Phase Transition Memory Switching 

Behavior and Low Writing Currents in GeTe Nanowires, Appl. Phys. Lett. 89, 223116, 2006. 

[51] Y. Satoh, Y. Murakami, H. Furuya and T. Shingyouji, E.ffoct of Bulk Microdefects Induced in 

Heat-Treated Czochralski Silicon on Dielectric Breakdown ofThermal Si02 Films, Appl. Phys. 

Lett. 64, 303 (1994 ). 

[52] J. Yao, L. Zhong, Z. Zhang, T. He, Z. Jin, P. J. Wheeler, D. Natelson and J. M. Tour, Resistive 

Switching in Nanogap Systems on Si02 Substrates, SmallS, 2910-2915,2009. 

177 



[53] R. D. Gould and M. G. Lopez, Electrical Conductivity and Dynamics of Electroforming in 

Al-SiOx-Al Thin Film Sandwich Structures, Thin Solid Films 433, 315, 2003. 

[54] J. Chung, K. Lee, J. Lee, D. Troya and G. C. Schatz, Multi-Walled Carbon Nanotubes 

Experiencing Electrical Breakdown as Gas Sensors, Nanotechnology 15, 1596-1602,2004. 

[55] Y. Naitoh, Y. Morita, M. Horikawa, H. Suga and T. Shimizu, Non-Volatile Resistance 

Switching Using Silicon Nanogap Junction, Appl. Phys. Express 1, 103001, 2008. 

[56] A. Wokaun, J. G. Bergman, J.P. Heritage, A.M. Glass, P. F. Liao and D. H. Olson, Surface 

Second-harmonic Generation from Metal Island Films and Microlithographic Structures, 

Phys. Rev. B 24, 849-856, 1981. 

[57] H. Y. Chiu, V. V. Deshpande, H. W. Postma, C. N. Lau, C. Miko, L. Forro and M. Bockrath, 

Ballistic Phonon Thermal Transport in Multiwalled Carbon Nanotubes, Phys. Rev. Lett. 95, 

226101,2006. 

[58] J. Y. Huang, S. Chen, S. H. Jo, Z. Wang, D. X. Han , C. Chen, M. S. Dresselhuas and Z. F. 

Ren, Atomic-Scale Imaging of Wall-by-Wall Breakdown and Concurrent Transport 

Measurements in Multiwall Carbon Nanotubes, Phys. Rev. Lett. 94, 236802, 2005. 

[59] M. Endo, Grow Carbon Fibers in the Vapor Phase, Chem. Tech 18, 568, 1988. 

[60] V. V. Deshpande, H.-Y. Chiu, H. W. Ch. Postma, C.Miko, L. Forro and M. Bockrath, Carbon 

Nanotube Linear Bearing Nanoswitches, Nano Lett. 6, I 092-1095, 2006. 

[61] P. G. Collins, M. S. Arnold and P. Avouris, Engineering Carbon Nanotubes and Nanotube 

Circuits Using Electrical Breakdown , Science 292, 706-709, 200 I. 

[62] W. Kim, A. Javey, R. Tu, J. Cao, Q. Wang and H. Dai, Electrical Contacts to Carbon 

Nanotubes Down to 1 nm in Diameter, Appl. Phys. Lett. 87, 173101,2005. 

[63] D. C. Kim, S. Seo, S. E. Ahn, D.-S. Suh, M. J. Lee, B.-H. Park, I. K, Yoo, I. G. Baek, H.-J. 

Kim, E. K. Yim, J. E. Lee, S. 0. Park, H. S. Kim, U-In Chung, J. T. Moon and B. I. Ryu, 

Electrical Observations of Filamentary Conductions for the Resistive Memory Switching in 

NiO Films, Appl. Phys. Lett. 88, 202102, 2006. 

[64] T. P. Chen, M. S. Tse and X. Zeng, Snapback Behavior of the Postbreakdown I-V 

Characteristics in Ultrathin Si02 Films, Appl. Phys. Lett. 78, 492, 2001. 

[65]. A. Sinitskii and J. M. Tour, Lithographic Graphitic Memories, ACS Nano 3, 2760-2766, 

2009. 

178 



[66]. A. Beck, J. G. Bednorz, Ch. Gerber, C. Rosse! and D. Widmer, Reproducible Switching Effect 

in Thin Oxide Films for Memory Applications, Appl. Phys. Lett 77, 139,2000. 

[67] R. E. Thurstans, P. C. Wild and D. P. Oxlety, Enhanced Forming in Al-SiOx-Al Structures 

Under Pulse Bias, Thin Solid Films 20,281-286, 1974. 

[68] M. Shatzkes, M. Av-Ron and R. M. Anderson, On the Nature of Conduction and Switching in 

Si02, J. Appl. Phys. 45, 2065, 1974. 

[69] J. Yao, Z. Sun, L. Zhong, D. Natelson and J. M. Tour, Resistive Switches and Memories from 

Silicon Oxide, Nano Lett. 10,4105-4110,2010. 

[70] M. Navi and S. T. Dunham, Effect of Film Density on Boron Diffusion in Si02, Appl. Phys. 

Lett. 72,2111-2113, 1998. 

[71] J. J. Yang, F. Miao, M. D. Pickett, D. A. A. Ohlberg, D. R. Stewart, C. N. Lau and R. S. 

Williams, The Mechanism of Electroforming of Metal Oxide Memristive Switches, 

Nanotechnology 20,215201,2009. 

[72] D.-K. Kwon, K. M. Kim, J. H. Jang, M. J. Jeon, et a/. Atomic Structure of Conducting 

Nanofllaments in Ti02 Resistive Switching Memory, Nat. Nanotechnol. 5, 148-153,2010. 

[73] K.-N. Chen and L. Krusin-Elbaum, The Fabrication of a Programmable Via Using 

Phase-Change Material in CMOS-Compatible Technology, Nanotechnology 21, 134001, 

2010. 

[74] J. Yao, L. Zhong, D. Natelson and J. M. Tour, Intrinsic Resistive Switching and Memory 

Effects in Silicon Oxide, Appl. Phys. A 102, 835-839, 2011. 

[75] G. Cellere, A. Paccagnella, A. Visconti and M. Bonanomi, Total Ionizing Dose Effects in NOR 

and NAND flash Memories, IEEE Trans. Nucl. Sci. 54, 1066-1070,2007. 

[76] Y. Masuda, T. Takahashi, S. Furuta, M. Ono, T. Shimizu and Y. Naitoh, Control of Nanogap 

Junction Resistance by Imposed Pulse Voltage, Appl. Surf. Sci. 256, 1028-1030,2009. 

[77] S. Furuta, T. Takahashi, Y. Naitoh, M. Horikawa, T. Shimizu and M. Ono, Dependence of 

Electric Properties of a Nanogap Junction on Electrode Material, Jpn. J. Appl. Phys. 47, 

1806-1812, 2008. 

179 



[78] I. G. Baek, M. S. Lee, S. Seo, M. J. Lee, D. H. Seo, D.-S. Suh, J. C. Park, S. 0. Park, H. S>, 

Kim, I. K. Yoo, U.-ln. Chung and J. T. Moon, Highly Scalable Nonvolatile Resistive Memory 

Using Simple Binary Oxide Driven by Asymmetric Unipolar Voltage Pulses, Tech. Dig. IEDM, 

p. 587, 2004. 

[79] J. J. Yang, M.-X. Zhang, J. P. Strachan, F. Miao, M. D. Pickett, R. D. Kelley, G. 

Medeiros-Ribeiro and R. S. Williams, High Switching Endurance in TaOx Memristive Devices, 

Appl. Phys. Lett. 97,232102,2010. 

[80] M.-J. Lee, C. B. Lee, D. Lee, S. R. Lee, M. Chang, J. H. Hur, Y.-8. Kim, C.-J. Kim, D. H. 

Seo, S. Seo, U-In Chung, In-K. Yoo and K. Kim, A Fast, High-Endurance and Scalable 

Non- Volatile Memory Device Made from Asymmetric Ta20 5.x1Ta02.x Bilayer Structures, Nat. 

Mater., online published, doi: I 0.1 038/nmat3070. 

[81] Y. Q. Wang, T. Li, W. S. Liang, X. F. Duan and G. G. Ross, Dislocation in Si Nanocrystals 

Embedded in Si02, Nanotechnology 20, 315704, 2009. 

[82] F. Rochet, Ch. Poncey, G. Dufour, H. Roulet, C. Guillot and F. Sirotti, Suboxides at the 

Si/Si02 Interface: a Si2p Core Level Study with Synchrotron Radiation, J. Non-Cryst. Solids 

216, 148 (1997). 

[83] I. T. Johasen, Electrical Conductivity in Evaporated Silicon Oxide Films, J. Appl. Phys. 37, 

499, 1966. 

[84] K. Sato, T. Izumi, M. lwase, Y. Show, H. Morisaki, T. Yaguchi and T. Kamino, Ncleation and 

Growth of Nanocrystalline Silicon Studied by TEM, XPS and ESR, Appl. Surf. Sci. 216, 

376-381, 2003. 

[85] R. Colella and A. Merlini, A Study of the (222) "Forbidden" Reflection in Germanium and 

Silicon, Phys. Stat. Sol. 18, !57 (1966). 

[86] D. Ge, V. Dominich and Y. Gogotsi, High-Resolution Transmission Electron Microscopy 

Study of Metasable Silicon Phases Produced by Nanoindention, J. Appl. Phys. 93, 2418 

(2003). 

180 



---------------------------

[87] International Centre for Diffraction Data (ICDD), 2011 database. 

[88] R. Sharma, D. V. S. Rao and V. D. Vankar, Growth of Nanocrystalline /]-Silicon Carbide and 

Nanocrystalline Silicon Oxide Nanoparticles by Sol Gel Technique, Mater. Lett. 62, 3174 

(2008). 

[89] J. K. Jeong, C. S. Hwang and H. J. Kim, Low Temperature 4H-SiC Epitaxial Growth on 

4H-SiC (ll20) and (1100) Faces by Organometallic Chemical Vapor, 1. Electrochem. Soc. 

148, G526 (2002). 

[90] J. M. Besson, E. H. Mokhtari, J. Gonzalez and G. Weill, Electrical Properties ofSemimetallic 

Silicon Ill and Semiconductive Silicon IV at Ambient Pressure, Phys. Rev. Lett 59, 473 

(1987). 

[91] S. Ruffell, K. Sears, J. E. Bradby and J. S. Williams, Room Temperature Writing of 

Electrically Conductive and Insulating Zones in Silicon by Nanoindention, Appl. Phys. Lett. 

98, 052105, 2011. 

[92] D. Ge, V. Domnich andY. Gogotsi, Thermal Stability of Metastable Silicon Phases Produced 

by Nanoindention, 1. Appl. Phys. 95, 2725 (2004). 

[93] M. M. Khayyat, G. K. Banini, D. G. Hasko, M. M. Chaudhri, Raman Microscopy 

Investigation of Structural Phase Transformation in Crystalline and Amorphous Silicon Due 

to Indention with a Vickers Diamond at Room Temperature and at 77K, J. Phys. D: Appl. Phys. 

36, 1300 (2003). 

[94] X.-W. Du, B. Wang, N. Q. Zhao and F. Furuya, Structure Evolution of Silicon Nanocrystals 

under Electron Irradiation, Scripta Materialia 53, 899 (2005). 

[95] S. Takeda and J. Yamasaki, Amorphization in Silicon by Electron Irradiation, Phys. Rev. Lett. 

83, 320 (1999). 

181 



[96] J. D. Dimaria, E. Cartier and D. Arnold, Impact fnoization, Trap Creation, Degredation, and 

Breakdown in Silicon Dioxide Films on Silicon, J. Appl. Phys. 73, 3367 ( 1993). 

[97] J. Yao, L. Zhong, D. Natelson and J. M. Tour, Silicon Oxide: a Non-Innocent Surface for 

Molecular Electronics and Nanoelectronics Studies, J. Am. Chern. Soc. 133, 941-948, 2011. 

[98] N. Majumdar, N. Gergel, D. Routenberg, J. C. Bean, L. R. Harriott, B. Li, L. Pu, Y. Yao and J. 

M. Tour, Nanowell Device for the Electrical Characterization of Metal-Molecule-Metal 

Juntions, J Vac. Sci. Techno/. B 23, 1414,2005. 

[99] A. Scott, D. B. Janes, C. Risko and M. A. Ratner, Fabrication and Characterization of 

Metal-Molecule-Silicon Devices, Appl. Phys. Lett. 91, 033508, 2007. 

[100] J. M. Tour, L. Cheng, D.P. Nackashi, Y. Yao, A. K. Flatt, S. K. St. Angelo, T. E. Mallouk 

and P. D. Franzon, Nanocell Electronic Memories, J. Am. Chern. Soc. 125, 13279-13283, 

2003. 

[101] H.-K. Lee and M. H.-C. Jin, Negative Differential Resistance in Hydrated Deoxyribonucleic 

Acid Thin Films Mediated by Diffosion-Limited Water Redox Reactions, Appl. Phys. Lett. 97, 

013306,2010. 

[102] D. A. Corley, T. He and J. M. Tour, Two-Terminal Molecular Memories from 

Solution-Deposited C60 Films in Vertical Silicon Nanogaps, ACS Nano 4, 1879-1888, 20 I 0. 

[103] Z.-M. Liao, C. Hou, H.-Z. Zhang, D.-S. Wang and D.-P. Yu, Evolution of Resistive Switching 

over Bias Duration of Single Ag2S Nanowires, Appl. Phys. Lett. 96, 203109, 2010. 

[104] D. R. Stewart, D. A. A. Ohlberg, P. A. Beck, Y. Chen and R. S. Williams, 

Molecule-Independent Electrical Switching in Pt/Organic Monolayer/Ti Devices, Nano Lett. 4, 

133-136, 2004. 

[105] S. Karthauser, B. Lussem, M. Weides, M. Alba, A. Besmehn, R. Oligschlaeger and R. Waser, 

Resistive Switching of Rose Bengal Devices: A Molecular Effect? J. Appl. Phys. 100, 094504, 

2006. 

182 



[106] J. A. Howarter and J. P. Youngblood, Optimization of Silica Silanization by 

3-Aminopropyltriethoxysilane, Langmuir 22, 11142-11147, 2006. 

[107] J. G. Simmons and R. R. Verderber, New Conduction and Reversible Memory Phenomena in 

Thin Insulating Films, Proc. R. Soc. London, Ser. A301, 77-102, 1967. 

[108] L. D. Bozano, B. W. Kean, V. R. Deline, J. R. Salem and J. C. Scott, Mechanism for 

Bistability in Organic Memory Elements, Appl. Phys. lett. 84, 607, 2004. 

[109] C. Pearson, J. H. Ahn, M. F. Mabrook, D. A. Zeze, M. C. Petty, K. T. Kamtekar, C. Wang, M. 

R. Bryce, P. Dimitrakis and D. Tsoukalas, Electronic Memory Device Based on A Single-Layer 

Fluorene-Containing Organic Thin Film, Appl. Phys. lett. 91, 123506, 2007. 

[110] J. R. Soderstrom, D. H. Chow and T. C. McGill, New Negative Differential Resistance 

Device Based on Resonant Inter band Tunneling, Appl. Phys. Lett. 55, 1094, 1989. 

[Ill] P. Boolchand, G. Lucovsky, J. C. Phillips and M. F. Torpe, Self-Organization and the Physics 

ofGlassy Networks, Philos. Mag. 85,3823-3838,2005. 

[112] Y. Naitoh, K. Yanagi, H. Suga, M. Horikawa, T. Tanaka, H. Kataura and T. Shimizu, 

Non-Volatile Resistance Switching Using Single-Wall Carbon Nanotube Encapsulating 

Molecules, Appl. Phys, Express 2, 035008, 2009. 

[113] A. Bandyopadhyay and A. J. Pal, Multilevel Conductivity and Conductance Switching in 

Supramolecular Structures and An Organic Molecule, Appl. Phys. Lett. 84, 999, 2004. 

[114] K. M. Milaninia, M. A. Baldo, A. Reina and J. Kong, All Graphene Electromechanical 

Switch Fabricated by Chemical Vapor Deposition, Appl. Phys. Lett. 95, 183105, 2009. 

[ 115] W. Xiang and C. Lee, Nanoelectromechanical Torsion Switch of Low Operation Voltage for 

Nonvolatile Memory Application, Appl. Phys. Lett. 96, 193113, 2010. 

[116] B.-0. Cho, T. Yasue, H. Moon, M.-S. Lee, 1n.-S. Yeo, U.-In. Chung, J.-T. Moon and B.-11. 

Ryu, IEDM, 1-4, 2006. 

[17] C. W. Chu, J. Ouyang, J.-H. Tseng andY. Yang, Organic Donor-Acceptor System Exhibiting 

Bistability for Use in Memory Devices, Adv. Mater. 17, 1440-1443, 2005. 

183 



[118] J. Yao, z. Jin, L. Zhong, D. Natelson and J. M. Tour, Two-Terminal Nonvolatile Memories 

Based on Single-Walled Carbon Nanotubes, ACS Nano 3, 4122-4126,2009. 

[119] J. C. Scott and L. D. Bozano, Nonvolatile Memory Elements Based on Organic Materials, 

Adv. Mater. 19, 1452-1463,2007. 

[120] M. Colle, M. Buche! and D. M. de Leeuw, Switching and Filamentary Conduction in 

Non- Volatile Organic Memories, Org. Electron. 7, 305-312, 2006. 

[121] C. N. Lau, D. R. Stewart, R. S. Williams and M. Bockrath, Direct Observation ofNanoscale 

Switching Centers in Metal/Molecule/Metal Structures, Nano Lett. 4, 569-572, 2004. 

[122] N.J. Tao, Electron Transport in Molecular Junctions, Nat. Nanotechnol. 1, 173-181,2006. 

[123] C. Joachim, J. K. Gimzewski and A. Aviram, Electronics Using Hybrid-Molecular and 

Mono-Molecular Devices, Nature 408, 541-548, 2000. 

[124] A. Salomon, R. Arad-Yellin, A. Shanzer, A. Karton and D. Cahen, Stable Room-Temperature 

Molecular Negative Differential Resistance Based on Molecule-Electrode Interface Chemistry, 

J. Am. Chern. Soc. 126, 11648-11657,2004. 

[125] J. Chen, M. A. Reed, A. M. Rawlett and J. M. Tour, Large On-Off Ratios and Negative 

Differential Resistance in a Molecular Electronic Device, Science 286, 1550-1552, 1999. 

[126] J. Chen, W. Wang, M. A. Reed, A. M. Rawlett, D. W. Price and J. M. Tour, 

Room-Temperature Negative Differential Resistance in Nanoscale Molecular Junctions, Appl. 

Phys. Lett. 77,1224,2000. 

[127] L. W. Wu, K. J. Chen, J. Song, J. M. Wang, J. Xu, W. Li and X. F. Huang, Coulomb 

Blockade Induced Negative Differential Resistance Effect in a Self-Assembly Si Quantum Dots 

Array at Room Temperature, Thin Solid Films 515, 5466-5470, 2007. 

[128] Y. Selzer, A. Salomon, J. Ghabboun and D. Cahen, Voltage-Driven Changes in Molecular 

Dipoles Yield Negative Differential Resistance at Room Temperature, Angew. Chern., Int. Ed. 

41, 827-830, 2002. 

184 



[129] Z. K. Keane, J. W. Ciszek, J. M. Tour and D. Netalson, Three-Terminal Devices to Examine 

Single-Molecule Conductance Switching, Nano Lett. 6, 1518-1521, 2006. 

[130] N. P. Guisinger, M. E. Greene, R. Basu, A. S. Baluch and M. C. Hersam, Room Temperature 

Negative Differential Resistance through Individual Organic Molecules on Silicon Surfaces, 

Nano Lett. 4, 55-59, 2004. 

[131] T. Rakshit, G.-C. Liang, A. W. Ghosh and S. Datta, Silicon-Based Molecular Electronics, 

Nano Lett. 4, 1803-1807, 2004. 

[132] A. K. Chauhan, D. K. Aswal, S. P. Koiry, N. Padma, V. Saxena, S. K. Gupta and J. V. 

Yakhmi, Resistive Memory Effect in Self-Assembled 3-Aminopropyltrimethoxysilane 

Molecular Multi/ayers, Phys. Status Solidi A 205,373-377,2008. 

[133] A. S. Blum, J. G. Kushmerick, D.P. Long, C. H. Patterson, J. C. Yang, J. C. Henderson, Y. 

Yao, J. M. Tour, R. Shashidhar and B. R. Ratna, Molecularly Inherent Voltage-Controlled 

Conductance Switching, Nat. Mater. 4, 167-172, 2005. 

[134] E. Lortscher, J. W. Ciszek, J. M. Tour and H. Riel, Reversible and Controllable Switching of 

a Single-Molecule Junction, Small2, 973-977, 2006. 

[135] D. J. Dimaria, E. Cartier and D. Arnold, Impact Ionization, Trap Creation, Degradation, and 

Breakdown in Silicon Dioxide Films on Silicon, J. Appl. Phys. 73, 3367, 1993. 

[136] C. R. Helms and E. H. Poindexter, The Silicon-Silicon Dioxide System: Its Microstructure 

and Imperfections, Rep. Prog. Phys. 57,791, 1994. 

[137] J. Sune, G. Mura and E. Miranda, Are Soft Breakdown and Hard Breakdown of Ultrathin 

Gate Oxide Actually Different Failure Mechanisms? IEEE Electron Device Lett. 4, 167-169, 

2000. 

[138] S. Mayo, J. S. Suehle and P. Roitman, Breakdown Mechanism in Buried Silicon Oxide Films, 

J.Appl. Phys. 74,4113,1993. 

[139] A. Javey, J. Guo, Q. Wang, M. Lundstrom and H. Dai, Ballistic Carbon Nanotube 

Field-Effect Transistor, Nature 424, 654-657, 2003. 

185 



[140] W. Fu, Z. Xu, X. Bai, C. Gu and E. Wang, Intrinsic Memory Function of 

Carbon-Nanotube-Based Ferroelectric Field-Effect Transistor, Nano Lett. 9, 921-925,2009. 

[141] M. Rinkio, A. Johansson, G. S. Paraoanu and P. Torma, High-Speed Memory from Carbon 

Nanotube Field-Effect Transistors with High-Kappa Gate Dielectric, Nano Lett. 9, 643-647, 

2009. 

[142] Z. Zhang, S. Wang, L. Ding, X. Liang, T. Pei, J. Shen, H. Xu, Q. Chen, R. Cui, Y. Li and 

L.-M. Peng, Self-Aligned Ballistic n-Type Single-Walled Carbon Nanotube Field-Effect 

Transistor with Adjustable Threshold Voltage, Nano Lett. 8, 3696-3701, 2008. 

[143] R. T. Weitz, U. Zschieschang, A. Forment-Aliaga, D. Ka1b1ein, M. Burghard, K. Kern and H. 

Klauk, Highly Reliable Carbon Nanotube Transistor with Patterned Gates and Molecular 

Gate Dielectric, Nano Lett. 9, 1335-1340,2009. 

[144] Z. Chen, J. Appenzeller, J. Knoch, Y.-M. Lin and P. Avouris, The Role of Metal-Nanotube 

Contact in the Performance of Carbon Nanotube Field-Effect Transistor, Nano Lett. 5, 

1497-1502,2005. 

[145] J. B. Cui, R. Sordan, M. Burghard and K. Kern, Carbon Nanotube Memory Devices of High 

Charge Storage Stability, Appl. Phys. Lett. 81, 3260-3262, 2002. 

[146] M. Radosavljevic, M. Freitag, K. V. Thadani and A. T. Johnson, Nonvolatile Molecular 

Memory Elements Based on Ambipolar Nanotube Field Effect Transistors, Nano Lett. 2, 

761-764,2002. 

[147] M. S. Fuhrer, M. B. Kim, T. Durkop and T. Brintlinger, High-Mobility Nanotube Transistor 

Memory, Nano Lett. 2, 755-759,2002. 

[148] U. Ganguly, E. C. Kan andY. Zhang, Carbon Nanotube-Based Nonvolatile Memory with 

Charge Storage in Metal Nanocrystals, Appl. Phys. Lett. 87, 043108, 2005. 

[149] W. B. Choi, S. Chae, E. Bae and J.-W. Lee, Carbon-Nanotube-Based Nonvolatile Memory 

with Oxide-Nitride-Oxide Film and Nanoscale Channel, Appl. Phys. Lett. 82, 275-277, 2003. 

186 



[150] z. Jin, H. Chu, J. Wang, J. Hong, W. Tan andY. Li, Ultralow Feeding Gas Flow Guiding 

Growth of Large-Scale Horizontally Aligned Single-Walled Carbon Nanotube Array, Nano 

Lett. 7,2073-2079,2007. 

[151] H. Wang, X. Wang, X. Li and H. Dai, Chemical Self-Assembly ofGraphene Sheets, Nano 

Res. 2, 336-342, 2009. 

[152] J. J. Yang, M. D. Pickett, X. Li, D. A. Ohlberg, D. R. Stewart and R. S. Williams, 

Memristive Switching Mechanism for Metal/Oxide/Metal Nanodevices, Nat. Nanotechnol. 3, 

429-433, 2008. 

[153] 0. Suekane, A. Nagataki and Y. Nakayama, Current-Induced Curing of Defective Carbon 

Nanotubes, Appl. Phys. Lett. 89, 183110, 2006. 

[154] J. Y. Huang, S. Shen, Z. F. Ren, G. Chen, M. S. Dresselhaus, Real-Time Observation of 

Tubule Formation from Amorphous Carbon Nanowire under High-Bias Joule Heating, Nano 

Lett.6, 1699-1705,2006. 

[155] F. Kreupl, R. Bruchhaus, P. Majewski, J. B. Philipp, R. Symanczyk, T. Happ, C. Arndt, M. 

Vogt, R. Zimmermann and A. Buerke, et al. Carbon-Based Resistive Memory, Tech. Dig.-Int. 

Electron Device Meet. P. 521-524, 2008. 

[156] R. Martel, V. Derycke, C. Lavoie, J. Appenzeller, K. K. Chan, J. Tersoff and P. Avouris, 

Ambipolar Electrical Transport in Semiconducting Single-Wall Carbon Nanotubes, Phys. Rev. 

Lett.87,256805,2001. 

[157] D. Kang, N. Park, J. Hyun, E. Bae, J. Ko, J. Kim and W. Park, Adsorption-Induced 

Conversion of The Carbon Nanotube Field Effect Transistor from Ambipolar to Unipolar 

Behavior, Appl. Phys. Lett. 86, 093105, 2005. 

[158] C. W. Marquardt, S. Dehm, A. Vijayaraghavan, S. Blatt, F. Hennrich and R. Krupke, 

Reversible Metal-Insulator Transitions in Metallic Single-Walled Carbon Nanotubes, Nano 

Lett. 8, 2767-2772, 2008. 

187 



[159] A. Vijayaraghavan, K. Kanzaki, S. Suzuki, Y. Kobayashi, H. Inokawa, Y. Ono, S. Kar and P. 

M. Ajayan, Metal-Semiconductor Transition in Single-Walled Carbon Nanotubes Induced by 

Low-Energy Electron Irradiation, Nano Lett. 5, 1575-1579,2005. 

[160] M. Cha, S. Jung, M.-H. Cha, G. Kim, J. Ihm and J. Lee, Reversible Metal-Semiconductor 

Transition of ssDNA-Decorated Single-Walled Carbon Nanotubes, Nano Lett. 9, 1345- 1349, 

2009. 

[161] H. G. Ong, J. W. Cheah, L. Chen, H. TangTang, Y. Xu, B. Li, H. Zhang, L.-J. Li and J. Wang, 

Charge Injection at Carbon Nanotube-Si02 Interface, Appl. Phys. Lett. 93, 093509, 2008. 

[162] J. S. Lee, S. Ryu, K. Yoo, I. S. Choi, W. S. Yun and J. Kim, Origin of Gate Hysteresis in 

Carbon Nanotube Field-Effect Transistors, J. Phys. Chern. Lett. C 111, 12504- 12507, 2007. 

[163] X. Duan, Y. Huang and C. M. Lieber, Nonvolatile Memory and Programmable Logic .from 

Molecule-Gated Nanowires, Nano Lett. 2, 487-490, 2002. 

[164] K. S. Novoselov, D. Jiang, F. Schedin, T. J. Booth, V. V. Khotkevich, S. V. Morozov and A. 

K. Geim, Two-Dimensional Atomic Crystals, Proc. Natl. Acad. Sci. USA 102, 10451-10453, 

2005. 

[165] Z. Sun, Z. Yan, J. Yao, E. Beitler, Y. Zhu and J. M. Tour, Growth ofGraphene.from Solid 

Carbon Sources, Nature 468, 549-552, 2010. 

[166] X. Li, X. Wang, L. Zhang, S. Lee and H. Dai, Chemically Derived, Ultrasmooth Graphene 

Nanoribbon Semiconductors, Science 319, 1229-1232, 2008. 

[167] K. Nagashima, T. Yanagida, K. Oka, M. Taniguchi, T. Kawai J.-S. Kim and B. H. Park, 

Resistive Switching Mutistate Nonvolatile Memory Effects in a Single Cobalt Oxide Nanowire, 

Nano Lett. 10, 1359-1363,2010. 

188 



8. Appendix 

I. polySi-SiOx-polySi (40 nm) devices for NASA HiMassSEE test 

200 devices on 4 separate chips, with 11 0 set to ON and 90 set to OFF, were prepared. 

The yield is 99.5% (200/201 -only 1 out of 200 was not electroformed because it 

was initially in a full-conduction state). Each device was cycled several tens oftimes 

before collecting the memory-state data. Below are the details of device layout and 

corresponding memory states. 

Chip #1: 

Specification: Dry etching with Cr layer as sacrificial mask (Cr removed by 

CEP-200). The chip was annealed in vacuum (~ 7 mTorr) at 450 oc for 5 min. 

Electrical testing vacuum level at ~ 6 X 1 o-3 mTorr. 
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Device layout for chip #1 (device size 100 J.tm in diameter): 

. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . ............ ............ ............ ............ 
•••••••••••• •••••••••••• •••••••••••• 

............... . ............. . . ............. . . ............. . . ............. . . ............. . . ............. . . ............. . ....................... ~ 1 •••••••••••• 11 
~············ leeeeeeeeeeeel 1::::::::::::1 
leeeeeeeeeeeel 
---------~ 
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Corresponding memory states for chip #1 (read at+ 1 V pulse): 

ON Devices OFF Devices 

Dev# I@+ 1 V (A) Dev# I@+ 1 V (A) 

11 9.876800E-7 11 5.173300E-9 

12 2.089900E-6 12 5.769000E-11 

13 2.092800E-6 13 2.980500E-10 

14 4.535000E-6 14 5.183600E-1 0 

15 3.582800E-6 15 3.1 00700E-1 0 

21 3.349800E-6 21 4.209500E-9 

22 3.185000E-6 22 2.903000E-11 

23 1.393500E-6 23 1.218000E-11 

24 9.821400E-7 24 7.780000E-12 

25 4.451700E-7 25 3.402000E-11 

31 1.826500E-6 31 3 .459800E-1 0 
32 4.026600E-6 32 1.165700E-1 0 
33 3.921700E-6 33 1.118000E-11 
34 1.427800E-6 34 1.642000E-11 

35 2.482900E-6 35 1.504000E-11 
41 1.869600E-6 41 8.907000E-11 

42 1.044500E-6 42 1.930000E-11 

43 1.499800E-6 43 1.176000E-11 

44 1. 071 000 E-6 44 1.600800E-l 0 

45 1. 924900E-6 45 7.911000E-ll 

51 1.060000E-11 

52 8.325000E-ll 

53 1.81 OOOOE-11 
54 3.810800E-10 
55 4.060000E-12 
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Chip #2: 

Specification: Dry-etching with Cr layer as sacrificial mask (Cr removed by 

C EP-200). The chip was annealed in vacuum ( ~ 6 mTorr) at 400 oc for 6 min. 

Electrical testing vacuum level at ~ 6 x 1 o-3 mTorr. 

Device layout for chip #2(device size 100 11m in diameter): 

.................. .................. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . ..............•••. . . . . . . . . . . . . . . . . . . 
• • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • •••••••••••• •••••••••••• •••••••••••• 

••••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• 
~ ... -........... ·-·~ 
~ ···········~ ~ ············ ~ ············ ~ ············ 1 •••••••••••• 

~ · •• Jt_._ .... _ ... 
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Corresponding memory states for chip #2 (read at+ 1 V pulse): 

ON Devices OFF Devices 
Dev # I@+ 1 V (A) Dev# I@+ 1 V (A) 
11 1.564000£-5 11 1.673100£-10 
12 1.571400£-6 12 3.781400£-10 
13 1.184000£-5 13 8.407000£-11 
14 5.913900£-6 14 2. 788000£-11 
15 2.105900£-7 15 1. 922000£-11 
21 1.358200£-6 21 3.540000£-11 
22 8.584700£-7 22 4.740000£-11 
23 1.470000£-6 23 7.760000£-12 
24 1.145300£-6 24 8.130000£-12 
25 2.717500£-7 25 3.990500£-10 
31 1.255400£-6 31 1.285000£-11 
32 7.713000£-6 32 1.009100£-10 
33 6.885300£-7 33 4.107000£-11 
34 2.6631 OOE-6 34 2.261 OOOE-1 0 
35 I 1.829600£-6 35 6.600000£-13 
42 5.987300£-6 41 2.600000£-12 
43 1.304200£-6 42 2.190000£-12 
44 5.281100£-6 43 3.195500£-10 
45 2.838000£-6 44 1.366200£-9 
51 5.731300£-6 45 3.090000£-11 
52 1. 972400£-6 
53 1.543400£-6 
54 1.4541 OOE-6 
55 1.237300£-6 
61 8.618900£-7 

Chip #3: 

Specification: Dry-etching with Cr layer as sacrificial mask (Cr removed by 

CEP-200). The chip was annealed in vacuum (~ 6 mTorr) at 450 oc for 5 min. 

Electrical testing vacuum level at~ 6x 1 o-3 mTorr. 
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Device layout for chip #3 (device size 100 ~-tm in diameter): 

........................ 
mm~~ nmm mmn 
mnmmnm nmm 
mum mmu mmu :mm: m::::: :::::::: 
:::::::: :::::::: :::::::: !i~~~~ii !iii!ii! iiii!iii ................ .......... """" 
................ • .... ~.~!· mum mum: mmn: l!!UII!U Hll!ll!ll nnmm :::::::: ::::::::. ::::::::. :::::::::: :::::::::: :::::::::: 

!iii!iii !iii!iii1 !i!iiiii1 :u:uuu nunnu ::::unu 
:::::::: !!!!!!!!• ::::::::• HIUIHU IUU~~~~~ UU!!Uii :::::::: ::::::::• ::::::::• :::::::::: :::::::::: :::::::::: 
:••••••• :•••••••1 ••••••••• m:111111 :::::::au un:m:: 

iimm iiii!H!~!il~ ~~~r~~ ~!!ffi!! !!!!!!!!~ 

[] Dl 
••• • ON ••• • •••••••• •••••••• •••••••• •••••••• •••••••• 
··· ~ ••• 2 2 · 

e e e 35 OFF 
••• 4 

••• •••••••• •••••••• 
•••••••• •••• ••• ••• • eee oN 
••• ••• •••••••• •••••••• 
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Corresponding memory states for chip #3 (read at+ 1 V pulse): 

ON Devices OFF Devices 
Dev # I@+ 1 V (A) Dev# I@+ 1 V (A) Dev# I@+ 1 V (A) 
A1 4.267600£-7 11 1.356600£-6 11 1.841 OOOE-11 
A2 7.511000£-7 12 1.248400£-6 12 1.848900£-10 
A3 5.898600£-7 13 2.361400£-6 13 1.381000£-11 
A4 2.662700£-6 14 1.075400£-6 14 2.631200£-10 
A5 2.124600£-6 15 1.099300£-6 15 3.610800£-10 
Bl 1.269300£-6 21 1.316600£-6 21 1.307300£-10 
B2 1.513000£-6 22 6.704700£-7 22 3.163000£-11 
B3 5.332500£-7 23 4.074200£-7 23 1.358000£-11 
B4 1.4531 OOE-6 24 2.072900£-6 24 5.264000£-11 
B5 1.218400£-6 25 1.199500£-6 25 1.225000£-11 

31 1.8271 OOE-6 31 1.401 OOOE-11 
32 1.772000£-6 32 2.214000£-11 
33 3.468200£-6 33 7.340000£-11 
34 1.296700£-6 34 2.843 700E-l 0 
35 2.032000£-6 35 5.490000£-12 
41 1.265900£-6 41 2.160000£-l 0 
42 2.890300£-6 42 6.833000£-11 
43 1.1441 OOE-6 43 7.070000£-12 
44 2.642400£-6 44 1. 1 90000 E-11 
45 5.533800£-6 45 6.440000£-12 

' 51 2.712600£-6 51 8.514000£-11 
52 1.188400£-6 52 3.590000£-12 
53 7.411300£-6 53 1.236000£-11 

i 54 2.222700£-6 54 1.370000£-9 
55 1. 977 600 E-6 55 2. 731 OOOE-11 
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Chip #4: 

Specification: Dry etching with photoresist (S-1813) as sacrificial mask 

(photoresist removed by 10 s acetone rinse along with ultra-sonication). No 

annealing performed. Electrical testing was at vacuum level at ~ 6 x 1 o-3 mTorr. 

Device layout for chip #4 (device size 100 11m in diameter): 

. . . . . . . . . . . . . . . . . . ...............•.. . . . . . . . . . . . . . . . . . . ·················· .................. .................. .................• . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 
• • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • • •••••••••••• •••••••••••• •••••••••••• 

••••••••••••••• • •••••••••••••• • •••••••••••••• ••••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• • •••••••••••••• 
~ .... -....... -..... -. « 
· ···········~ ••••••••••••• ••••••••••••• ••••••••••••• ••••••••••••• I • _!t_4l_ .... _. _ ..... _ .... 

• • • 19 OFF 

• • • •••• 383 363 

• • •••••• • • •••• ON ••• 
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Corresponding memory states for chip #4 (read at+ 1 V pulse): 

ON Devices OFF Devices 

Dev# I@+ 1 V (A) Dev# I@+ 1 V (A) 

11 1.452500E-6 11 3.198000E-11 

12 1.114300E-6 12 8.613000E-11 

13 1.152300E-6 13 8.000000E-13 

14 1.139300E-6 14 7.430000E-11 

15 1.284400E-6 15 5.71 OOOOE-12 

16 1.674600E-6 16 2.587000E-11 

17 2.253500E-6 17 5 .OOOOOOE-13 
18 6.849400E-7 18 1.735000E-ll 

19 1. 1 04000 E-6 19 4.392000E-11 

21 1.443400E-6 21 1.3 72000E-11 

22 1.913300E-6 22 1.226000E-11 
23 2.675700E-6 23 1.851000E-11 

24 2.298800E-6 24 2.720000E-12 
25 2.736500E-6 25 5.584800E-l 0 
26 7.261600E-7 26 2.3451 OOE-1 0 

27 3.845000E-7 27 1.265000E-11 
28 1.136500E-6 28 3.540000E-12 

31 1.578200E-6 31 2.751 OOOE-11 
32 8.014300E-7 32 1.497000E-11 
33 5.124800E-7 33 1.215000E-11 
34 1.650200E-6 34 5.113000E-ll 
35 4.259400E-7 35 5.250400E-1 0 
36 7.831800E-7 36 1.081000E-11 

37 1.3031 OOE-6 37 6.430000E-12 
38 1.293000E-6 38 1.611600E-10 
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II. Design of the TEM Holder for in situ Electrical Measurement 

The TEM holder (for JEM 21 OOF system) includes three parts (schematic I) s: (1) 

the TEM stage, (2) the hollow long rod and (3) handle. The electrical wiring is 

through the hollow rod to the stage with sealing at the handle end. 

1 

2 3 

Figure I. Illustration ofthe home-made TEM holder. (1) The overall assembly, (2) the 

rod structure and (3) the imaging stage. 
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The detailed parameters of the long rod (Fig. 1-2) and stage (Fig. 1-3) are as 

follows. 
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